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ABSTRACT

NANOSECOND PULSED INFRARED LASER INDUCED
CRYSTALLIZATION OF AMORPHOUS SILICON FILMS FOR
POTENTIAL PHOTOVOLTAIC APPLICATIONS

Cinar, Kamil
Ph.D., Department of Physics
Supervisor : Assoc. Prof. Dr. Alpan Bek

September 2018, [129] pages

Laser processing applied to thin film silicon is a practical tool for fabrication of thin
film transistors and solar cells. Application of laser processing technologies to silicon
based photovoltaics has been on the rise. Two examples out of plenty are: crystal-
lization of amorphous Si (a-Si) thin films to produce polycrystalline Si (poly-Si) thin
films; and quality improvement of poly-Si structures on the silicon wafer surface by
laser annealing. Parameters for optimal crystalline silicon fabrication depend on flu-
ence of the laser irradiation and physical conditions of the substrate where the silicon
crystallization occurs. These various parameters can change the physical features of
the grown poly-Si domains such as size, shape, thickness, orientation, etc. The de-
termination and optimization of these parameters are of importance in fabrication of
efficient silicon thin film solar cells. Previous works show that efficiency of the laser
crystallized poly-Si solar cells exhibit enhancement of their material qualities. In this
thesis, characterization of the laser induced crystallization and optimization of the
nanosecond pulsed infrared laser parameters are investigated. Besides, a laser crys-
tallization system is developed for processing a-Si thin films into poly-Si thin films
for the purpose of fabrication of crystalline thin film silicon solar cells. Crystalline
silicon layers with thicknesses ranging between several hundred nanometers and a
micrometer are fabricated by means of the nanosecond pulsed infrared laser. The
laser crystallization is performed in air at room temperature and no heating is applied



to substrates. Grain sizes of up to several millimeters are found on the surface of
the crystallized silicon layers. The produced crystalline silicon films are employed in
fabrication of heterojunction p-n diodes and solar cells.

Keywords: Laser Crystallization, Liquid-Phase Crystallization, Amorphous Silicon,
Thin Film, Intermediate Dielectric Layer, Raman Spectroscopy, Electron Back Scat-
ter Diffraction
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POTANSIYEL FOTOVOLTAIK UYGULAMALAR ICIN AMORF SILISYUM
FILMLERIN NANOSANIYE KIZILOTESI ATIMLI LAZER YARDIMIYLA
KRISTALIZASYONU

Cinar, Kamil
Doktora, Fizik Boliimii

Tez Yoneticisi : Dog. Dr. Alpan Bek

Eyliil 2018 , [129]sayfa

Ince film silisyuma laser islemi uygulanmasi ince film transistorler ve giines gozeleri
icin kullanigh bir aractir. Silisyum esaslh fotovoltaik hiigreleri lazer teknolojileri ile
isleme yiikselistedir. Polikristal silisyum (poly-Si) ince filmleri iiretmek i¢in amorf
silisyum (a-Si) ince filmlerin kristalizasyonu; ve silisyum yongalarin yiizelerindeki
poly-Si yapilarin kalitelerini lazerle tavlama ile artirllmasi iki yaygin ornektir. Op-
timal krital silisyum iiretimi parametreleri, lazerle aydinlatma akisina ve iizerinde
silisyum kristallenmesinin oldugu alttasin fiziksel kosullarina baglidir. Bu ¢esitli pa-
rametreler biiyiitiilen poly-Si alanlarinin biiytiikliik, sekil, kalinliklarin1 ve yonelimleri
gibi, fiziksel ozelliklerini degistirebilirler. Bu parametrelerin belirlenmesi ve optimi-
zasyonu, verimli silisyum ince film giines gozeleri iiretiminde 6nem arz eder. Onceki
calismalarda lazer kristalize poly-Si giines gozelerinin verimliliklerinde artig, mal-
zeme kalitesinde iyilesme gosterilmistir. Bu tez ¢calismada nanosaniye atimli kizilotesi
lazer yardimiyla kristalizasyonun karakterizasyonu ve lazer 1g1masinin parametrele-
rinin optimizasyonu arastirtlmistir. Bunun yaninda, ince film kristal silisyum giines
gozesi tiretimi amaciyla a-Si ince filmleri poly-Si ince filmlere islemekte kullanila-
cak laser kristalizasyon sistemi gelistirilmigtir. Kalinliklar1 birka¢ yiiz nanometre ve
mikrometre mertebelerinde olan kristallenmis silisyum tabakalar, nanosaniye darbeli
kizilotesi lazer yardimiyla gelistirilmistir. Lazer kristalizasyonu, oda sicakliginda ha-
vada gerceklestirilmistir ve hicbir alttas 1sitmasi uygulanmamustir. Tanecik boyutlari,

vii



kristalize silisyum tabakalarin yiizeyinde birka¢ milimetreye kadar biiyiidiigii bulun-
mustur. Uretilen kristallendirilmis ince film silisyum filmler, heteroeklemli p-n diyot-
lar ve giines gozeleri gelistirmekte kullanilmagtir.

Anahtar Kelimeler: Lazer Kristalizasyon, Sivi-Faz Kristalizasyonu, Amorf Silisyum,
Ince Film, Ara Dielektrik Katman, Raman Spektroskopisi, Elektron Geri Sagilim Ki-
rinimi
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CHAPTER 1

INTRODUCTION

Laser processing has been a practical tool in order to fabricate crystalline thin films in
applications of solar cells and thin film transistors (TFTs). In order to explore which
methods of applying laser crystallization and what kinds of lasers should be used for
this sake is a great deal. There are a great variety of lasers which can be employed
for this purpose. Which wavelength and how the irradiation should be utilized are
the questions that should be answered. The use of lasers allows to fabricate device
grade structures easily and cost effectively. In this thesis work nanosecond pulsed
infrared (IR) lasers are employed and their ability of crystallization of amorphous
silicon (a-Si) on glass substrates is studied. The irradiation parameters are optimized
for improved crystallinity quality using specific intermediate dielectric layers (IDLs),

line focusing and pulse overlap.

Studies on laser crystallization (LC) and laser annealing started to rise in late 1970s.
Utilization of lasers enabled to direct energy over areas of interest by its ability to
control delivery of heat and location on specimens in a unique way. In order to fab-
ricate thin single crystal semiconductors such as silicon (Si), germanium (Ge) and
their alloys on amorphous insulating substrates, controllable geometry of laser spots

deliver the benefit of avoiding random nucleation [1].

Fabrication of poly-crystalline silicon (pc-Si) thin films via in situ annealing of a-Si
films on various carrier substrates became popular for electronics industry, especially
for Si based TFTs and solar cell applications [2,3]]. Particularly, cost effective glass
substrates are the most prevalent substrate materials for crystallization of a-Si. The
traditional way of producing pc-Si thin film is the solid phase crystallization (SPC)
method which is performed by high temperature baking. However, SPC method has



Table 1.1: Types of laser typically used to crystallize and anneal thin Si films

Lasers Type Wavelengths (nm)
Nd: YAG Solid 1064

Nd: TLF Solid 1064

Diode Laser Solid 808, 940

Ruby Solid 694
Nd: YAG Solid 532
Ar* Gas  330-522
XeCl Gas 308
KrF Gas 248
ArF Gas 193

drawbacks of long annealing duration (~ 24 h) and small attained grain size (~ 1 —3
pm) which results in high defect concentrations [4,5]]. Rapid thermal annealing (RTA)
is also an SPC method in which typically a halogen lamp is used to heat and crystallize
a-Si thin films over glass substrates [6]. The RTA process starts with a steep heating
ramp (~ 200 °C/s) which is followed by a steady temperature phase of ~ 900 °C and
finalizes with a cooling down (~ 80 °C/s) phase all maintained under an appropriate
gas ambient [6]. These process stages causes deformations on the glass substrates

and that limits the choice of substrate material [6].

Laser crystallization and annealing have advantage over these conventional annealing
methods by its ability to control rapid heating and cooling of thin layers via control-
ling the laser pulse duration time and the overlap ratio of the successive laser pulses in
addition to wide choices of operation wavelengths which can be selected with regards
to the desired absorption depth of the particular film material [1]. By 2018, there

exists a large selection of lasers which can be employed for this purpose (see Table

[L.1).

Besides the wavelengths of the employed lasers, the state of a material subjected to
laser irradiation is also important in coupling of light to the material. For example,
a single-crystal silicon and hydrogenated amorphous silicons (a-Si:H) are compared
with respect to their optical absorption lengths which are 3.3 ym and 0.4 pym at a

wavelength of 632 nm respectively [ 1.

Aluminum-induced crystallization (AIC) of a-Si is another method that is processed
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at relatively lower temperatures (< 500 °C) providing large grain size (> 10 pum)
which makes AIC pc-Si films suitable as a seed layer for LC [[7]. In addition, the
use of different intermediate dielectric layers (IDLs; such as SiNy, SiO,, ZnO, TiO,)
can change the pc-Si film properties such as grain orientation and grain size [7,|8].
The subsequent epitaxial growth on AIC seed layers was studied extensively [9,/10].
However, although resulting in large grains, the high density of intra-grain defects
makes this method inconvenient for solar cell applications [11,|12]. Liquid phase
crystallization (LPC) is an alternative way of producing pc-Si films. A deposited thin
a-Si layer on glass is locally molten by a focused energy source such that rapid off-
switching of the energy inflow results in a quick solidification after which a-Si ends
up as pc-Si. LPC by electron beam (e-beam) crystallization of a-Si is used to produce
pc-Si layers up to 10 pum thickness on glass substrates [[13-16]]. Furthermore, LPC
was improved by using line-shaped e-beam source [16]]. In previous studies, it was

shown that LPC method resulted in more efficient thin film pc-Si solar cells [14-18]].

Crystalline domain size in the range of millimeters in width and up to centimeters in
length on glass substrates was achieved especially by using a continuous wave (CW)
laser (see Table[I.1)) in LPC [[14]19,20]. Moreover, the defects and deformations of the
substrates could be avoided or lowered and the choice of substrates and IDLs (buffer
layers) could be diversified [13/17,21-24]. Not only let the LC process method
diversify the choice of the IDLs but also it has offered crystallization of amorphous

materials on insulating substrates like sapphire, silicon nitrite, quartz, and glass [1].

The LC method for crystallization of a-Si thin films was studied with CW diode lasers
with a line focus that was perpendicular to scan directions [24.25]. Most of past work
was performed by using CW IR lasers. Moreover, a-Si films on glass substrates were
kept at elevated temperatures during the laser annealing process, because the a-Si lay-
ers exhibit low absorption of the infrared irradiation in comparison to the visible in
room temperature (RT) [6,[24]. The samples were kept at temperatures in the range
of 400 °C-700 °C in order to increase the light absorption [6}/13-15}|17,26]. Besides
the absorption enhancement, the thermal expansion coefficient of the glass substrates
approaches to that of crystalline silicon (c-Si) at around 600 °C [20]. Additionally,
the elevated substrate temperature can be used to avoid crack formation through crys-

talline domains during the LC process and it can reduce thermally induced stress on



the pc-Si layers [6,/17,20,24].

Importance of an IDL between the glass substrate and the pc-Si thin film is owing
to its features such as blocking diffusion of contaminants from the substrate into the
pc-Si film during thermal processes and preventing lattice or average inter-atomic dis-
tance mismatch between the substrate and the film [7,/16,17,21]. For LPC,

¢-Si/Si0, nano-crystalline interface with undefined stoichiometry was observed [27].
LPC process by e-beam with an IDL of SiO, was found to be suitable between the
glass substrate and the silicon thin film which improved the homogeneity of the thick-
ness of the crystallized absorber [27]]. Additionally, SiN, can be an alternative next to
Si0; as an IDL. The amount of Si content in SiNy layers can change the crystallization
properties of the a-Si films. Moreover, the quality of pc-Si films can be improved by
a SiNy IDL. For example, such a layer can be deposited by decreasing the NH4/SiH,
ratio, i.e., increasing silicon in the content of the SiN IDL [7] in a plasma enhanced
chemical vapor deposition (PECVD) system. It was also shown that SiN, IDLs with
higher Si content helped to improve the crystallinity of Si thin films more than that
of the samples with IDLs of Al:ZnO (AZO) [7]. In the study of Dore et al. [14],
SiCy was shown to act as a better wetting layer than SiO, or SiNy. Besides that, no
correlation between laser fluence and crystallinity of the pc-Si layer was found [14].
It was shown that SiO, IDL provided larger crystal grains of Si induced by the laser
irradiation than that of SiNy since the thermal conductivity of SiO, is smaller than
that of the glass substrate [28,29]. Thus the rate of heat flow decreases through the
Si film; on the contrary, the SiNy layer has a larger thermal conductivity than SiO,,

which makes the Si film lose the heat during the laser induced LPC [28,[29].

In this thesis dissertation, the LC process of a-Si layers are examined. During the
research, nanosecond pulsed lasers are used in order to crystallize a-Si layers with
different ranges of thicknesses on glass substrates. The lasers are at the wavelength
of 1064 nm with a pulse duration of 200 ns. The lasers are commercially available
lasers, which are not especially designed for this LC process. On the contrary to the
previous studies, the preheating of the substrates are not performed during the LC
processes, and the entire process is performed at RT. One of the important goals of
this research is to fabricate pc-Si thin films at as close temperatures as possible to the

ambient for effective cost reduction. Herein, the main motivation is to achieve photo-



responsive crystalline thin Si films in order to fabricate ultra thin crystal silicon solar

cells. The dissertation consists of 5 main chapters in addition to the introduction.

Chapter 2 provides a theoretical background of the LC process. In this chapter, phys-
ical properties of materials which are employed in LC are discussed. The physical
mechanism behind the liquid phase transition and the heat transfer during the laser
exposure are explained in detail in this chapter. How the overlap of successive laser
pulses influence LC process and improve the crystallized regions are also studied the-
oretically. Since the LC processed structures are examined quantitatively in this dis-
sertation, Raman spectroscopy and electron back scattered diffraction (EBSD) meth-
ods are used extensively throughout the research in order to quantify the crystallinity.
Brief explanations of these analysis techniques are also included. Accumulated stress
over the crystallized structures is analyzed because the Raman and EBSD methods
play crucial role to find out the stress factors and orientations of the crystal domains

after the LC processes.

Chapter 3 - 6 provide details on the experimental part of the dissertation which is per-
formed in Nanooptics Research Laboratory of Middle East Technical University. The
experiments are discussed chronologically in order to provide explanations for read-
ers to perceive the improvements step by step. In these chapters, some background of
optics and stress analysis methods are also discussed in order to clarify and ease the

understanding of the results.

Chapter 3 includes effects of intermediate dielectric layers on LC of a-Si films on
glass substrates. How crystal grain sizes are affected by various types of intermediate
dielectric layers is the main question that is answered. How crystallinity of silicon
films are done by considering thermal conductivity of those intermediate dielectric

layers.

In Chapter 4 improvements of line focus scan are done. Optical system is optimized
and employed in order to scan the silicon films. By this way, scanned regions of sili-
con films are examined by considering thicknesses of the silicon films over the glass
substrates. Heat accumulation and its influence over the crystallization process are
explored. Relations which are between pulse overlaps and crystallinity are unveiled.

Moreover, how the pulse overlaps change surface morphology is investigated.



Chapter 5 discusses defects which are formed by the laser irradiation due to inade-

quate pulse parameters and the material contents of the silicon films.

Chapter 6 is dedicated to concepts of device designs. Two types of junctions are in-
cluded in detail. Namely, homojunction and heterojunction device-like structures are
designed and tested. Successes and failures of those devices are handled by compar-

ing quantitative measurements.

Chapter 3 - 6 include detailed explanations about the achievements but also reports
on failures encountered during the research for a comprehensive understanding of the
physical mechanisms. This will hopefully provide the readers valuable hints to figure

out problems without executing complicated analyses in their prospective research in

this field.

In Chapter 7, the ultimate achievements are discussed. These achievements are not
only related to the main goal of the research, which is fabrication of an ultra thin so-
lar cell or a diode, they are also related with the explanation of dynamics that govern
the crystallization of a-Si structures through a laser pulse. So the findings and ex-
perimental outcomes are discussed in context of how crystal structures form via laser
irradiation and if and how their morphology can be controlled by the parameters of

irradiation laser system.



CHAPTER 2

THEORETICAL BACKGROUND

The film melting and re-crystallization process cause minimal thermal damage to the
supporting glass substrate by means of LC besides of faster processing time among
the advantages over the other annealing methods. Hence, understanding the melt-
ing/solidification process induced via nanosecond duration pulsed laser irradiation
becomes essential. For this purpose the dynamics of LC process is discussed in detail

in this chapter.

2.1 Theory of laser crystallization of amorphous silicon

There are several techniques that can be employed for deposition of a-Si on glass
substrates, such as e-beam, plasma enhanced vapor deposition (PECVD), physical
vapor deposition (PVD). PECVD typically results in a-Si:H where e-beam and PVD

result in pure a-Si.

An a-Si film of several 100 nanometers thickness is subjected to pulsed laser irradia-
tion and the a-Si film is liquefied upon absorptive heating. A fraction of the irradiated
light is absorbed by the film and creates electrons that thermalize with a time constant
of about 10~!s [1]]. In this short time the electrons approach a thermal equilibrium
with the lattice, and thus a part of the deposited energy is transferred to phonons.
Ultimately, heat propagates through the sample by phonons and charge carrier diffu-

sion [1]].

An important factor is the laser fluence. Fluence is defined as the deposited energy
per surface area. The laser crystallization can begin if the laser fluence is close to the

crystallization threshold energy of the specimen. The laser fluence can be increased
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up to an extend by considering the hydrogen content (in case of PECVD deposited
a-Si) and sample thickness so that the pc-Si grains are formed [|1]. Usually, for this
purpose hydrogen depleted a-Si is preferred as a starting material for laser crystal-
lization and also it is well suitable for a single-laser pulse. If a-Si:H is used as a
starting material, it can be problematic. When a-Si:H is liquefied during the LC pro-
cess, it decomposes in H, gas and H-poor Si causing ablation of the Si [1]]. Before
LC process, a pretreatment process of lowering H content is a good start. In order to
combine the advantages of high mobility of pc-Si with the light sensitivity of a-Si:H,
the method laser dehydrogenation and crystallization was introduced [30]. With the
increasing laser fluence the temperature of the silicon film increases up to a tempera-
ture of 1510 K until the complete melting is reached and then the excess laser energy
causes heating of the liquid silicon (1-Si) to temperatures of about 2400 K [1]]. Values
of the laser fluence needed for complete melting of Si result in pc-Si grains and this
laser fluence range is known as super lateral growth (SLG) regime [1,31]. However,
this regime has very narrow laser fluence window where pc-Si can be obtained with
average sizes of up to a few micrometers [31,32]. After threshold laser fluence is ex-
ceeded by increasing laser fluence, the grains, which are induced by individual pulses,
also increase in size to a point at which the average grain size radii are almost equal
to the thickness of the Si film [31,33]. However, a further slight increase in the laser
fluence causes a dramatic reversal in grain sizes, causing them to decrease , such that
the growth of the crystallites are reversed and the film ends up to be made of finely
grained pc-Si microstructures [31]. The growth of the grain in the SLG regime cor-
responds to the liquid phase regrowth from the discontinuous and small solid seeds
which are never fully molten and the enlargement of the grains can be provided by
lower quenching rate, which in return provides more time for lateral growth to take
place before undesired nucleation intervenes [31]]. This issue can be managed by
increasing the temperature of the substrate up to some extent. After the complete
melting, slight increase in the laser fluence sustains the melting. 1-Si cools with a rate
of more than 10'° K/s until the nucleation temperature is reached [1]. This supercool-
ing (undercooling) of 1-Si is above the melting temperature, i.e., that exceeds 200 K
more than the melting temperature and a temperature increase takes place due to the
latent heat release upon spontaneous nucleation and recrystallization to fine-grained

pc-Si structures [34]. It should be noted that pc-Si melts at about same melting tem-



perature of bulk c-Si where on the contrary, the measured melting temperature of a-Si

is lower by approximately 140 K [34]].

The increase in the Gibbs free energy difference is the driving force of crystallization
at a temperature which is 230 K lower than the equilibrium melting temperature of

c-Si, so that 1-Si undercools and nucleation temperature is reached at that point [|1].

Melting and solidification are sustained by heat and mass transport which can occur
by heat conduction and/or diffusion in the liquid phase. In order to examine the
phase transformation of silicon, the dynamics of phase changes should be studied
by considering liquid, amorphous and polycrystalline phases. For this purpose, the

phenomenon of explosive crystallization is investigated in the following section.

2.1.1 Interface dynamics of crystal growth

Measurements of the free energy revealed that the a-Si should melt at a temperature
several hundred degrees below the c-Si [35]. When the laser irradiation impinges
on the a-Si layer, the low laser fluence melts a thin a-Si layer. As this 1-Si begins
to solidify in the form of pc-Si, the latent heat becomes released and that raises the
temperature of the solidified pc-Si to values above the melting temperature of a-Si
(T,), so that the peripheral a-Si regions start to melt. The 1-Si region becomes under-
cooled with respect to the pc-Si region; hence, 1-Si resolidifies as finely grained pc-Si
again [35]. This thin liquid layer of Si is supposed to propagate due to the released
latent heat through a-Si regions, i.e., this 1-Si region mediates an explosive crystalliza-
tion [35]]. The self-sustaining feature of the explosive crystallization is quenched by a
loss of energy that is required to increase the temperature of the solid a-Si in front of
the 1-Si region to T,. Due to the thermal conductivity difference between the a-Si and
c-Si, explosive crystallization can continue through the amorphous-crystal interface
at low laser fluences before being affected by thermal conduction into the underly-
ing substrate [35]. As the laser fluence is increased, large-grained pc-Si structures
emerge at the surface and grow at the expense of fine-grained pc-Si and a-Si regions,
until they both vanish [36]]. It was suggested that explosive crystallization is triggered
by the rapid pc-Si nucleation in highly supercooled I-Si at/near the highly supercooled

1-Si/a-Si interface [37]]. To understand the theory of the interface dynamics, the rate
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equations for the velocity of interface must be considered [38]. The transition rate at
which the atoms of silicon leave the liquid phase to the solid phase, K, is so called
the forward transition rate; conversely, the transition rate from the solid phase to the
liquid phase, K sl is considered as the backward transition rate. In case of K = K,
there is thermodynamic equilibrium in which no motion of the liquid-solid interface
takes place. During the solidification process, the melt front turns into solid with a
velocity of v [39,40]. The phase transformation diagram is provided in Figure
It can be seen that, the velocity of the interface, v, can be written as follows: if the

liquid to solid transformation takes place under the condition of K > K*,

v=K"*— K (2.1)
In the case of K'* < K*, the velocity of transformation from solid to liquid phase is
in backward direction.

The rates of transformations are usually given as follows [39]],

Ko = Cioe (a8 ko) 2.2)

Ko — C«sle(fAHSl/kBT) 2.3)

where kp is the Boltzmann constant; AH' and AH*' are activation energies required
to transform [ — s (liquid to solid) and s — [, respectively. The relation of these
activation energies to L. is given as L, = AH" — AH®" which is the latent heat of
the phase change (see Figure [39]. The factors C'* and C*! are the constants that
are related to the entropy of the phases [41].

By substituting Equations (2.2)) and (2.3) into Equation (2.1)) the interface velocity, v,

is found as

o= K |1 = (Cjcte)e(Le/keT) , (2.4)
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where the expression C'*! /C'$ can be written as

cotyote = o(Le/kaTe) (2.5)

Here, T, denotes the melting temperature of the crystalline phase since the complete
crystallization is considered here (as opposed to amorphization). If the change in the
Gibbs free energy (AG = AH — T AS) upon crystallization is zero at T, the term
L. becomes equal to AS.T, , so that Equation (2.1)) becomes

v=K" {1 - e(—ASJTC—T)/’“BT)} : (2.6)

If the temperature of the interface, 7;, is measured and the undercooling degree,

AT; =T, — T; is determined, then the velocity can be evaluated [[39] as

v=K* {1 — e(-zeary <kBTcTi)] . 2.7)
Here, it is worth to mention that the quantity L./(kgT,) is determined to be a value
of 3.62 for Si in Reference [39].
In order to simplify and convert Equation (2.7) to a more general expression, it can be
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modified as in Reference [41] by replacing K*' and T, with Cle(_Q/ (kBTi) and T,

respectively such that it becomes

Yy — Cle(—Q/(kBTi) | — o(~LeaT/(kpT.yT) _ 2.8)

Equation (2.8)) is the kinetic condition at the moving boundary (the interface response
function) and can be considered as in the case of a nonequilibrium (nonisothermal)
condition [42]]. Here () is the activation energy for self-diffusion in liquid, C} is a
constant related to the material and 7., is the temperature of the equilibrium phase

transition.

This theory can be considered quite reasonable to describe the heterogeneous trans-
formation of silicon qualitatively [43,44]. Computer simulations and experimental
results show that the velocity of the interface takes a value between 10-20 m/s me-
diated by a thin layer, which culminates in crystal growth by supercooling below the

depressed melting point of c-Si [35,37,43,44]].

2.1.2 Laser induced phase transformation

The laser induced phase transformation begins with an optical process and light-
mater interactions dominate this process vastly. There are two dominant processes in
semiconductor-light interactions which can be so-called dielectric-like and metallic-
like in accordance with the nature of absorption of the light energy [45]. The interac-

tion mechanism can be given mainly under 4 interactions as follows [45,146]:

e Dielectric interaction: hrv << E,
In this interaction, only direct excitation of lattice vibration by absorption of
light with photon energy hv which is well below the band gap energy, F,, takes
place, while ignoring multi-photon processes and the absorption by impurities.

This results in generation of coherent hypersonic phonons [45].

e Metallic interaction: hv < £,

In this interaction, excitation of free or nearly free carriers start to take over the
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process, while ignoring multi-photon processes and the absorption by impuri-

ties again. The energy is transferred in the form of heat to the lattice.

e Induced metallic interaction: hv > E,
In this interaction, free carriers are generated by absorption of light by valance
electrons where electron-hole pairs recombine through nonradiative transitions
and transfer the energy in the form of heat [45,46]. The time of nonradiative

transition is longer than the case as in a semiconducting interaction.

e Semiconducting interaction: hv > F,
In this interaction, electron-hole excitation occurs by absorption of light, of
which recombination lifetimes are sufficiently short; moreover, the nonradia-
tive transition time is short. The absorbed energy by the free carriers (viz.
equilibrium or nonequilibrium carrier densities are less than the absorption in

semiconductors.) is transferred in the form of heat [45]].

Besides of these aforementioned mechanisms, ion-implanted materials can be con-
sidered differently. The ions in the processed semiconductors can change the nature

of the light absorption dramatically [46].

In order to discuss the previous mechanism, we proceed with the fundamental light-
matter interaction and heating. There are two main optical processes taking place
in heating of semiconductors. First, the reflection of light from the surface of the
material, which determines how much energy can enter the specimen and second, the
absorption of light energy, which decide where and how much of the light energy is
transferred to the material [1]]. For a homogeneous optical medium the Beer-Lambert

Law states

I(d) = Iet=® (2.9)

where [ is the intensity of laser energy after the light propagates through a material of
thickness d, which has an optical absorption coefficient, o, and the incident intensity
of light just before entering the material is /y. It should be noted that a dramatically

steep increase in temperature and inhomogeneities in the material alter the refractive
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index, n and the extinction coefficient, k. Therefore, o changes within small space in-
tervals inside the semiconducting material [1]. In Equation (2.9), the reflection is not
considered. However, a more general way of considering an optically inhomogeneous

medium and absorbed light density can be expressed as

D

I(D)=(1- R)loe<—fo awDi) (2.10)

where R is the Fresnel reflectivity of the medium, and o depends on the position
along the depth of the material, x and temperature 7" where D is the thickness of the

irradiated layer [1,47].

Now it can be discussed how the heating of the thin film occurs. The absorption of
the light energy starts by means of electron excitations, e.i., the excess energy de-
cays in time of the order of 107!2 s’ by collisions with thermal vibrations and free
electrons [48]. The absorbed light energy is converted into local heat, which can
diffuse through a few hundred nanometers of material in a time interval of 10~1°
s [48]]. This absorbed light also causes interband and intraband transitions which re-
sult in formation of dense and hot electron-hole plasma [49]. The carriers diffuse,
recombine and transfer their kinetic energy to the lattice where it is worth to mention
that the electron-hole recombination time is between 10~ 's and 10~%s [46,49]]. The
laser light energy is transferred to the lattice within a depth determined by the carrier
diffusion rather than the absorption coefficient of the semiconductor at the high exci-
tation rate during the laser irradiation [46]. Under these circumstances the absorption
process becomes non-linear due to the contribution of produced carriers and the tem-
perature dependent light absorption of the material [49]]. Besides, the reflection of Si

which increases by a factor of 2 plays a crucial role when it melts [46].

A nonequilibrium (nonisothermal) model can be proposed in order to construct a
more adequate physical point of view for the description of a dynamic process [42].
For simplicity, one-dimensional Stefan’s model (Josef Stefan, 1889) can be used to
constitute the basis of a differential equation to describe the heat conduction in both

the solid and liquid phases. This differential equation includes a source term that
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emerges due to the absorption of the light energy, i.e.,

G0
Pl ~ o

(Ki?)JrSi(x,t) i=lLpeash (10
A

where, p is the mass density, c is the specific heat, 7' is the temperature, K is the ther-
mal conductivity, .S is the source term, and = and ¢ are the space and time variables.
The index 7 denotes the phases of the material such as liquid (/), polycrystalline (pc),
amorphous (a) and substrate (sb). There is an interesting feature of metallic liquid
silicon such that the density of 1-Si, p;, at melting temperature is ~ 10% higher than

that of the solid Si, p,. at room temperature [S0].

The physical process begins with the absorption of the light energy and heating of
the material. The solid material is heated without a phase transition until the surface
reaches a temperature that is high enough to initiate the melting of the film [51,52].
After a while the liquid layer begins to solidify as fine grain pc-Si forms and the
latent heat releases during this re-solidification [52]]. The latent heat of a-Si, L,, can
be almost 60% of the latent heat of the c-Si, L., i.e., L, ~ 0.6L. [46] that has an
important impact in the laser crystallization. It should also be kept in mind that the
a-Si melts at several hundreds degrees below (= 250 °C) the melting temperature of
c-Si [35]]. The a-Si regions begin to melt due to the latent heat release and the rapid
cooling and severe supercooling of the liquefied a-Si with respect to c-Si regions
results in nucleation of fine grained pc-Si [53]]. The nucleation temperature can be

deduced by

T
/ o(T)dT = xAH,, (2.12)

where 7,, and 7; are the temperature of nucleation and the temperature of 1-Si during
the normal solidification, ¢; is the temperature dependent specific heat of 1-Si,  is the
volume fraction of solid Silicon present after recalescence, and AH,, is the enthalpy

of solidification [53]].

Due to excessive latent heat, the rise in temperature makes the liquefied layer propa-
gate through the amorphous regions and the phase transition spread rapidly through

the amorphous material and hence, it is called the “explosive crystallization (EC)*
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[52]]. It should not be presumed that the evaporation does not occur in this phe-
nomenon; on the contrary, the evaporation from the surface of the Si film can cause
significant differences for higher energy densities whenever the surface temperature

reaches the boiling point of Si [54].

The explosive crystallization has a nonequilibrium property. Eventually, the Stefan
problem turns into a nonequilibrium process with four phases (i.e., I-Si, pc-Si, a-Si,
and Si vapor) and three moving boundaries (i.e., liquid/vapor interface, pc-Si/I-Si and

pc-Si/a-Si interfaces) [S1].

Before defining the heat balance for the interfaces, let’s define the volume source

term [52] (see Equation (2.10)) arising due to laser irradiation in Equation (2.11))):

Si@, 1) = [1 — R(t)a(x) Io(t)e o amin) 2.13)

where () is the power density (power per unit area) due to the laser pulse intensity
profile at the surface of the layer, a(x) is the optical absorption coefficient at the
position =, R(t) is the reflectivity depending on time (as well, it can be written as
temperature dependent.), Z(t) is the time-dependent position of the surface of the Si
layer (or the liquid/vapor interface). The heat balance condition at the liquid/vapor

interface can be written as
dZy oT " 4
piL,— = K| (—) —eo(T, —1T. , (2.14)
dt Ox Zo(t)+ ( ’ )

where L, is the latent heat of evaporation for silicon, € is the emissivity from the liquid
surface, o is the Stefan-Boltzmann constant, 77, is the temperature of liquid/vapor
interface, and 7, is the ambient temperature [51|]. The dynamics of evaporation in

vacuum can be expressed as

iz 1 [ M . . _
220 _ TS x 10~ (A/Tz)+B 2.15
&t~ p\ 2w, % ’ ’ @15

where R, is the universal gas constant, M is the molar mass, and A, B, C are con-

stants determined experimentally [52]].
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The heat balance condition on the pc-Si/l-Si interface and the kinetic condition can

be expressed, respectively as

A OT. oT,
ppell c—ch( ) —m(— : (2.16)
P TN 0 ) g, 0 ) 24(0)-
dz
d—; =C\(Tz, — Tpe) (2.17)

where L, is the latent heat of melting of pc-Si, Z; (t) is the position of the pc-Si/I-Si
interface, 17, is the temperature of pc-Si/l-Si interface, C is a constant, and 7). is

the equilibrium melting temperature of pc-Si [S1].

For the explosive crystallization front the heat balance condition and can be written ,

respectively as

A T T
paLEC’& = Kpc (%> — Ka (a a) s (218)
dt ox ), ) ox ) , ()
dZ
— = Co(Tz ~Tec) 20 (2.19)

where Lgc is the latent heat released during the EC process, Z5(t) is the position of
the EC front, 7%, is the EC front, (5 is a constant, and Tz is the equilibrium crys-
tallization temperature [52]. The velocity term dZ,/dt is taken in positive direction
customarily since the transition occurs from a-Si to pc-Si. The latent heat released

during the EC is also given as

Lgc = Ly — Lg . (2.20)

The term L is the difference between the latent heat of crystallization and the latent

heat of melting of a-Si at the propagating interface of EC [52]].

17



In order to compute the aforementioned equations, the boundary conditions and initial

conditions can be defined as follows [51]],

OT(D,t) _ 0 221)
ox
T(z,0) =Ty , (2.22)
ZO<O) = Z1<O) = ZQ<O> =0 ) (2.23)

where D is the thickness of the sample, 7} is a constant temperature of the sample

and z is defined in [0, D).

Simultaneous computation of these equations can lead to predict the evolution of the
EC of Si layer over a specific substrate. In order to attain a more detailed perception,
the heat accumulation due to successive pulses on the surface should be considered.

In this respect, the overlap of the pulses is discussed in the next chapters.

2.2 Line focus scanning optics

The line focus optics are designed and mounted under the scanning optics of the laser
marking system. This line focus system is constructed in order to form a line shaped
focus on the surface of silicon films. This enables to scan larger areas with a single

pulse of laser irradiation. Diagram of the line focus optics is shown in Figure [2.2

In Figure [2.2| the laser beam impinges on the scanning (galvo) mirror and is reflected
to the telecentric F-Theta (Fy) lens set. The telecentric Fy lens makes the beam fo-
cused perpendicularly on a surface which is intended to be processed. This beam
always perpendicularly impinges on the surface during the movement of the galvo
mirror. By scanning the cylindrical lens through its own symmetry axis the laser
beam is always normal to the surface. The optical property of the cylindrical lens
the beam is expanded in one direction and it is perpendicular to the symmetry axis

of its own. The curved side of the cylindrical lens faces to the Fj lens set in order to
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Figure 2.2: Line focus optics

diminish the aberrations caused by the cylindrical lens. The equivalent optics system

can be calculated by matrix method as follows,

hy h,
= T.R.TyRy . (2.24)

ar a;

Equation (2.24)) is written as a matrix that constitutes of translational and refraction
matrices of the cylindrical and the telecentric Fj lenses and designated as 7., 7, and
R., R, respectively. Where h; is the distance where the beam radius covers when
the beam axis and the lens axis coincide and «; is the convergence angle between the
axes of the converging beam and the lens. Where iy and o are the final distance
of the beam edge from the optical axis and the divergence angle of the beam borders
at the position where the beam impinges, respectively. The equation can be written

explicitly as follows,

hy 1 z 1 0| |1 fr—= 1 0| |h
= . (225
ay 0 1| |-1/fc 1| [0 1 —1/fs 1] |0
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Equation (2.25)) shows that the laser beam converges to the Fy lens from the galvo
mirror parallel without any angle between the beam axis and the axis of the £y lens
where f. and fy are the focal distance of the cylindrical lens and the Fy lens respec-
tively. In Equation the dependent variables are given as x and hy where x
determines the distance of the cylindrical lens from the surface where the focal point
of the Fy lens is fixed and the length of the line focus can only be changed by chang-
ing the position of the cylindrical lens and /s determines the length of the line focus

on the surface. If the above equation is calculated the matrix becomes,

hy| | —hia?/(fefo) . (2.26)

OZf _hz(fc+x)/<fcf9)

By using Equation (2.26)) the length of the line focus, /, or the distance of the cylin-

drical lens from the surface, x, can be written in terms of each other as follows,

2h;

_ Lo
5 = 2h,;l . (2.27)

X

| =

Here [ or x can be parameterized with respect to each other.

2.3 Analysis of crystallinity

Raman spectroscopy, electron backscatter diffraction (EBSD), X-ray diffraction (XRD)
and scanning electron microscopy (SEM) methods are employed in order to deter-
mine the crystallinity of silicon in general [56H65]]. Not only are the aforementioned
methods able to define the crystallinity of Si but also they can provide crystallization
degree of the material quantitatively. However, the Raman spectroscopy and EBSD
analysis have superior features over XRD method. Raman spectroscopy has ability
to focus on areas with sizes in the order of several hundred nanometers and this tech-
nique is capable of determining magnitudes of stresses over the crystalline grains with
a great precision [58,/60-62]]. The method of EBSD reveals orientations and sizes of
the crystallized grains even for the crystallites of nanometer size [6,7,24,26]. So

as to be more precise, the crystallinity analyses are done by means of micro-Raman
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spectroscopy and EBSD method in this study and the measurements are acquired not

only with qualitative results but also with quantitative results.

The crystallinity of the LC processed regions are checked by Raman spectroscopy by
which the tensile stresses over the crystal grains are found. The domain orientations
of the crystallized regions are analyzed by EBSD and the bending/twisting effects

over the elongated laser crystallized regions are shown in Chapter 4]

Here, a brief information is necessary to understand the Raman spectroscopy. When
light impinges on a surface and gets scattered from that surface, almost all of the scat-
tered light undergoes an Rayleigh scattering process, i.e., an elastic process. Nonethe-
less, a very small amount of scattered light is subjected to an inelastic process. Hence,
this scattered light has different energy from the incident one. The measurement of
Raman effect is utilized here. The Raman effect is an adequate phenomenon in order
to identify the materials and their morphology (see Figure [2.3). Measuring Raman

shift of a material gives an intrinsic signature of that material.

;Cr_ystalline Silicon

| Evolution of Crystallization |

| Amorphous Silicon |

540 520 500 480 460 440 420 400 380
Raman Shift (cm™1)
Figure 2.3: Raman Spectra of Silicon

The equation of the Raman shift can be written in terms of the wavelengths of the

excitation and scattered lights as in Equation (2.28]).

(2.28)

1 1
V= — — —
Ae A ’
where v is the Raman shift, ). is the excitation wavelength of the light, which is the
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incident light and ), is the wavelength of the scattered light from the surface.

The reason of calculating the Raman shift as wavenumber is that there is a linear
relation with energy and makes the form of the Raman spectrum independent of ex-
citation wavelength [[66]]. For example, the Raman peak of crystalline silicon always
appears at a wavenumber of 521 cm™' whatever excitation wavelength is used. How-
ever, if the horizontal axis of the graph in Figure [2.3]is replaced as the wavelength,
the Raman peak of silicon appears at 547.14 nm when 532 nm excitation is used and

818.41 nm with 785 nm excitation [66].

In addition to the analysis on Si crystallinity, the surface roughness of the LC pro-
cessed Si regions are examined via atomic force microscopy (AFM). The AFM has
ability to acquire topographical maps of surfaces with nanometer resolution spatially.
Basic of the AFM is to measure forces between atoms or/and molecules with pico-

newton precision.

The secondary ion mass spectroscopy (SIMS) measurements are performed via TOF-
SIMS 5 [67], which provides a full depth analysis via bombarding target regions
by primary ions of keV energy and part of this energy is transferred to the surface
allowing surface molecules or/and atoms to overcome the surface binding energy.
The emerging secondary ions from the surface with different atomic masses arrive
to the detector with different velocities which correspond to different times of flight
required for traveling from the target region to the detector. The variations in time of
flight (TOF) of the different weighted ions allow to determine the elemental analysis
of the target. This technique is a destructive method which leaves a crater on the target
surface. The target surface is scraped off layer by layer that allows depth profiling of
the examined material. The scraping time and types of the removed materials are
recorded on the device memory. Concentrations of the various ions are recorded with
corresponding counts which are proportional to the concentrations of that different
ions during the ongoing measurement. If a thin film on a specific known substrate is
analyzed by the TOF-SIMS and the thickness of the film is known, the process time
of the TOF-SIMS can be made to coincide with the thickness of the thin film.
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CHAPTER 3

EFFECTS OF INTERMEDIATE DIELECTRIC LAYERS ON LASER
CRYSTALLIZATION OF AMORPHOUS SILICON FILMS

3.1 Overview of laser marking systems

Two types of laser marking systems are used in this study; these are namely EO Tech-
nics SuperMarker GF311 and FiberLast Flast-NanoMARK 50W marking lasers (see
Figure . These laser are diode pumped MOPA lasers with Ytterbium ion (Yb3*)
doped fiber amplifiers. The technical specifications of the laser marking systems are
given in Table[3.T]and [3.2]respectively (The specifications are supplied by the manu-

facturers).

(a) EO Technics SuperMarker GF311 (b) Flast-NanoMARK 50W

Figure 3.1: Laser marking systems

Before employing the laser markers for crystallization of Si thin films, the specifica-
tions of these systems are tested and real laser and optical parameters are determined.

These parameters are specified throughout the dissertation in detail. Some modifica-
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Table 3.1: EO Technics SuperMarker GF311

EO Technics SuperMarker GF311

Wavelength 1064 nm

Max. Average Power @ 1064 nm 30 Watt

Pulse Width 200 ns

Scan Optics CVI FTL-1064-254

Table 3.2: Flast-NanoMARK 50W

Flast-NanoMARK 50W

Wavelength 1064 nm

Max. Average Power @ 1064 nm 50 Watt

Pulse Width 40 ns - 500 ns

Scan Optics SCANLAB 112847

tions are made on the laser marker, Flast-NanoMARK 50W, under the supervision of

the manufacturer firm.

3.2 Preliminary studies over laser crystallization

Having determined the laser and optical parameters of the laser marking systems
via several measurements, the crystallization of Si thin films are studied. For the
consistency of experiments the parameters of both of the laser marking systems are
measured meticulously. The power output levels and pulse widths of both lasers
are measured via the thermopile detectors (viz. Newport 818-020-12, High Power
Detector and Thorlabs S322C) and the fast silicon detector (viz. Thorlabs DET10A),

respectively.

3.2.1 Determination of crystallization and damage thresholds with spot focus

scan

Firstly, intrinsic amorphous silicon (i-a-Si) film is coated on a glass substrate, Schott
AF 32 Eco, with a thickness of 1.1 mm via electron beam (e-beam) deposition tech-
nique. No buffer layer (intermediate dielectric layer, IDL) is used between i-a-Si

thin film and the glass substrate. The crystallization is processed via the nanosecond
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pulsed laser (EO Technics SuperMarker GF311) at the wavelength of 1064 nm (see
Figure[3.2)).

Figure 3.2: Laser crystallized lines over i-a-Si thin films of 650 nm

Black region is the i-a-Si film and the orange dotted and solid lines are the laser

processed regions. The scan parameters are given in Table[3.3]

Table 3.3: Scan parameters of the laser marking system

Line Number Av. Power Rep. Rate Vs Pulse Overlap

(#) (W) (kHz)  (mm/s) (%)
1 0.44 30 1923 No Overlap
2 0.44 30 2060 No Overlap
3 1.67 70 2060 51
4 1.67 75 2060 54
5 0.44 30 1373 24
6 0.44 30 1648 8

The laser irradiated with a Gaussian beam on the surface of the film with a diameter

of ~ 45pm. The laser optical parameters are given in Table[3.4]

Table 3.4: Optical parameters of the laser marking system

Line Av. Power Pulse Energy Peak Fluence Av. Fluence

(#) (W) (1d) (J/em?) (J/em?)
1 0.44 14.7 1.84 0.92
2 0.44 14.7 1.84 0.92
3 1.67 23.9 3.00 1.50
4 1.67 22.2 2.80 1.40
5 0.44 14.7 1.84 0.92
6 0.44 14.7 1.84 0.92

Note that in Figure [3.2] Table [3.3] and [3.4] include 6 lines which are laser processed
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and some of the lines have the crystalline region illuminated with different overlap
percentages. This is to show how the overlapping and non-overlapping pulses look
macroscopically on the surface of the films. In the following, the structures which are
illuminated with different optical powers are discussed. There are some information
about the structures, not included previously in Figure 3.2] Tables [3.3|and [3.4] Their

details are given separately.

The microscope images of the lines 1 and 4 are investigated and there is no damage

observed (See Figure [3.3]and [3.4).

Figure 3.3: Microscope image of Line 1

The scan direction of the laser beam is vertical with respect to the figures orientation
and the paper. The crystallization did not occur below the peak fluence of 1.84 J/cm?.
Here for the simplicity it seems to use the peak fluence values instead of the average
fluence values. The peak fluence values can be converted into the average fluence by
simply dividing by 2 and it customary to use peak fluence while considering the spot
focus illumination with a Gaussian beam profile. In Figure[3.4] it is clearly seen that
the spot focuses are overlapped up to some extent. The crystallized spots are stretched
vertically in the direction of scan. While the laser beam is moving in some direction
in the time pulse duration, the trace of the laser pulse continues and leave trace in that

time interval. The individual laser pulses produce elliptical traces on surfaces and the
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Figure 3.4: Microscope image of Line 4

eccentricity of those ellipse increases with increasing speed of the scan. Damages
on the film surface appeared when the peak fluence exceeded the peak fluence of 2.8
J/em?. Figures and [3.7| show the damage occurrence on the film of 650 nm

1-a-Si.

h&_@' S - a-SI *.L:ﬁ

Figure 3.5: Damages appeared at the center of the laser crystallized region, micro

crystalline silicon (yc-Si).

The damage emerged at the center of the crystalline silicon (uc-Si) films where the
peak fluence can exceed the damage threshold energies at the very first. In Figure
[.7] the glass substrate can be clearly seen at the center of the laser mark. The Si
film is totally removed by the excessive amount of energies. The peak fluences that
applied to the surface of 650 nm i-a-Si film without any buffer layer between the glass

substrate and a-Si layers. The thermal properties of various buffer layers and different
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Figure 3.6: Damaged regions started to melt down and the uniform crystalline regions

circumscribed them with increasing radii.

923 uh™

Figure 3.7: The damaged structures on Si films without pulse overlap

substrate materials exhibit different effects on the crystallization of a-Si films. The
applied peak fluences differ with varying thicknesses of a-Si films. It is worth to
mention that the achieved crystallized regions should be checked via micro-Raman
spectroscopy before moving on. The Raman spectroscopic analyses of the observed

regions mentioned previously are discussed in the following section in detail.

3.2.2 Raman spectroscopy and EBSD analyses

To be sure of that the crystallization occurs after laser process, the Raman spec-
troscopy should be done. The Raman spectroscopy system is Horiba-JobinYvon
iHR550. During the Raman measurements a grating of 1800 grooves per millimeter
is employed. In order to check the green laser illumination impinging on the perti-
nent crystallized regions, a microscope objective is employed. Before and after the
Raman measurements, a bulk mono-crystalline silicon (c-Si) wafer is used in order
to check for calibration of Raman spectroscopy system. The Raman peak signal of

c-Si at room temperature (RT) is considered at the wavenumber of 521 cm™ and the
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wavenumber datum are shifted how much the measured Raman peak of c-Si shifted.
The wave number 521 cm™ is taken as a standard value so as to be consistent through-
out the research. The full width at half maximum (FWHM) of the Raman peak of the
c-Si wafer can vary through the research and at highly dependent on the ambient con-
ditions so it is not set to a specific value in the thesis and the FWHM value of the c-Si
is considered and compared with corresponding measurements whenever the Raman
spectroscopy is done. To begin with the threshold trails, here the Raman Signal of
Line 1 and 4 are given in Figure 3.8

100 T Line 1
9 | - - - -Line 4
— Ref. c-Si

80 | o
70 -
60 -
50 |

40|
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Figure 3.8: Si Raman spectra of Line 1 and Line 4

The analyses showed that the peak of the Raman signal of the reference c-Si is at
521 cm™ and the FWHM of that is at ~5 cm™!. The calibration for the shift of the
peak could have been done easily; however, the calibration or manipulation over the
FWHM values, which are found, are left as they are. The FWHM values of the Ra-
man signals throughout this work are discussed separately i.e. per experiment. The
Raman signal peak of Line 1 is at 516.9 cm™!; the FWHM is 6.9 cm™! and the Raman
signal peak of Line 4 is 516.9 cm™'; the FWHM is 6.0 cm™'. By looking the shift
of the Raman peaks of Line 1 and 4, tensile stress occurs over the structures. The
crystallinity of these structure can be deduced by considering the FWHM of the Ra-
man signals. The FWHM values differ from each other that shows the crystal quality
of Line 4 is better than that of Line 1. To compare the crystal qualities of Line 1

and 4 quantitatively, EBSD should be used. By means of EBSD method, the crystal
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orientations and grain size of the crystals over the surface can be compared compre-
hensively. Figure [3.9)and Figure [3.10|show the SEM (ZEISS EVO HD15) images of
Line 1 and 4; Figure[3.1Tp and [3.11b are the corresponding EBSD (AMETEK EDAX

EBSD Device) images, respectively.

Figure 3.10: Colored SEM image of Line 4

SEM images of Line 1 and 4 are taken in order to observe detailed examination of

the formed crystalline structures. In Figure [3.9]and Figure [3.10]the crystalline marks
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of the laser pulses are seen clearly. Topography of the laser processed surfaces have
more roughness than the non-processed regions. However, these analyses do not con-
tain quantitative information. To provide quantitative information, an AFM (Nano-

Magnetics Ambient) is used for roughness analyses.
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Figure 3.11: EBSD images of a) Line 1 and b) Line 4

As it is seen in Figure [3.11] there are nano-crystalline silicon (nc-Si) grains which
are formed in both circumstances. In Figure 3.1Th, nc-Si grains are smaller than
in Figure [3.TTb. As previously discussed, the Raman spectroscopy shows that Line
4 exhibits more crystallinity than the Line 1 does when the FWHM of the Raman
signals are compared. Line 4 has larger grains accumulate at the right side of Figure
B.IIb. As the grains increase in size, FWHM of Raman Signal of Si gets narrower.
The observations above also proves this statement and shows the correlation between

the grain size and FWHM of Raman signals.

3.2.3 Macro structural trials

In this section, it is tried to construct macro-sized structures with the spot focus scan-
ning. In order to form macroscopic structure on the a-Si film, concentric circular
patterns are drawn and the circular lines are separated by a distance of 40m and the
maximum diameter of the circle is 3.3 mm. The limitation stemming from the galvo
scanning system of EO Technics SuperMarker GF311 a wicker basket base shaped

patterns are formed at vicinity of centers and the patterns are not circular exactly, they

are polygons (see Figure [3.12).
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Figure 3.12: a) Demonstration of pulse overlap and b) Overlap of successive circular

patterns. ¢) Produced macro structure with a diameter of 3 mm.

Figure 3.13: Macroscopic structures processed by spot focus

In Figure [3.13| four round shaped structure are formed and their scan parameters are

given in Table[3.3]

Table 3.5: Laser scan parameters for Figurem

Circle Av. Power Peak Fluence Pulse Energy Pulse Overlap
(#) (W) (J/em?) (1) (%)
C1 1.36 2.14 17 97.6
C2 1.12 1.76 14 97.6
C3 0.65 1.02 8 97.6
C4 0.65 1.02 8 97.6

Even though the circles C3 and C4 have the same laser scan parameters, they are given

separately because both the images of C3 and C4 in Figure[3.13] The only difference
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is the color clarity between them because of the shooting angle of the camera. An
also all the circles (C1-C4) are processed on the same specimen of a-Si thin film.
The film thickness is also 650 nm i-a-Si film and this film is also prepared in the
same condition with the previous specimens, discussed previously. In Figure[3.14]the
microscope images of the crystallized circles are seen. The color of C3 and C4 are
seen a bit different. The cause of the hue and color adjustments of the both images

are done separately in order to highlight the crystalline structures.

Figure 3.14: Microscope views of crystallized circles C1, C2, C3 and C4.

The scan parameters of the C3 and C4 are set the same with each other; therefore, the

Raman analyses of them are done as a single plot which is given in Figure [3.15]

The Raman analyses of the circular patterns are compared with the reference c-Si
again at the same conditions and time interval. The peak position of the Raman signal
of the reference c-Si is at 521 cm™! and the FWHM is about 5.1 cm™!. The peak posi-
tion of the Raman signals are measured as 518.3 cm™, 517.6 cm™! and 517.6 cm™! for
C1, C2 and C3 (C4) respectively. The FWHM of the Raman signals are 5.6 cm’!, 7.5
cm™! and 8.4 cm! respectively. As it seen from the values, the stress over the structure
are increased by the applied laser fluence directly; moreover, the crystallinity can be
said to be improved also by looking the FWHMSs. Having analyzed the crystallinity

of the macroscopic circular patterns via Raman spectroscopy, the EBSD analyses are
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Figure 3.15: Si Raman spectra acquired from crystallized circular patterns

intended and the polishing should have been needed. When the prepared specimen is
subject to polishing, it is observed that the surface of the patterns did not endure and

they are wiped off partially (see Figure [3.16).

Figure 3.16: Damaged crystallized circular patterns via polishing

The mechanical stress caused by the polishing process wipes off the a-Si film and
the crystallized patterns partially. However, the patterns (C1 and C2), formed by
higher laser fluences abode the mechanical stress more than C3 and C4. Especially

endurance of C1 is the highest. As a preliminary deduction can be considered that
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the higher laser fluence which are close the value of damaging fluence forms robust
crystalline structures over glass substrate. This deduction is discussed in the content
of Section [3.3]and the reason of the stickiness of the crystalline structures forms with
the laser fluences near the damage threshold values can be attributed to that bounding
process between the pc-Si and the glass is needed more heat accumulation at the

interface of the layers.

3.3 Laser crystallization of amorphous silicon films on various intermediate

dielectric layers over glass substrate

In this section, different types of buffer layers or Intermediate Dielectric Layers
(IDLs) and their effects on laser crystallization are discussed. Four types of IDLs,
namely SiNy, SiO,, ZnO and TiO, are deposited between the amorphous silicon films
and glass substrates. After deposition procedure, laser crystallization is applied and
crystallization of Si films are examined via Raman and EBSD analyses. Diffusion

and contamination through the crystalline layers are determined by SIMS method.

3.3.1 Preparation of thin films

The designed structure of the specimens are shown in Figure [3.17] The types of the
intermediate layers and the film thicknesses are given in Figure respectively.

The process of the film deposition is given below in detail.

- 650 nm a-Si 650 nm a-Si 650 nm a-Si 550 hm a-Si
650 nm a-Si 30 nm SiN,

a) b) c) d) e)

Figure 3.17: Designed structures in order to investigate the effects of intermediate

layer types on laser crystallization of a-Si thin films

In all of the experiments, Schott AF 32 Eco glass with a thickness of 1.1 mm is used
as substrate. The glasses are cleaned in ultrasonic bath with acetone, isopropanol and

distilled water for 10 minutes in each step. Finally, the glasses are dipped into 10%
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HF (Hydro fluoric acid) solution for 15 seconds and then cleaned with distilled water.
Four different IDLs, SiNy, SiO,, ZnO and TiO,, are deposited prior to a-Si deposi-
tion. SiNy deposition is carried out by a PECVD system in which, decomposition
of ammonia (NH3) and silane (SiH4) precursor gases with a ratio of 1:2 NH3/SiH,
is used. It is worth to mention that all of the used PECVD deposition gases (Linde
and Air Liquide) are of 99.999% purity. The gas pressure is kept at 1.3x10? Pa, and
the substrate temperature (T) is kept at 200 °C. The final thickness of the SiNj is 30
nm. Si0O; is deposited by reactive sputtering technique (Vaksis NanoD) with a fused
silica target (99.995% purity, Kurt-Lesker). The gas pressure is kept at 0.53 Pa and
a ratio of Ar to O, is kept at 30. Substrate is not heated during the film deposition.
The final thickness of the SiO, is 30 nm. TiO, layers are deposited by atomic layer
deposition (ALD). At the system pressure of 30 Pa, the flow rate of the precursor
N; is 20 sccm whereas the pressures of the precursors for O, and Ti are 50 Pa and
40 Pa, respectively. The substrate temperature is at the temperature of 130 °C; 550
ALD cycles are undergone. The cycles proceeded as follows: 15 ms for Ti precursor
(Tetrakis(dimethylamido)titanium TDMAT, Sigma Aldrich 99.999% purty) injec-
tion, 15 s for purge; 15 ms for O, injection, 15 s for purge consecutively. The final
thickness of the TiO, is 30 nm. After the buffer layer processes are accomplished,
a-Si thin film 1s deposited onto each IDL. E-Beam evaporation is used for a-Si depo-
sition. Before silicon evaporation, the base pressure of the chamber is 2.66x107 Pa
and during the deposition the pressure is kept between 1x10™* Pa and 6.6x10”° Pa. The
substrate temperature is kept constant at 250 °C during the evaporation process and
e-beam current is varied between 100 mA and 115 mA in order to keep the deposition
rate constant at 1 nm/s. Finally 650 nm of a-Si is deposited onto the each IDLs. Addi-
tion to previously prepared specimens, the sample of a-Si with ZnO layer is prepared
as follows: ZnO layer is coated via ALD method once again. ADL is proceeded as
15 ms Zn precursor (Diethylzinc - DEZ, Sigma-Aldrich, deposition systems grade)
injection pulse; 5 s purge with Ny; 15 ms pulse of H,O during 15 s for purging con-
secutively 200 cycles are done at 200 °C  in order to get a thickness of ~35 nm ZnO
layer. Over the layer of ZnO, a-Si layer of 550 nm is deposited by e-beam deposition.
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3.3.2 Laser crystallization of specimens

In this work, a 1064 nm wavelength pulsed laser is employed. The duration of the
pulses are measured as 200 ns via a fast Si photo detector. The value of the pulse
duration is given as the full width at half maximum (FWHM) of the measured pulse
in time. The average power of the irradiation at the surface of the samples, which had
the IDLs of SiNy, SiO,, and TiO, with the a-Si film thickness of 650 nm, is 1.32 Watt
and the scan speed (v;) is set at a value of 114.4 mm/s so as to maintain the pulse
overlap ratio at the maximum value of 97.6% (The corresponding pulse repetition
frequency is 80 kHz). At this scan speed, LC processing of a 1 cm? area takes about
25 s. The effective laser focal spot diameter on the Si thin film is ~ 40um so that
the peak fluence of the laser on the thin films corresponded to a value of 2.63 J/cm?
and the pulse energy is 16.5 pJ. For the sample with the IDL of ZnO layer is scanned
with a different output power. The irradiated average power on this sample is 1.53
Watt. The other scan parameters are the same with the others. The corresponding
peak fluence is 3.04 J/cm? and the pulse energy is 19.1 uJ. The reason of this fluence
change is that the deposited (extinct) energy through the a-Si layer changes with the
thickness of the layer. For the thickness of 650 nm a-Si, the extinct energy percentage
is 33% of the irradiated power on the surface, whereas the extinct energy percentage
for the thickness of 550 nm a-Si is about 29% of that irradiation. In order to fix the
value of the transferred energy to the a-Si surface per pulse, the fluence is increased to
the value of 3.04 J/cm? for the specimens of ZnO IDL. The laser focus is scanned on
the samples in a pattern of concentric rings (Figure [3.18). In addition to the overlap

of successive pulses, the concentric rings also overlap with increasing diameter.

a) b) c) d) e)
Figure 3.18: LC processed samples with different IDLs; a) No Buffer Layer, b) IDL:
SiNy , ¢) IDL: SiO, , d) IDL: TiO,, e) IDL: ZnO. The LC processed regions have a

diameter of 12 mm.

In order to make statistics with experimental data, four more samples are formed for
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each type of IDLS in addition to the ones shown in Figure [3.18] since the fabrication
is prone to variations due to uncertainties in the leveling of the sample substrates, the
jitter in the laser system, etc... All samples are analyzed using Raman spectroscopy in
order to check the consistency of the laser process. In Figure the centers of the
scanned regions exhibit some basket base shapes. Those stem from the limits of the
galvo-mechanical scanning system of the laser marker. In order to ensure uniformity
of the measurements, the Raman spectra are acquired from the outer regions of the
formed disks in order to avoid parasitic contribution from the amorphous areas which

could not be scanned continuously close to the disk center.

3.3.3 Raman analyses of laser crystallized a-Si films

In order to perform an analysis of the crystallinity, Raman spectroscopy is used with
a CW solid state laser at a wavelength of 532 nm as the excitation source. For each
sample, the bulk crystalline Si (c-Si) Raman shift frequency of the phonon peak cen-
ter around 521 cm™! and its Full Width at Half Maximum (FWHM) of each peak
are measured via a 50 cm monochromator ICCD based fiber coupled Raman spec-
troscopy system (Horiba-JobinYvon iHR550) . For the sake of consistency, the Ra-
man peak position of each sample is calibrated with respect to the peak position value
of the reference c-Si which is measured at 521 cm™ with a FWHM of ~3.8 cm™! (see
Figure [3.19). The intensities of all Raman signals are normalized in order to make
comparative deductions for specimens easily. In order to minimize instrumental er-
rors, the spectra belonging to the reference c-Si sample are acquired before and after
measurements of each sample set. Having determined the Raman peak frequencies
and the FWHM values for the same type of specimens, the averages of corresponding

values are calculated (see Figure [3.20).

The Raman peak position of the specimen without buffer layer exhibits a redshift
more than other specimens. This can be attributed to the mismatch of the thermal
conductivities and the thermal expansion coefficients of the glass substrate and laser
induced pc-Si; furthermore, the crystalline grain sizes can also be compared by ex-
amining Figure [3.20| qualitatively. The narrowed Raman peaks for the ZnO and TiO,

samples address a better crystallinity in the processed regions than that of the other
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Figure 3.19: Si Raman spectra of the IDL samples

specimens. In Figure[3.20] it can be seen that the tensile stress decreases for the spec-
imens with SiO,, ZnO and TiO, buffer layers. The variation in the values of TiO,
restrain us to compare it with the values of SiO, and ZnO. It can be deduced the
specimens with Si0,, ZnO and TiO, buffer layers are promising for achieving good

crystallinity by laser induction.

Table 3.6: Thermal conductivities of IDLs

Material Type Thermal Conductivity Mean Grain Size Raman Peak Position

(Wm'K™) (yem) (em™)
Glass 1.16 0.24 517.8
SiN 20-70 0.27 517.5
Si0, 1.14 - 1.31 0.55 518.0
Zn0O 4 (at 1000 °C) - 37 1.01 518.6
Ti0, 6.5-8.5 0.41 519.6

The thermal conductivity of SiN,, changes between the values of 20-70 Wm™'K'!
[68]], is higher than that of SiO, and TiO,. So, that lets the pulse energy to be trans-
ferred through the glass substrate without making up a significant amount of nucle-
ation at the a-Si layer. Nevertheless, the layers of SiO, and TiO, maintain the nucle-
ation at the a-Si layer since they have higher thermal conductivities changes between

1.14-1.31 Wm'K"! [69] and 6.5-8.5 Wm™'K! [70]], respectively) compared to that of
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SiN, and ZnO. Thermal conductivity of ZnO is about 37 Wm™'K"! layers; however,
the thermal conductivity of ZnO layer is shown that it decreases below a value of
4 Wm'K'! at a temperature of 1000 °C with increasing temperature of ZnO nano-
scale structures, and the thermal conductivity depends on temperature strongly [71]].
In these regards, an increase in thermal conductivity does not maintain the heat accu-

mulation on the films and the nucleation of crystallization does not occur efficiently

(see Table [3.6).
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Figure 3.20: Quantitative comparison of Raman spectra
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3.3.4 SEM images of laser crystallized a-Si films

Scanning Electron Microscope (SEM) analyses of the specimens, which correspond
the Raman analyses mentioned previously, are done. The surface structures are shown
in Figure [3.21] below. The inset images show the optical microscope images of the

samples where the Raman signals are acquired.

(e)
Figure 3.21: SEM images of laser crystallized samples with a) no buffer layer; b) the
thickness of 30 nm SiN; ; ¢) the thickness of 30 nm SiO, ; d) the thickness of 30 nm
TiO, ; e) the thickness of 35 nm ZnO.

By examining the image above, it can be seen where some defect and crack forma-

tions occur.
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3.3.5 [EBSD analyses of laser crystallized a-Si films

EBSD images are acquired after the samples are polished and they are randomly

chosen among the laser processed sample sets.

(c) (d)

(e) ®
Figure 3.22: EBSD images of LC specimens with a) no buffer layer; b) the thickness

of 30 nm SiN; ; ¢) the thickness of 30 nm SiO, ; d) the thickness of 30 nm TiO, ; )

the thickness of 35 nm ZnO; f) color code of crystal orientations
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As seen in Figure [3.22] there exists a variation in the grain sizes. The grain size can
exceed 2 pm in length for the samples with TiO, and ZnO buffer layers. Augmen-
tation of the grain sizes can be predicted from the redshift of the Raman peaks. An
inverse correlation between the grain size and the redshift of the Raman peak is ob-
served as in Reference [60]. The decreasing grain sizes address an increase in the
tensile stress over the domains, in which this results in redshift of Transverse Optical
(TO) modes in the one-phonon Raman peak [56.57./59,60]]. The biaxial tensile strain

with an in-plane stress can be expressed as the following [57,58];
Aw =—4.00 (3.1)

where Aw is the redshift (in the unit of cm™) in the Raman peak position of zc-Si
with respect to the reference Raman peak position of c-Si (at about 521 cm™! for this
work), and the tensile stress is given as o in GPa unit. In addition, the stress over the
grains can be compressive as well, i.e., 0 can be negative which results in a blueshift
of Raman peak position [56]]. Accordingly, the tensile stress on the crystal domains

takes values between 0.1 and 0.9 GPa.

In laser induced crystallization process of thin a-Si films, Si0,, ZnO and TiO, buffer
layers between glass substrate and a-Si exhibit better performance than SiNx buffer
layer and no buffer layer in terms of crystallinity quality. This is because these lay-
ers do not facilitate crystal nucleation as dense as the latter cases. Not only are the
crystal grains increased in size with SiO,, ZnO and TiO, buffer layers but also the
crystallinity of LC pc-Si is improved especially for the IDLs of ZnO and TiO, .
Consequently, the tensile stress between the grains could be reduced to some extent
with SiO,, ZnO and TiO, layers. This work provides a quantitative comparison of
the qualities of laser induced crystallization products with and without several buffer

layers.
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3.3.6 Secondary ion mass spectroscopy analyses of laser crystallized a-Si films

LC i-a-Si layers over the different intermediate layers are analyzed via TOF-SIMS.
Analyses of the specimens are shown in Figure On all plots of Figure
[3.23}{3.27] all positive ions reach to saturation levels with considerable noisy values
that can been seen at the right side of the plots. The measured thicknesses of the
crystallized Si layers and the buffer layers allow the scraping time to be scaled to a
proximate depth of the crater. The known ingredients in the substrate, which it is
made of glass, reached a noisy saturation level and did not change much till the end
of the scraping process. The beginning of this saturation level can be labeled as the
overall thicknesses of the films roughly. The plots on a single graph can be compared
consistently; however, the graphs of the different samples are not comparable with
each other. The counts of the ions and the parameters of the different sample analyses

vary from sample to sample.
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Figure 3.23: SIMS analysis of 650 nm LC Si layer without an IDL.
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Figure 3.24: SIMS analysis of 650 nm LC Si layer with 30 nm of SiNy
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Figure 3.27: SIMS analysis of 550 nm LC Si layer with 35 nm of ZnO

The results show that the diffusion of positive ions occurs from the glass substrate
and the buffer layers to the LC-Si regions in order of 10 with respect to the counts of

Si* which are on the order of 10°.
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3.3.7 Transmission and reflection analyses of laser crystallized a-Si films

The 400-1100 nm range spectrum analyses of the specimens with diameters of 12 mm
are investigated. The spectrum measurements are done in order to obtain the total
and/or diffuse transmission and reflection spectra and to determine the absorption
graphs. The samples are placed so that the incident and reflected beams would be at
an angle of 8 degrees. For sake of consistency, the transmission spectra of the samples
are also measured at that angle to calculate the absorption values. The spectra of total
and diffused transmission-reflection are obtained by means of an integrating sphere
mounted before the entrance of a monochromator. The roughness over the sample
surface due to the laser process did not produce specular reflections. The use of a
integrating sphere, it would be ease to compare the reflection spectra; however, the
transmission spectrum still has some flaws due to that rough surface where some of
the incident light gets reflected before entering the integrating sphere. The positions

of the samples are denoted in Figure [3.28]

Chopper

N

Integrating
Sphere

\

Pos. 1 Incident \
Light Collimator

Pos. 2

Wedge

Figure 3.28: Scheme of transmission-reflection spectrum measurement

During the transmission measurements, the samples are placed in Position 1; oth-
erwise, the position 2 is used to obtain the reflection measurements. A mechanical
chopper is used with a lock-in amplifier in order to eliminate noise by modulating
the incident light and the data is acquired in correlation with the modulated incident

beam. While measuring the diffuse transmission and reflection spectra, main trans-
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mitted or specular reflected beams are allowed to exit the integrating sphere so as to
eliminate the contribution of the main beams to the detected signals. In Figures [3.29|
-[3.32] the total transmission reflection and the diffuse transmission reflection mea-
surements are shown. In all spectra graphs, the plots are labeled with respect to the

buffer layer types.
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Figure 3.29: Total transmission spectra
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Diffuse Transmission

Diffuse Reflection

The ratios of the diffused spectra to the total spectra give percentage of haze effect
which is produced by the films. The surface roughness can also be inferred from
this haze by means of a proper model. However, this model is not included in this

dissertation. On the contrary, the surface structures are examined by AFM in the
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following sections in detail. The roughness of the film surfaces are calculated from
those direct measurements. It is worth to mention that the haze effect is minimum for

the samples with no IDL (No Buffer) and SiN.

The thicknesses of the films and the variation in the thicknesses and the refractive
indices can be analyzed by examining the successive peaks at the total transmission

and reflection spectra.

The absorption of the samples are calculated as A = 1-T-R, where A is the absorption,
T is the total transmission and R is the total reflection. The absorption curves are
shown in Figure[3.33]
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Figure 3.33: Absorption spectra

The absorption coefficients of the films can be deduced by analyzing the absorption
curves easily. Fortunately, the absorption of the a-Si films are examined in Section
M.2] The absorption curves are given as a guide in order to compare with the direct
measurement of the Si absorption with respect to the thicknesses of the films. The
absorption of the sample, which has ZnO IDL exhibits lower than the others. This can
be attributed to that the samle, with ZnO IDL, has the less film thick than the other

films besides that sample also has less thick Si film over it.
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CHAPTER 4

INFLUENCES OF SI FILM THICKNESS AND OVERLAP OF LASER
PULSES ON LASER CRYSTALLIZATION

4.1 Improvements of line focus scan

In order to construct the line focus scanning system. 50 Watt pulsed Flast-NanoMARK
50 W laser marking system is employed. The system optics are placed with respect

to the dimensions that are given in Figure {.1]

Beam Entrance Diameter: 7.5 mm

— Fg:163 mm

146 mm —

— Fc:10 mm

17 mm

= Stage Surface

\ﬂ_)

Line Focus with 1 mm of width

Figure 4.1: Line focus system design

If ray optics is considered, the line width of the focus on surfaces of samples will be
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calculated as 1 mm of width and the cylindrical lens won’t affect the focus diameter in
the parallel direction of the scan direction. The specification of the cylindrical lens,
which is employed in this experiment, as follows: f; is 10 mm and its dimensions
are 10 mm x 20 mm. In order to avoid optical aberrations the curved surface of the

cylindrical lens faces the incident beam emerging from f-theta lens.

The photograph image of laser scanning system is shown in Figure 4.2} The cylindri-
cal lens is placed with an kinematic rectangular optic (KRO) mount in between the
target surface and the f-theta lens. The KRO mount is held by magnetic post-holder
and is placed directly on the optic table.

Magnetic Post
Holder

Figure 4.2: Photograph image of the line focus scanning system

In Figure [4.3] the scan direction of the line focus is virtualized by a red laser beam
on the target surface. The scan direction is along the red line and the extension of the
1064 nm laser in width can reach 1 mm. The maximum length of the line focus scan
can reach up to 18 mm. This limit is determined by the length of the cylindrical lens

and aberrations caused by the incident angle on the cylindrical lens.
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Figure 4.3: Virtualization of a line focus scan

The calculated maximum dimensions of the focus are 45 pm x 1000 pm. The focus
is expected to be in elliptical shape since the incident beam upon the cylindrical lens
has a Gaussian beam profile. The crystallized trace of the pulses without any overlap

are seen in Figure 4.4]

112 13 L4

Figure 4.4: Line focus scans on a-Si films with a thickness of 1 ym

In Figure[d.4]the scan direction is shown by a white arrow and the a-Si region which is
a dark area is designated as “a-Si”. The a-Si film is deposited on a substrate of Schott
AF32 Eco 1.1 mm glass. Scan numbers are labeled as “L #” in Figure 4.4l The laser
scan parameters are given in Table 4.1} All lines are scanned with the speed of scan
(vs) of 3708 mm/s. The effective fluence per pulse is calculated over the line focus
dimensions of 45 pym x 650 ym. The reason of use of these values is the measured

dimensions by means of the optical microscope correspond to those.

The Raman signals of the three regions, i-a-Si, L1 and the Ref. c-Si are shown in Fig-

ure@ (Note that “L1” is denoted as “L1 LC-Si”, i.e., “LC-Si” is “Laser Crystallized
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Table 4.1: Laser parameters of the line focus scan

L# Av. Power (W) Pulse Energy (;J) Effective Fluence (J/cm?)

1 12.5 412 1.4
2 15.5 515 1.8
3 18.6 619 2.1
4 21.6 720 2.5
5 24.6 820 2.8
6 27.5 916 3.1
Silicon Film”.)
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Figure 4.5: Raman spectra of i-a-Si, L1 and Ref. c-Si

The Raman signals and Raman analyses of the six lines are shown in Figure {.6| and

Figure respectively.

The main trend in crystallization is increasing fluence makes the crystalline regions
get closer values to that of the reference bulk c-Si. This correlation has already ap-

peared in the previous sections.

The microscope images of the line focus scanned regions are also captured. The em-
bodiment of the crystallized surfaces are shown in Figures 4.8a] - [4.8f] consecutively.

Note that the scan direction is vertically applied with respect to the page.
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Figure 4.7: Si Raman peak analysis of the line focus scans

The automated translation stage allows to control the location of the line scan and
the scanned lines can be made overlapped with each other as well. The overlap ratio
of the lines are depicted in Figure #.9] The blue regions show the single line focus
pulses. Line overlap percentage is calculated by dividing LO to W, multiplied by 100,

and from now on it is going to denotes as “Qro” factor.
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(a) Line scan: L1

(b) Line scan: L2

(c) Line scan: L3

(d) Line scan: L4

(e) Line scan: L5

(f) Line scan: L6

Figure 4.8: Optical image of the line scans
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Figure 4.9: Diagram of line shifting; W: Line width and LO: Overlapped region of

the lines

Before moving on the next section, the real improvement in crystallinity of laser
processed regions which are developed by means of the line focus scan should be
mentioned objectively. Figure exhibits 6 lines of laser crystallized 950 nm a-Si
film side by side.
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Figure 4.10: Laser crystallized lines of 950 nm a-Si Film. The numerated lines are

scanned via the line focus optics.

The laser scan parameters are 99.5% of pulse overlap with the pulse dimensions of

45 pm x 800 um with a flattened elliptical shape and the scan speed is 23 mm/s (see

Table 4.2] for the fluence values).

Table 4.2: Laser average power and effective fluence values for laser crystallized lines

of 950 nm a-Si Film

L# Av. Power (W) Effective Fluence (J/cm?)

AN N AW~

17 0.47
16 0.44
15 0.42
18 0.50
20 0.56
23 0.64

The microscope image of each line, besides the analysis of Raman signals given in

Figure d.T1]in detail, is done (see Figures [d.12a] - 4. 12f).
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Figure 4.11: Analyses of Raman spectra
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The green spot on each Figure 4.124) - [4.12f] shows where the Raman signals are

collected.

(a) Line 1 (b) Line 2

(c) Line 3 (d) Line 4

(e) Line 5 (f) Line 6

Figure 4.12: Optical microscope images of Line 1 - 6
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The SEM image and EBSD image of each line is given side by side in Figure {.13]-

(a) (b)

() (b)
Figure 4.14: a) SEM and b) EBSD images of Line 2
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(a) (b)
Figure 4.15: a) SEM and b) EBSD images of Line 3

It is seen from the EBSD images that the grain sizes are increased up to millimeter

range by means of applying more fluence with more overlapping line focus pulses

(see Figure d.18).
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Figure 4.16: a) SEM and b) EBSD images of Line 4
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(a) (b)
Figure 4.17: a) SEM and b) EBSD images of Line 5
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(a) (b)
Figure 4.18: a) SEM and b) EBSD images of Line 6
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4.2 Effects of Si film thickness on laser crystallization and fluence correlation

To introduce the LC process on the different thickness of a-Si layers, how much
energy should be calculated for a specific volume of a-Si. As to calculate the energy

amount, the temperature dependent specific heat capacity of Si should be considered

(see Figure 4.19).

Specific Heat (Jg'K™)

oo " 1 L 1 n 1 L | L 1 L 1 " 1 " 1 " 1 "
0 200 400 600 800 1000 1200 1400 1600 1800 2000

Temperature (K)

Figure 4.19: Temperature dependent specific heat capacity of Silicon [72].

In Figure [4.19] the data points of the plot is acquired from the Reference [72]] and
then the data points are fit to Equation The equation is needed in order to find out
how much energy is required in order to increase the temperature of the silicon up to

a specific temperature with the temperature dependent specific heat, C'(T") where T’

is in Kelvin.

1.5888

A716.77 4 T1-5888

C(T) = 1.00996 4.1

Required energy in order to liquefy the silicon is calculated by integrating the specific
heat of silicon (Cs) over temperature from the room temperature of 300 K to the

melting temperature (7,,,: 1687 K) and to the boiling temperature (7: 3173 K) of the
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silicon separately as Equation[4.2]

Tm, Ty
Q= mC(T)dT (4.2)
300

These energy values are calculated for the irradiated volume which had dimensions
of effective fluence area times the thickness of the a-Si layer on the substrate of glass.
The effective irradiated area is 45um x 650pum with various thicknesses which are
considered when calculating the irradiated mass (m). The required energies which
are needed in order to increase the temperature of the irradiated volume of a-Si up
to melting and boiling temperatures are converted into the fluence values for com-
prehensive values which are necessary for checking the coherence of the experiment
with the previously done processes. The minimum and maximum required fluences
are calculated in order to be in the safe zone for crystallization and not to exceed the

damage threshold energy values of a-Si for that of the thicknesses.

The absorption of a-Si varies with varying thickness. In order to find out how much
laser fluence are needed, the optical absorption of a-Si with different thicknesses at
the wavelength of 1064nm should be revealed. The optical absorption of a-Si are
measured via a photo-spectrometer and the absorption coefficient of the silicon is
found. In order to calculate how much percentage of the irradiated energy is absorbed
through those thicknesses calculated and the extinct energy through the silicon layer
is plotted with respect to the thicknesses of a-Si. Figure 4.20|shows the extinct energy

percent of the irradiated fluence though the thicknesses of a-Si.

The extinct energy percent gives how much of the effective fluence contributes to the
crystallization which is absorbed by the a-Si layer. The extinct energy ratio (&) is

calculated as

€ =100 x (1 — te O19m<107) (4.3)

where ¢ is the thickness of the a-Si in nm and £ is the percentage of the extinct energy
through that thickness. The applied fluence on the surface is determined by mean of
dividing the required energy for melting or boiling temperature, (), », by the extinct

energy percent, . By this way, the critical fluence ranges can be designated.
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Figure 4.20: Extinct energy percent through the a-Si layer

Figure [4.21] shows that the minimum and maximum fluences required in order to
melt and boil the irradiated volume of a-Si with that thicknesses and the experimental
green data point are the required fluences in order to crystalline that irradiated volume
of a-Si. The experimental data points for the a-Si thickness of 100 nm and 200 nm
have not been required because there are some adversities of crystallization with those
thicknesses which have much less energies absorbed through those thicknesses. The
green fit line shows that the experimental datum are inbetween the min. and max.

fluences.

The Raman spectroscopy method is used to ensure that the crystallization has oc-
curred (see Figure [4.22). The reference bulk c-Si Raman Signal peak position and
the peak FWHM are measured at the time of measurements in order to compare the

results with respect to the thicknesses of laser crystallized a-Si layers.

The Raman signal analysis shows in Figure that all the a-Si layers with different
thicknesses are crystallized by the laser in the range of the minimum and maximum

fluence trends.
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Figure 4.21: Minimum and maximum fluences needed to rise the temperature of a-Si
layers for melting and boiling respectively and the experimentally determined fluence

needed in order to crystalline the layers of a-Si with various thicknesses.
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Figure 4.22: Raman signal analysis for various thicknesses of LC a-Si layer
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4.3 Influence of overlapping laser pulses on laser crystallized Si surface

In this section the effects of the overlapping consecutive pulses are going to be dis-
cussed. Firstly, i-a-Si thin film of 650 nm is scanned at the damage threshold fluence

over the glass substrate (see Figure 4.23).

Figure 4.23: Consecutive pulses at the damage fluence of threshold a) without overlap

and b) with overlap.

In Figure #.23h, non-overlapped two pulses are shown with the regions such as, a-
Si area (intact region), the crystallized region, (which is designated as pc-Si, is in
between the red and green circles), and the damaged region (which is located inside
the green circle). It can be perceived easily that the ablation of silicon occurs and
the glass substrate appears at the center of the green circle. If the pulses are made
to overlap up to some extent, the damaged region, which is inside the green circle,
starts to be covered by a successively formed crystalline film which is produced by the
consecutive pulse (see Figure .23p). The intersection of the green circle and the red
circle can been seen in Figure [4.23p and the coverage of the successively crystallized

area. The scan parameters of the sample a) and b), in Figure d.23] are given on Table

4.3

When a consecutive pulse impinges on the intact region of a-Si, a wave of liquefied
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Table 4.3: Laser scan parameters of overlapping and non-overlapping pulses in Figure

E23

Figure |4.23| Peak Fluence (J/cm?) v, (mm/s) Overlap Ratio (%)
Sample a) 14.7 3433 No Overlap
Sample b) 8.2 1962 35

silicon starts to sprawl radially and cover the damaged region, which is formed by a
previous pulse. The overlap ratio of the consecutive pulses and the fluence strongly
affect this phenomenon; however, this healing mechanism has to be limited. Since
the amount of liquefied silicon, fluence energy and the size of the damaged area are
the parameters that determine the healing percentage. The volume of displaced liquid
silicon which is relevant to the thickness of the a-Si film is determined by the fluence

of the laser and pulse shape.

In this section, the overlap of consecutive pulses are examined in detail. The experi-
ments are done by performing the LC without damaging the silicon films over glass
substrates. Various thicknesses of a-Si films are processed with the different overlap

ratios of laser pulses.

Thicknesses of 800 nm, 950 nm and 1050 nm i-a-Si layers are deposited on glass sub-
strates via e-beam method. The average fluence of 1.52 J/cm? are applied with various
overlap percentages of the line focus in order to crystallize the silicon films. The scan
directions is position perpendicular the long axis of the line focus. The Raman peaks
of the crystallized area are measured via micro Raman spectroscopy, and the Raman
signal of each crystallized region is acquired from the center of the processed areas.
So as to compare the Raman measurements of the crystallized regions, a reference
Raman signal is collected from a bulk crystal silicon wafer. The peak position and
FWHM of the reference Raman signal are 521 cm™ and 4 cm’!, respectively. In Fig-
ure 4.24] the peak positions of Raman Signals, correspond to the left axis, and the
FWHMs of Raman Peaks, correspond to the right axis, are shown. Legends of the
plot are designated the Raman Peak positions and FWHM of the Raman signals with
respect to the thicknesses of 800 nm, 950 nm and 1050 nm laser crystallized i-a-Si
films. The overlap percentage of the consecutive pulses are controlled by adjusting

the scan speed and all scans are done by starting from O (non-overlapping pulses)
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overlapping to 95% pulse overlapping via increasing the overlap percentage by 10%.
It can be seen that the all datum exhibit same trends - i.e., the Raman peak positions
and the FWHM of the Raman peaks do not vary much between 0 and 90 percent over-
lap, whereas the trends changes abruptly. Especially the FWHMs of Raman peaks of

all datum shows the same behavior for all thicknesses of Si layers.
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Figure 4.24: Analyses of Raman spectra of 800 nm, 950 nm and 1050 nm laser

processed i-a-Si layers.

As it has been discussed before, the FWHM of the Raman peak is strongly related
to the crystallinity of the surface. In order to investigate this change in FWHMs of
the Raman peaks, the thicknesses of 950 nm and 1050 nm i-a-Si layers examined in

detail.

Sample 1, which is deposited by e-beam method with 950 nm of i-a-Si is shown in
Figure §.25] The enumerated vertical traces are scanned with the laser parameters,
which have been explained above. It is worth to mention that Figure [4.25]is captured

after the AFM measurements and the polishing and cleaning processes are done.

The 3D views of the AFM scans of Sample 1, which has the i-a-Si thickness of 950
nm, are given in Figures [4.26] - and the sequence of the 3D view of AFM mea-
surements are given in the order of increasing overlap ratio (Q-factor) by the factor
of 10%. The regions of the processed surface and the scan direction and line focus

orientation are defined in Figure §.26] In all 3D AFM views, the scan direction is
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Figure 4.25: Sample 1, which has 950 nm i-a-Si film, is scanned by laser with the

different overlap ratios of pulses.

along the x- axis and the long axis of the line focus is kept perpendicular to the scan

direction, and along the y-axis of the 3D AFM views.

95 nm

0nm
Pulse
Boundary

Figure 4.26: AFM image of LC processed 950 nm i-a-Si of Line 0 (Q-Factor: 0%)
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0.24ym 021 um
0,00 ym 0,00 m
1,04 pm 040 pm
0,00 ym 0,00 pm
0.30 um 0.54um
0,00 ym 0,00 m
047 pm 043pm
0,00 ym 0,00 ym
0.314m 0.54um
0,00 ym 0,00 m

(i) Q-Factor: 90% (j) Q-Factor: 95%
Figure 4.27: AFM images of LC processed 950 nm i-a-Si of Line 1-10 of Sample 1
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If Figure #.27d| - 4.271 are examined carefully, it will be seen that a boundary which
is in a shape of a gutter starts to form, starts transforms to consecutive ridges and
hillocks with increasing Q factor. Figure 4.28|shows the boundary formation between
the overlapping pulses with Q-factor of 30%. The boundary in Figure .28]starts to be
clearer in the figures of Q-factors, higher than 30%. Up to Q-Factor of 90%, hillocks
become noticeable; however, the ridges and hillocks disappear after exceeding the

Q-Factor of 90%.

0.71 um

Boundary

Figure 4.28: Boundary is formed by two consecutive overlapping pulses (Q-factor:

30%).

Further investigation on Q-factor is going to discuss later with comparing the LC pro-
cessed 1050 nm i-a-Si layers. Especially the regime, which is after Q-factor of 95%,
is going to be discussed in detail. Before move onto this discussion, the 2D rough-
ness values of the previous measurements of LC processed 950 nm Si layers should
be paid attention. The irradiated areas by laser pulses are analyzed by considering
the previous AFM measurements and the 2D roughness values are calculated. The
2D RMS (root mean square) roughness parameter (.S,) is calculated for each area as

follows:

m—1n—1
1
S - — 2 i y 44
y mnkZO;z(xk,y> (44
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where m and n are numbers of measurements done for regarding area, z; and y; are
the coordinate of the measured height difference of z. S, parameter is calculated
regarding ISO 25178-2 for 3D reference of Geometric Product Specifications (GPS).

The S, parameters for Sample 1, with the thickness of 950 nm i-a-Si layer, is given

in Figure 4.29]

O |- m- 950 nm LC i-a-Si
55 | -
50 |
a5
40_— n
35 [ RN

30-— ' N
25 | \

20 | ' NN

q

15 - ,
10 - "

RMS Surface Roughness (S_[nm])

0 10 20 30 40 50 60 70 8 90 100
Q-Factor (%)
Figure 4.29: S, parameters, with respect to Q-Factor for the LC processed i-a-Si of

950 nm.

The S, is not correlated with the Q-factor directly. The main trend can be deduced as

increasing S, with increasing Q-factor; however, the jump which is between Q-factors
of 20% and 50%, can be perceived easily.
If Figure 4.29|1s compared with Figure the dramatic change in crystallinity can

be attributed to the higher Q-factors exceeding 90%. Let’s move onto the next sample,

which is deposited 1050 nm i-a-Si layer via e-beam method, is processed with the Q-

factors between the values of 99.2% and 99.9%. Sample 2 is deposited by e-beam
with 1050 nm i-a-Si film. This sample is scanned with different laser parameters
which are not corresponds to the laser parameters of the previously investigated the

1-a-Si film of 1050 nm thickness. The laser parameter are given as in Table

The corresponding sample and the lines are shown in Figure[4.31] The captured photo
of Sample 2 is edited by changing the contrast and lightening and also it is labeled in
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Figure 4.30: Raman analysis of Sample 1, LC i-a-Si of 950 nm.

Table 4.4: Laser scan parameters of Sample 2 in Figure

Av. Power  Effective Focus Effective Pulse  Repetition
Dimensions Fluence = Duration Rate
Laser 12 Watt 45 ym x 1250 pgm  0.21 J/em? 200 ns 100 kHz
Parameters

Line # Linel Line2 Line3 Line4 Line5 Line6 Line7 Line8

vs (mm/s) 5 10 15 20 25 30 35 5

Q-factor (%) 99.9 99.8 99.7 99.6 994 993 99.2 999

order to clarify the processed regions and highlight the crystallization direction along

the scan direction. Figure 4.31]is captures after the HF process and cleaning.
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Figure 4.31: Sample 2 of LC processed 1050 nm i-a-Si
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Closer microscope images with phase contrast are also acquired and are given in

Figure 4.32]- .39

500 pm

Figure 4.32: Optical microscope image of Line 1 (Q-Factor: 99.9%) with phase con-

trast

: = 500 pm L

Figure 4.33: Optical microscope image of Line 2 (Q-Factor: 99.8%) with phase con-

trast
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Figure 4.34: Optical microscope image of Line 3 (Q-Factor: 99.7%) with phase con-

trast

The dark sides at the left or right sides of Figure [4.34] - #.39] are the unprocessed re-
gions of 1050 nm i-a-Si layer. The scanned areas are checked by Raman spectroscopy
and their crystallization is examined quantitatively in Figure [4.40] with respect to their
corresponding scan speeds. Up to some extent, the stress over the crystalline domains
decreases with increasing scan speed (with decreasing Q-factor) till the scan speed
reaches the speed of 35 mm/s. Later on, EBSD images of the scanned areas are go-
ing to be investigated; however, it is worth to mention that the crystal grains sizes
increase with decreasing scan speed. This phenomenon does not match the previ-
ously discussed mechanism which is opposite of the finding that the tensile stress is
inversely related to the grain sizes. When Figure[#.40]is studied carefully, the position
of Raman Peak starts to shift to the smaller wave numbers which can be attribute to

the drastic change in grain sized in Line 7, scanned with 35 mm/s.

For Line 7 the grain formations are limited and localized and the crystal domains did
not grow as much as the other lines. The scaly structures can be seen in Figure #.38]

Insufficient laser fluence cannot induce crystallization as it discussed before and only
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500 pm

Figure 4.35: Optical microscope image of Line 4 (Q-Factor: 99.6%) with phase con-

trast

the gradual heat accumulation initiates the LC process. The dimensions of flakes are
approximately 45 pm which corresponds to the maximum effective width of the line
focus (Compare Figure .38 with Figure #.48)). The fluence is below the threshold
level to crystallize that thickness of i-a-Si. Sample 2 is not scanned by the fluence as
much as Sample 1 is, so they are not comparable samples. Sample 2 of 1050 nm i-a-Si
film is not scanned with as much fluence as Sample 1 of 950 nm i-a-Si film in order
not to damage the surface of it because of excessive heat accumulation induced by
overlapping pulses. Therefore it is not appropriate to compare the Raman Analyses
of these samples. To perceive the crystalline domain sizes over the scanned areas,
let’s discuss the EBSD analyses of Sample 2. After fine polishing and HF cleaning of
Sample 2, the EBSD measurements are proceeded (see Figure 4.41] - 4.44).

The EBSD images of the lines of Sample 2 are shown in Figures d.41} 4.43] The color
map, which is to define the orientations of crystalline domains, is given in Figure[d.43|
d). Line 1, 2, 3, 4 are analyzed by measuring lengths of the each domains individually.

The measuring of Domain lengths are proceeded as it is done for the analysis of Line
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Figure 4.36: Optical microscope image of Line 5 (Q-Factor: 99.4%) with phase con-

trast

8 in Figure [4.44] Firstly, the color contrast of EBSD images are increased by image
process, and the individual formed crystalline domains are selected as in Figure [4.44]
In Figure 4.44] only four of the longest domains are selected for the sake of clarity;
whereas the all crystalline domains are taken into account on the images of Line 1, 2,

3 and 4.

The EBSD image analyses of Line 5, 6 and 7 are not done, since the sizes of grains
are not as long as those of Line 1, 2, 3 and 4 and shapes and numbers of the crys-
talline grains are not suitable to determine an analysis method in order to measure the
individual length of the grains. For an example, the lengths of the grains, labeled as
1,2,3 and 4 in Figure@ are measured as 1696 ym, 1876 pym, 1491 pm and 2028

pm respectively. The histograms of grain lengths of Line 1, 2, 3 and 4 are shown in
Figure 4.45]

The average lengths of the domains are found as 1020 gm, 570 pm, 520 pm and 430
pm for Line 1, 2, 3 and 4, respectively. As it is perceived from the findings that the
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Figure 4.37: Optical microscope image of Line 6 (Q-Factor: 99.3%) with phase con-

trast

length of crystalline domain can be grown up to 2 mm. If the heat accumulation is
increased by decreasing the scan speed as a consequence increasing the Q-factor on
the surface of the Si layers, the controlled cooling can provide larger laser crystallized
domains. The width of the crystallized domains are strongly related with the width
of the line focus of the beam and spatial homogeneity of its fluence distribution.

Unfortunately, it is not discussed in the content of this section.

The RMS surface roughness (.S,) parameters of the each line are calculated by ac-
quiring the AFM images of the lines for the scan area of 39 ym x 39um. Figure
@ shows the AFM images of Line 1 - 6. The S, values are calculated as it is done
previously and plotted with respect to their corresponding scan speeds. Figure 4.46|
does not include the AFM image of Line 7. Because it does not resemble to the AFM

images of the other lines. So it is discussed separately.

The roughness of the surface increases with increasing scan speed that is also cor-

related with the previous findings (see Figure #.47). The drop in value of S, (for
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500 pm

Figure 4.38: Optical microscope image of Line 7 (Q-Factor: 99.2%) with phase con-

trast

Line 7) can be attributed incomplete crystallization of the surface at the speed of 35
mm/s for the thickness of 1050 nm i-a-Si film. The inadequate heat accumulation
have resulted in partial crystallization and non-crystallized regions made the value of
Sy to decrease up to some extent. It is worth to remind that the healing/self-curing
mechanism occurs at Q-factor of 99.9% for Sample 2 and for the fluences, below the
crystallization thresholds, this healing regime can be initiated right after Q-factor of

99.2%. The detailed AFM image of Line 7 and its corresponding microscopy image
are given in Figure {.48]

The fluence of an individual laser pulse is not enough in order to crystallize the 1050
nm thick i-a-Si layers for Sample 2. The heat accumulation should be needed to
build up enough energy melt down for that thickness of Si layer. For that reason,

the comparison of Sample 1 and 2 are not reasonable. For Sample 1, the effective
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Figure 4.39: Optical microscope image of Line 8 (Q-Factor: 99.9%) with phase con-

trast
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Figure 4.40: Raman analysis of Sample 2 with respect to the scan speeds, which

correspond to the numbers of lines.

fluence is 1.52 J/cm? that it has enough fluence to liquefy the 950 nm i-a-Si layer for
an individual laser pulse. If the Raman analysis of Sample 2 is considered, it will
be noticed that the Raman redshift is related to the sizes of the crystalline domain,
which exhibit inverse relation with the tensile stress over the surface. The tensile
stress does not change much when the redshift of the Raman Peaks of Line 2 - 6 are
considered. However, the Raman peak position of Line 7 shifted to red for Sample

2. This can be also deduced from the EBSD image of Line 7 by examining the
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Figure 4.41: Sample 2 of LC 1050 nm i-a-Si Film: a) EBSD image of Line 1, b)
EBSD image of Line 2.

) !
3 ;‘i;x
ol

Figure 4.42: Sample 2 of LC 1050 nm i-a-Si Film: a) EBSD image of Line 3, b)
EBSD image of Line 4.
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Figure 4.43: Sample 2 of LC 1050 nm i-a-Si Film: a) EBSD image of Line 5, b)
EBSD image of Line 6, c) EBSD image of Line 7, and d) Color map of c-Si in order

to define the orientations of crystalline domains.

sizes of the grains. Besides, the correlation is not observed for Line 1 of Sample 2.
The grain lengths are larger than any lines; however, the redshift also occurs for the
Raman peak of its. This can be explained by examining the EBSD image of Line 1
by paying attention to the color map of c-Si in Figure @.43[d. As it can be realized
that the colors of individual domains on Line 2-6 are discretely separated with each
other. The borders of the crystallized regions can be identified easily; however, there
are color gradients occur for the regions on Line 1. This shows that there are twisting
phenomena occurring during the formation of the domains. This can intensely induce
stress right after the solidification of the layer. The EBSD analysis of Line 1 assures
that there are crystallized distinct domains; however, the crystallinity did not occur as
much as Line 2-6 when the FWHMs of Raman peaks are compared. If these reasons
are considered in this manner, the redshift for the Raman Peak of Line 1 can be

clarified. In addition to this explanation, the redshifts for the Raman Peaks of Sample
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Figure 4.44: EBSD image analysis of Line 8 (Q-Factor: 99.9%), as an example of

measuring the lengths of crystalline domains.

::::::

Figure 4.45: Histograms of Line 1, 2, 3, and 4: Counts vs. Length of Domain.
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a) Line 1 (Q-Factor: 99.9%) b) Line 2 (Q-Factor: 99.8%)
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f) Line 6 (Q-Factor: 99.3%)

0.74pm

0.00 ym

Figure 4.46: AFM images of Line 1-6
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Figure 4.47: S, values of Line 1-7 with their corresponding scan speeds.
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Line 7 (Q-Factor: 99.2%)

0.32 pm

0.00 pm

Figure 4.48: 3D view of AFM image of Line 7 with its corresponding the inset mi-

croscopy image

1 with the thickness of 950 nm Si layer decrease with increasing the Q-factor, which
corresponds to decrease in scan speed and increase in overlap. This also verifies the

previous explanations about the crystallinity, stress and domain size relations.

In order to determine electronic properties of the lines of LC processed 1050 nm ic-Si
layers, the sheet resistance [{2/[]] of the each line is measured by Jandel Model RM3-
AR, which is a 4-probe test unit. Datum of the sheet resistance are acquired form
different location on the each line to calculate statistical value of the sheet resistance.
Figure [4.49|shows the semi-log sheet resistance graph for Line 1 - 7 of Sample 2 with

respect to their corresponding scan speeds.

Up to the end of this section, various laser scanning parameters have been discussed
in the process of LC of a-Si films via the 1064 nm nanosecond pulsed laser. Optical
modifications are done in order to enlarge the scan area and to improve the crys-
tallinity and the electronic features of the a-Si films with various thicknesses. It has
been revealed that the laser scanning parameters could be optimized by considering
the previous discussed issues. As it is going to be discussed in Chapter [6] of device
designs, the laser scanning parameters can be deduced as it is given in Table {.5]in

order to form crystalline structures at a thickness of ~ 1um i-a-Si layer deposited by
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Figure 4.49: Semi-log graph of sheet resistance [€2/[J ] for Line 1 - 7 of Sample 2

e-beam method.

Table 4.5: Optimized parameters of LC for ~ 1pm i-a-Si Films

Average Effective Focus  Effective Pulse  Repetition Us Q
Power Dimensions Fluence  Duration Rate (mm/s) (%)
12 Watt 45 pym 0.21 J/cm?> 200 ns 100kHz 5-15 999

x 1250 pm -99.7

Calculated and measured fluence per pulse
(No overlap: Q = 0%)

Max. Effective Fluence 1.39 J/cm?
Min. Effective Fluence 0.64 J/cm?
Exp. Effective Fluence 1.18 J/cm?

In Table[4.5] the laser scanning parameters are compared with the parameters in order
to crystallizing fluence values per pulse. The effective fluence value of individual
pulses with Q-factor of 99% range is smaller than the calculated and measured fluence
value per pulse. This is the result of heat accumulation sustained by overlapping
pulses. This also slows down the cooling and maintain the formation of larger grains
over the surface. In Chapter [6] the LC procedures for device designs are mainly

proceeded by considering the laser parameters, which are discussed in this section.
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CHAPTER 5

DEFECT ANALYSES

During the LC process, some defects can occur under and/or above the surface of
the Si layer. These defects can be caused by intrinsic agents or non-optimized laser
parameters. First, let’s discuss crack formation which can be easily observed by a
microscope right after the LC process. In Figure [5.1 the microscope images are
shown with a) Reflection mode and b) Transmission Mode. The crater is framed by
a red dashed line for each image. The closer view of the crack is captured and it
is shown region is enclosed by blue dash square. The reflection mode image also
differs from the transmission mode by the cracks, which are deep through the glass,
are appeared more than the slight cracks, which are noticeable in the transmission
mode image. It can be also attributed to that the cracks reach deep down the glass
substrate. The measurement of TOF-SIMS is proceeded till all layer of LC processed
950 nm i-a-Si is annihilated all the way up to the glass substrate. The crater reveals
that the cracks over the surface did form through the surface of the glass substrate. In
order to examine the effect of those kind of cracks the AFM measurement are done

all over the cracked region.

The AFM analysis showed that the crack did not affect the laser crystallized 950 nm i-
a-Si surface and the crystallized region possessed homogenous roughness and surface

profile all through the cracked region (see. Figure[5.2).

The inset microscope image in Figure [5.2] shows where the AFM measurement is
done. The crack can be noticed on the microscope image; however, the crack did
not affect the surface profile and it did not distort the surface roughness homogeneity.
Another evidence of the crack formation on the glass substrate can be perceived by

examining damaged Si layers which are exposed to excessive laser irradiation during
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Figure 5.1: Microscope image of LC process 950 nm i-a-Si films after a crater is

formed during the measurement of the TOF-SIMS

the LC process. If the Si layer is exposed to excessive laser fluence, the Si layer can
be removed and the surface of the glass substrate can emerge. The formed crack by
the laser can go beneath the Si layers and continue through the surface of the glass

even if the Si layers are removed from the surfaces.

The cracks can be seen in Figure [5.3] and they mainly align in the direction of the
laser scan. The orange colored regions are the laser crystallized area of 1050 nm 1-
a-Si layer deposited by the method of e-beam. The dark region at the left hand side
is amorphous region of Si layer intact and the whitish regions inside the crystallized
area is the removed/damaged Si layer where the glass substrate emerges during the
process. The region formations can be seen in Figure [5.4] separately such as a) par-
tially crystallized line focus scan, b) partially damaged regions via extensive fluence,
c) totally crystallized line scan of the laser crystallized 800 nm i-a-Si layer and d)

totally damaged/removed regions by excessive amount of laser exposure.
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0.45 pm

0.00 pm

Figure 5.2: 3D view of the AFM image over the cracked region and the inset micro-

scope image

Figure 5.3: Removed/damaged Si layers over the cracked glass surface

Not only are the e beam deposited layers studied in this study, but also layers which
are deposited by PECVD method are examined. The LC of PECVD deposited sam-
ples of various types of a-Si layers with different thicknesses are done. Nonetheless,
the crystallization could not been performed as well as the samples, which are de-
posited by the e-beam method. Hydrogen content in the process of PECVD affects
the crystallization of the Si layers adversely. The hydrogen starts to emerge from the

Si layers during the LC process. Various trials are done with different methods in
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Figure 5.4: Line focus scan of 800 nm i-a-Si layer with various parameters

order to improve the crystallization of PECVD deposited Si layers. In Figure [5.5]
the LC is proceeded before and after the laser annealing. The laser annealing of the
separate samples takes place in this trial and the low intensity irradiation exposes at

the fluence of non-liquefying energy level of that thickness of a-i-Si layers.

| Before Laser Annealing |

During Laser Annealing PECVD Deposited 90nm SiN, PECVD Deposited 90nm SiN, PECVD Deposited
90nm P*-a-Si 900nm P-a-Si:H 90nm P*-a-Si 900nm P-a-Si:H 90nm P*-a-Si 900nm P-a-Si:H

After Laser Annealing |

b~ ,
PECVD Deposited 90nm SiN,
90nm P*-a-Si 900nm P-a-Si:H

Y I :
PECVD Deposited 90nm SiN, PECVD Deposited 90nm SiN, PECVD Deposited
90nm P*-a-Si 900nm P-a-Si:H 90nm P*-a-Si 900nm P-a-Si:H 90nm P*-a-Si 900nm P-a-Si:H

Figure 5.5: Laser crystallization of PECVD deposited samples before/during/after the

laser annealing
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Blistering and delamination occur as it is seen in Figure [5.5] During the laser an-
nealing process an image of the surface is captured that unintentional crack formation
occur at any low level fluences which are not capable of liquefying that thickness of
Si layer. In addition to this laser annealing method, dehydrogenation is tried to be
done by annealing via furnace. Even if the surfaces of the samples are undamaged
after the annealing by a furnace, they get damaged during the LC process. Without
exceeding the temperature of 400 °C for 10 minutes, the annealing is done by a fur-
nace. The temperature and the duration of the annealing are determined so as not
to damage the samples during the dehydrogenation process. The samples are pro-
cessed by laser right after the annealing by furnace in Figure [5.6l The microscope
images shows blistered surface of P doped Si layers deposited by PECVD method
and the crystallization is checked by micro Raman spectroscopy and Raman signal
could be solely acquired from some regions between the blisters. The furnace an-
nealing method should be performed in a more controlled manner at the threshold the
binding energies of hydrogen in the i-a-Si:H for an adequate time. However, this is

not easy to maintain these conditions for that a-Si layers with that thickness.

’After Furnace Annealing|

PECVD Deposited 90 nm SiN, 90 nm P*-a-Si:H 900nm P-a-Si:H

Figure 5.6: Microscope images of the sample after the annealing by furnace

The blistered surface after the LC process gets grayish color which is only made to be
contrast with the a-Si layers of PECVD coated layer in Figure On the contrary,
the color of desired crystallized regions should turn to the color of orange as it have

been noticed at the previous sections.

In order to test the endurance of the laser crystallized a-Si layers, the LC processed
i-a-Si layers 950 nm thickness are exposed to a dilute solution of 2% HF after it

is polished with the polisher of 40 nm Silica. The HF cleaning process lasts for
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Figure 5.7: Color of LC processed PECVD deposited a-Si layer

8 minutes overall with the sample immersions for the periods of 20 seconds without
any ultrasonic cleaning. The polishing process is almost not able to damage the layers
which are scanned with the Q-factors more than 70%. For 1050 nm LC i-a-Si lines
of Sample 2 (See Figure 4.3T]), the cleaning is done lasted for 15 minutes overall with
the sample immersions for the periods of 3 minutes by the same HF concentration.
And the LC processed lines endure against the etching effect of HF. As it is seen in
the microscope and SEM images of these lines that the solution is not able penetrate
through the LC processed regions. This is also an evidence that the cracks, which are
observed at the interface between the glass substrate and the Si film, did not emerge
through the Si layer and it did not affect the surface morphology of the LC i-a-Si
regions. Any objective judgment cannot be made, since the polishing is done by

hand.
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CHAPTER 6

DEVICE DESIGNS ON LASER CRYSTALLIZED THIN SILICON FILMS

In this chapter, several types of attempted device designs are detailed and solutions to
encountered problems are provided. Initially two types of homojunction device are
fabricated, tested and subsequently, device plans for heterojunction devices are devel-
oped. Since improvements became available gradually while working on devices, the
final designs are decided to be heterojunction devices, hence further optimizations are

developed for only heterojunction devices.

6.1 Homojunction device trials

The homojucntion devices are designed in two different configurations as shown in
Figure [6.1] In the first configuration Boron (B153) P dopant is brought on e-Beam
deposited i-a-Si film by applying spin-on coating and subsequently a phosphorous
(P508) N dopant is brought on the same 950 nm thick i-a-Si film for forming a p-n
junction. Spin-on coating is applied in two steps; first 500 RPM for 5 seconds and
second 3000 RPM for 20 seconds. Before performing LC, the samples are baked
at 200 °C for 5 minutes. Both configurations are processed via laser in order to
crystallize the a-Si layer and let dopants to diffuse into the 950 nm i-a-Si during the
LC process.

After LC, the samples are examined via SEM (see Figure [6.2) and Raman spec-
troscopy is performed (see Figure [6.3)).

In Figure [6.2] the inset images of the macroscopic views show some delamination of
films after laser process. There also occur some inhomogeneous scan effects which

form during the line focus scan. The line focus scan direction is formed in vertical

95



N or P type Coating (Spin-On)

P or N type Coating (Spin-On) N or P type Coating (Spin-On)

Por N pc-Si P or N pc-Si P or N pc-Si
Glass Glass Glass ‘ Glass
a) b) c) d)

Figure 6.1: Homojunction Device Design

Figure 6.2: SEM images of LC processed 950 nm thick films (the inset images are

actual photos)

direction with respect to the images. The consecutive line scans positioned side by
side are also overlapped by 40%. This line scan overlap is designated as Q; which is
also called as line scan Q-factor. Q. factor of 40% can be perceived as the scan central
axis, which is in parallel with the scan direction of the line focus, is shifted 600 pm
to a side if the line focus is to be the width of 1000 ym as an example. The samples,
shown in Figure [6.2] are scanned with the parameters of v, = 23 mm/s (Q-Factor=
99.5%), effective fluence: 0.36 J/cm?, and Q; =40%. The Raman signals confirm that
the crystallization occurs after the spin-on coatings are performed (see Figure [6.3).
However, how much dopant material is made to diffuse through the i-a-Si layer is
not confirmed by SIMS. Analyses of the Raman spectra show that the laser processed
specimen with P dopant (which is labeled as 950 nm i-a-Si LC P-Doped in Figure
[6.3) metaphase of Si film can be seen, i.e., the transition from amorphous phase to
crystal phase of Si. The Raman signal of that exhibits larger wings at the both side of

the Raman peak. This is a sign that shows crystallinity occurs partially.

Then conjugate dopant materials (if the firstly coated dopant is N, then conjugate P
dopant would be applied.) are spin-on coated again over the laser processed surfaces.

All specimens are coated with the conjugate dopant materials via Spin-on method in
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Figure 6.3: Raman spectra of the laser processed samples of 950 nm i-a-Si coated

with spin-on dopants

two steps; firstly 500 RPM for 5 s and then 3000 RPM for 20 s. All samples are
masked with thermal tape and baked in a furnace at 200 °C for 5 minutes again.
They are annealed in order to make the dopant diffuse into the LC processed layers.
After the secondly coated conjugate dopant, the device structures are annealed at 800

°C for 15 minutes.

In addition to those specimens, two more specimens are prepared with an intermediate
dielectric layer (IDL) of 80 nm SiNy and the thickness of 1250 nm i-a-Si. These extra
samples are used in order to find out any effect of IDL on the homojunction devices.
The only difference in laser processing parameters is Qp factor which is 30%. Figure
6.4 shows SEM and macroscopic images of the samples just after they are treated by

the laser process.

The photo response tests and Suns V. measurements are done for these homojunction
device trials. The contacts are taken on the surfaces of the LC processed regions and
the secondly spin-on coated regions, which include the conjugate dopants of the LC
processed regions. Unfortunately, they are failed and no response is detected. The
reason of this failure can be attributed to the improper doping at emitter regions.

Since the SIMS measurements have not been acquired and the junction depths are not
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1250nm i-aSi + 80nm SiN, s M S | 1550nm i-asi + 80nm SiN,
] LC N-doped ... ., Al LC P-doped
. o .

Figure 6.4: SEM images of the laser processed samples of 1250 nm i-a-Si and 80 nm

SiNy (the inset images are actual photos)

known, it would not be right to comment on this issue. Only the middle of the surface
could be said to be doped by looking the Raman signals of the samples just after the

LC processes.

Since these homojunction device trails did not exhibit any improvements, hetero-
junction device trails are processed in detail. This strategy allowed to observe photo

response more easily and improvement could be done quickly.

6.2 Heterojunction device trials

Here a discussion on heterojunction device designs and their optimizations are pro-
vided. In this section, the heterojunction devices with various IDLs are examined and

the effects of IDLs are compared and examined qualitatively and quantitatively.

Firstly, 6 different heterojunction device structures are designed (see Figure [6.5). The
only one device structure is completely different (see Figure[6.5] I). The other 5 struc-
tures (see Figure [6.5] II-VI) have same structural designs that the thin films are de-
posited directly on the glass substrates. These 5 designs only differ from each other
with respect to two layers which are between the glass substrate and the P doped
amorphous silicon (P-a-Si) layer. These designs have 2 different layers are shown
in Figure [6.5] II-VI. The process flows are also given in Figure 6.5 in detail. In
the figure, the deposition techniques of the thin films are given in parenthesizes on
the devise figures and the processes of LC, deposition, furnace annealing and metal-
lization are shown and the thicknesses of the different layers are denoted separately.

Before moving onto the detailed examination of the designed structures, the two of
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the designed structures result in some intrinsic problems which cannot be overcome.
The amorphous layers of the two structures are deposited via PECVD and they have
different layers between the P*-a-Si and the glass substrate (see Figure V-VI).
Sample V has SiN, and Sample VI has Al:ZnO (AZO) as the intermediate dielectric
layers (IDLs). During the LC process, they get damaged drastically. The LC pro-
cessed layer of Sample V delaminate because of the dehydrogenation and the P-a-Si
exhibits bubbly effects which have been discussed in the previous section. Sample VI
exhibits sudden delamination due to the properties of AZO which cannot endure the
laser irradiation and the heat accumulation on the amorphous layers, ablation of AZO
begins and pops the layers, above, off. LC is not able to be constituted in the range of

the laser parameters. The damaged samples V and VI can be examined in Figure [6.6]

Now let’s discuss the devices, which do not show any intrinsic damage effect during
the LC processes. In Figure [6.5] devices I-IV are constructed and tested. Firstly,
the sheet resistances and Raman peaks’ parameters of the LC processes layers are

measured as they are given in Table [6.1] The Raman analyses of these devices are
given in Figure[6.7]

Table 6.1: Measurements values of the device properties

LC Processed Raman Peak FWHM of Sheet Resistance
Surface Position (cm™') Raman Peak (cm™) (©/0)
e-Beam Deposited 520 5.0 44.8 x 10°
without SiN,
e-Beam Deposited 520 6.3 525.3 x 10°
with SiNy
PECVD Deposited No Raman No Raman 201.4
without SiNy Signal Signal
PECVD Deposited No Raman No Raman >1 x 107
with SiNy Signal Signal
PECVD Deposited No Raman No Raman 6.8
with N-c-Si Wafer Signal Signal
Reference i-c-Si 521 3.9 >200 x 10°

The samples, which are deposited via PECVD, do not exhibit any crystallization.
The surface of these specimens get grayish bubbly structures as they are explained
in Chapter [5] Even if these sample are not crystallized as they are intended, they are

employed in device fabrications regarding their sheet resistances. Having deposited
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Figure 6.5: 6 different heterojunction device structures

~ 6 nm i-a-Si passivization layers and ~ 18 nm N*-a-Si layers on the LC processed

layers via PECVD method respectively, the contacts are formed. Subsequently, the

annealing is applied by a furnace for 20 minutes at 150 °C. This annealing procedure

makes the metal contacts diffuse into the films where the contacts are formed. The

real images for the four devices are given in Figure [6.8] The photo active regions are

between the Ag and Al contacts for the images of Figure [6.8a{6.8.
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Figure 6.7: Raman spectra of the constructed devices

Figure 6.8: Heterojunction device images a) e-Beam deposited without SiNy , b) e-

Beam deposited with SiNy , ¢) PECVD deposited without SiNy , d) PECVD deposited

with N-c-S1 Wafer

The devices, e-Beam deposited without SiN,, and PECVD deposited N-c-Si wafer,
exhibits photo response (see Figure [6.8p and [6.8d, respectively.). However, no re-

101



sponse are able to be observed for the other two. The current-voltage (IV) curves of
the samples, which are deposited by e-Beam without SiN, and by PECVD on N-c-Si
wafer, are acquired as in Figure [6.9)and Figure [6.10] respectively.

7.50x10* ———————F——7— 71—

6.00x10* .

4.50x10™ .
3.00x10* _
1.50x10™ |- e

0.00 -

Current (mA)

-1.50x10™ .
-3.00x10™ .
-4.50x10™ .

-6.00x10™ .

750x104 M v
10 -08 -06 -04 -02 00 02 04 06 08 1.0

Voltage (V)
Figure 6.9: I-V curve of the sample, deposited by e-Beam method without SiNy

The IV curve traces a slight curve that resembles to a diode properties without illu-
minating the sample in Figure [6.9] This diode characteristics are also observed for
the sample, prepared by PECVD method on N-c-Si wafer as in Figure [6.10] clearly

with/without illuminating the sample.
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Figure 6.10: I-V curve of the sample, prepared by PECVD method on N-c-Si wafer

without/with illuminating (labelled as Dark/Light) the sample
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Besides, the sample, which is deposited by e-Beam method without SiNy, is tested

by a solar simulator and efficiency (n) and fill factor (FF) are measured as in Figure

6. 11!
O e B L B ey e
Efficiency : 0.04 % ]|
Fill Factor : 28.8 % ]
__ o010}
<
£
€
o
5 L
e 0.05 -
0_00....I....I....I....I....
0.2 0.1 0.0 0.1 0.2 0.3
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Figure 6.11: Solar simulator measurement of the sample, deposited by e-Beam

method without SiN,

The findings are not good enough to keep up with literature values of these types
of devices, but they are promising. So the following device fabrication strategy is
built upon the methods that shows the photo responses for the samples prepared by

employing e-Beam technique.

The second fabrication plans of the heterojunction devices are as in Figure [6.12] and

Figure .13
80 nm ITO 80 nm ITO
e =18 nm N*-a-Si [ <18 nm N*-a-Si
Al Al |

800 nm P-pc-Si I 800 nm P-pc-Si

Scan B
_ Il
200 nm P*-a-Si (e-Beam) 200 nm P*-pc-Si 200 nm P*-pc-Si 200 nm P*-pc-Si
270 nm Si0, (Reactive Sputtering) | 270 nm Si0, 270 nm Si0, | 270 nm Si0,
Glass Glass Glass Glass

a) b) c) d)

Figure 6.12: Heterojunction device design with 1 ym of P*- P layer

As it seed in Figure[6.12)and Figure[6.13] the layer deposition techniques are specified

103



80 nm ITO 80 m ITO
~18 nm N*-a-Si lxnmN-as
Al y Al

n
él Hm P-pc-Si =1 p.m P—pc -Si '~1 um P - S|
30 nm, 100 nm and 300 nm Al 30 nm, 100 nm and 300 nm Al 30 nm, 100 nm and 300 nm Al 30 nm, 100 nm and 300 nm Al
‘ Glass Glass ‘ Glass ‘ Glass
a) b) c) d)

Figure 6.13: Heterojunction device design with 30 nm, 100 nm and 300 nm of Al

layers

next to the labels of the layers. The LC process is took place at the figures, labeled
as b. Crystallinity of all LC processed surfaces are verified by Raman spectroscopy.
Three different Al thicknesses are applied for Figure [6.13] On the other hand, the de-
vice structures are identical. The Al layers are also expected to be as dopant material
for the P junction after the LC process. Photo-sensitive regions (active regions) lay
between the metal contacts. The constructed devices are given in Figure [6.14] The
active regions have 12.6 mm? and 17 mm? for the device with 1 yum of P*- P layer

and the device with Al layers, respectively.

/| Metal Contiacts|~ -

Figure 6.14: The constructed devices: a) Device with 1 um of P*- P layer; b) Device
with 30 nm Al layer; c) Device with 100 nm Al layer; d) Device with 300 nm Al

layer;

An Al square rim encloses outermost of the each device. The sample, with 1 ym of
P*- P layer, constitutes of three identical devices on itself and the samples, with Al

layers, have four identical devices on themselves. The Ag contact is shiny grayish
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region and it lays at the center of the each devices as shiny strips for Figure[6.14p and
vertically slanted "H" for Figure [6.14c-d. Regions which are between all devices are

shaded to be no contact occurrence.

The IV curves of the each type of device are acquired under light and in dark in order

to explore the diode-like feature and the photo-response.
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- - - Light

0.50 -

0.25

0.00

Current (nA)

-0.25
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Figure 6.15: The IV curves of the device, with 1 yum of P*- P layer

The IV curves of the sample device of 1 um of P*- P layer does not exhibit any diode
characteristics. There is only linear relation in current and the applied voltage and that
is just a device like a resistor (see Figure [0.15). There is a slight difference between
the curves under light and in the dark situations. That can only be attributed to a short

circuit which occurs though the junction.

On the contrary, the IV curves of the sample device of 30 nm layer shows S-shaped
curves and those curves diverge from each other under light (see Figure [6.16). The
red curve represents the behavior of the device under illumination of AM 1.5G. The

divergence of the curve is a promising sign of a photo-sensitive device.

The IV curves of the sample device of 100 nm layer does not exhibit S-shapes as
much as the sample device of 30 nm layer does. The separation between the curves,

which are under the light and in the dark, are not as much as that of the sample, in
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Figure 6.16: The IV curves of the device, with 30 nm Al layer
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Figure 6.17: The IV curves of the device, with 100 nm Al layer

Figure[6.16] The Al content which has been emerged to the surface of the LC Si layer
can cause this ohmic behavior of the device. In order to assure ourselves, it is enough
to examine Figure[6.18] In case the Al content is made to be delivered to the surface

more, the device becomes ohmic or a short circuit.
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Figure 6.18: The IV curves of the device, with 300 nm Al layer

The sample device of 300 nm Al layer behaves like a resistor in the voltage range
between -0.5 V and 0.5 V as it is seen in Figure [6.I8] The curves, under light and in
the dark, trace out the same current-voltage values. This device has no photo-response
feature. Increase in Al content, at the bottom surface of the device, makes Al diffuse

into the LC processes Si film and that makes a short circuit.
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CHAPTER 7

CONCLUSIONS AND DISCUSSIONS

In this thesis work, laser crystallization (LC) of e-beam evaporated a-Si thin films
at room temperature is investigated in detail with different laser parameters to ex-
plore how the crystallinity on the surface of the sample changes in relation to several
process parameters. The deposition method is purposefully selected to be e-beam
evaporation because the most common alternative method of plasma enhanced chem-
ical vapor deposition leads to substantial hydrogenation of the film due to hydrogen
content of the typical precursor gases. The hydrogen in the a-Si layer, unless let to
thermally diffuse out above 500 °C for hours, causes blistering during LC, rendering
films useless. In this thesis, our main motivation is to achieve demonstrating fabrica-
tion of thin, device quality crystalline Si films at a low energy budget by exploiting
the process control capabilities offered by a pulsed laser. Hence, long thermal pre-

conditioning of the films are deliberately avoided.

The crystallization is performed via an IR nanosecond pulsed laser and it is tested to
verify if the required energy per area for crystallizing the film consistently matches the
calculated values. These values are expected to lie between the required energy levels
for liquefication and evaporation of various thicknesses of a-Si layers (see Section
B.2). The effects of the intermediate dielectric layers are investigated in order to
improve the degree of crystallization which expresses itself by enlargement of the
crystallite grain size (see Section [3.3). The details of the intermediate dielectric layer
effects are discussed and compared to a previous work [73]. It is shown that SiO, and

Zn0 as intermediate dielectric layers exhibit a good performance in this respect.

In Chapter |3| my investigation shows that appropriate ILD use is important for in-

creasing the crystalline grain size and relieving the tensile stress over the grains; in
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which SiO, and ZnO perform a good performance regarding those issues. The red-
shifts of the Raman peaks of LC Si film on SiO, and ZnO do not exceed 3 cm™! with
respect to bulk Si and this shift in the Raman peak position corresponds to 0.75 GPa
which is maximum tensile stress between the crystalline grains. The cause of the
stress reduction can be attributed to restraining of heat diffusion through the IDL lay-
ers. The thermal conductivity values of those IDLs are lower than that of SiNy for

comparison.

In Chapter[d} the study on a-Si thickness and its effects show that the crystallinity does
not change significantly with varying film thickness. On one hand, any thickness of
a-Si can be used, in case a suitable laser fluence is applied. On the other hand, the
overlap ratios of the laser pulses have great impact on the quality of the LC process.
The limitation of heat accumulation on local regions and maintained slow quenching
of the 1-Si maintains EC and that forms longer crystalline domains which exceed
2 mm in length. The longer grains also provide lower sheet resistance through the
surface of the laser crystallized Si. The sheet resistance is decreased by a factor of
107 by increasing the overlap ratios of the laser pulses. If the effective fluence is kept
at a value close to 0.2 J/cm? and the ratio of overlap is set a value close to 99.9%
for a pulse duration of 200 ns at wavelength of 1064 nm, the crystal grain sizes can
be enlarged. It should be kept in mind that if the laser focus is stretched in width
perpendicular to the scan direction, it will also have a great contribution to augment

the grain sizes far beyond several millimeters.

In Chapter [6] I show that the optimized values of the laser parameters and the optical
design let me develop device grade junctions. Diode-like structures can be processed
in situ over chips in any patterns. Moreover, the costs of fabrication can be reduced
due to absence of pretreatment and absence of preheating of the thin film solar cells.
The ultra-thin (below a thickness of 1 ym) Si films can be employed over great va-
riety of substrates. The key point is to determine which laser process parameters are

suitable for which types of IDLs and substrates.

In previous works, explosive crystallization was studied by experiments and simula-
tions. Due to inadequacy of the experiments to analyze the explosive crystallization in

a microscopical and time resolved manner, the simulations were performed in quasi
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1D (one dimension including the thickness of the film) domains in order to study the
effects of the thicknesses of Si layer and the substrates. However, quasi 2D (two di-
mensions including the thickness of the film) simulations have not been performed.
Moreover, the overlap ratios of the laser pulses have not been investigated in these pre-
vious works, but the explosive crystallization of a single pulse and its evolution were
investigated. In this thesis work, a detailed study on pulse overlap is performed and
the effects of heat accumulation at the surface is examined in detail (see Section[4.3).
In the light of this study, quasi 2D simulations can be performed and the evolution
of the explosive crystallization can be revealed and verified in a future study. As an-
other future prospect, the influences of the overlapping laser pulses can be studied by
computer simulations and compared with the experimental outcomes of this current
work. In further simulation based studies, the overlap of the laser pulses can be per-
formed by modifying the source term in Equation and replacing the term I, (t)
with Iy(x,t). The Iy(z,t) in source term can be used to represent the overlapping
laser pulses and as a result the heat accumulation on the film surface and controlled
quenching of the 1-Si layers can be studied computationally. The term [y(x,t) can

contain the time and spacial dependency of the laser illumination this way.

The theory of EC gives some hints on how long a pulse duration should be chosen for
LC process. Considering that a time interval of ~10!! s is necessary to thermalize
intrinsic electrons and to heat up the Si, the laser pulse duration should be set longer
than this time interval in order to maintain EC. As a result, it can be inferred that the
nanosecond pulsed lasers are the most appropriate tools and they are also capable of
great adjustment range. Since the velocity of the boundary propagation is not lower
than a value of 10 m/s in EC, the scan speed should be kept at a lower value in order
to maintain the slow quenching of the 1-Si for LC. In this study, it is shown that all

successful LC processes are performed below the EC boundary propagation velocity.

The research in Section4.3]also contains the effect of line focus irradiation. The com-
parison between the spot focus and the line focus can be done easily in view of the
previous 3 chapters. The line focus is found to be more adequate for accumulating
heat in larger areas than that of the spot focus. As a result of this, lateral heat accumu-
lation through the line focus lets the grains grow up to 2 mm. It should be noted that,

2 mm is not a fundamental limit but it is a practical limit of this work which reflects
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the size of the employed cylindrical lens and maximum pulse energy of the laser. It
can be deduced that the dimensions of the crystallites can be enhanced by elongating
the line focus and thereby by increasing the lateral heat accumulation along the width

of the scan direction.

An improvement can be suggested for line focus scan for the crystallinity of the Si
layers. This improvement can be performed by replacing the cylindrical lens with a
Powell lens which resembles an axicon lens in cylindrical analogy, i.e., it has a trian-
gular edge rather than a cone tip. If the Powell lens is positioned like the cylindrical
lens under the laser beam and the beam is made to scan throughout the apex edge
of the Powell lens, the incoming gaussian beam can be turned into a homogeneous
flat top beam. The beam can be widened up to a fan angle of 90°. This fan angle
determines how much the beam can be refracted from one edge to another of the out-
going beam that emerges from the base of the Powell lens. The difference between a

cylindrical lens and a Powell lens is shown in Figure [7.1]

\ Cylindrical Lens Powell Lens

\\J> @/

a) b)

Figure 7.1: Cylindrical Lens vs. Powell Lens [74]]

In Figure [7.1p, the angle between the lines connecting the edges at inside of the
Powell lens, is the fan angle. A gaussian beam profile can be converted to a flat-top
gaussian. This way, power homogeneity can be maintained through the illuminated
area of the line focus. The defects can be reduced (see Chapter 5] and the crystallinity

can be improved.

The heterojunction device designs can also be improved in order to fabricate better
ultra-thin solar cell applications. The optimization and maximization of the efficiency
of a solar cell is another subject which is a very deep and complex task. This task ne-
cessitates a work load that can be the subject of another thesis work. However, further

improved ultra-thin c-Si solar cell designs can be done in the light of this work (see
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Section [6.2]). Optimization of semiconductor stacks, anti-reflection coatings and sur-
face texturing and optimized metal contacts will result in higher values of efficiency

for an ultra-thin c-Si solar cell based on LC thin Si film.

Laser crystallization process has typically been conducted at elevated temperatures of
substrates and has utilized continuous wave light sources to avoid defects and attain
solar cell quality ~ 10 pm thick films. There has been a need to process the films
at the room temperature. The laser crystallization process with infrared irradiation
has been typically sustained with optical power in kW ranges. There has been a need
for lower process power for reduced fabrication cost. In solar cells, thicknesses of
deposited a-Si films have resided in the range of tens of micrometers. There has been
a need for ultra-thin Si solar cells for reduced use of Si source. In this dissertation,
the main motivation is to reduce the fabrication cost of c-Si films for the applications
of ultra-thin solar cells by performing in situ laser crystallization at room temper-
atures. Here, the elevated substrate temperatures and kilowatts of laser powers are
avoided and several improvements on crystallinity is successfully achieved via use of

IR nanosecond pulsed lasers.

These achievements can further be improved by optimizing the laser scan systems
in larger scales in order to produce ultra-thin c-Si solar cell and thin film transistor

applications at an industrial scale in the future.
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