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ABSTRACT

SELF-CONSISTENT RATE EQUATION MODELING OF BI-FUNCTIONAL
QUANTUM CASCADE STRUCTURES

Boyraz, Ozan Berk
M.S., Department of Micro and Nanotechnology
Supervisor: Assoc. Prof. Dr. Serdar Kocaman

Co-Supervisor: Prof. Dr. Alpan Bek

June 2023, [70] pages

This study presents a single, self-consistent model based on the rate equations that
accurately estimate the performance parameters for quantum cascade structures for
both lasing operation and photodetection operation. The steps of the model are the
solution of the temperature-dependent effective mass Schrodinger equation, calcu-
lation of the optical and the non-optical scattering rates between energy sub-bands,
electrical and optical analysis of quantum cascade structure, and estimating the fun-
damental performance parameters. This model can be utilized to design bi-functional
quantum cascade lasers/ photodetectors, which helps develop monolithic integration
for on-chip applications. Also, with the proposed simulation tool and the aid of com-
mercial software, a bi-functional device operating at 3 — 4 um spectral window is
designed, where the intrinsic wavelength shift is minimized while ensuring optimal

performance.

Keywords: quantum cascade lasers, quantum cascade detectors, self consistent rate



equation modelling, unique design for 3 — 4 um wavelength
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0z

IKI ISLEVLI KUANTUM KASKAT YAPILARIN ORAN .
DENKLEMLERIYLE KENDI KENDINE TUTARLI MODELLENMESI

Boyraz, Ozan Berk
Yiiksek Lisans, Mikro ve Nanoteknoloji Boliimii
Tez Yoneticisi: Dog. Dr. Serdar Kocaman
Ortak Tez Yoneticisi: Prof. Dr. Alpan Bek

Haziran 2023 , [70]sayfa

Bu calismada lazer ve fotodedektor olarak calisan kuantum kaskat yapilarin temel
performans parametrelerinin kestirimi i¢in oran denklemlerini temel alan, kendi ken-
dine tutarli bir benzetim modeli sunulmustur. Model, sicaklifa bagimli etkin-kiitle
Schrodinger denkleminin ¢oziilmesi, enerji alt bantlar1 arasi optik ve optik olmayan
sacilma oranlarinin hesaplanmasi, kuantum kaskat yapinin elektriksel ve optik ana-
lizi ve temel performans parametrelerinin kestirimi asamalarindan olugsmaktadir. Bu
model, ¢ip iizeri uygulamalarda yekpare entegrasyon icin iki iglevli laser/dedektor ya-
pilarinin tasariminda kullanilabilir. Ayrica, sunulan benzetim modeli ve mevcut olan
bagka bir ticari modelleme yaziliminin yardimiyla, 3 — 4 ym araliginda calisan, ci-
haz performansin1 bozmadan dalga boyu kaymasi azaltmasi sunan bir iki islevli cihaz

tasarlanmustir.

Anahtar Kelimeler: kuantum kaskat lazerler, kuantum kaskat dedektorler,kendi ken-
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dine tutarli modelleme, 3 — 4 um dalgaboyu i¢in 6zgiin tasarim
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CHAPTER 1

INTRODUCTION

1.1 Motivation and Problem Definition

Due to the increasing demand for high-speed communication and next-generation
wireless systems, there is a need for advancements in the transmission capacities of
communication systems. Photonic integrated circuits can replace traditional copper-
based technology. Photonic integrated circuits (PICs) are promising and in demand
since they offer higher speed data transfer rates, more energy efficiency, and com-

pactness when compared to traditional electronic circuits.

Silicon is a particularly attractive material for PICs due to its compatibility with
existing complementary metal-oxide-semiconductor (CMOS) fabrication processes
widely used in the semiconductor industry. It is possible to realize passive or ac-
tive devices such as waveguides, modulators, photodetectors, optical couplers, and
splitters on a Si-based PIC. Also, integrating III-V material-based active devices onto

Si-based PICs is commonly used.

In photonic integrated circuits, transmitters (laser) and receivers (photodetector) are
two key components. Using different types of laser and detector in a single chip intro-
duces difficulties and design complexity in fabrication. Also, it needs strict alignment
tolerances. Using a single epilayer for both laser and photodetection enables the fab-

rication of well-functioning and robust photonic integrated circuits.

A specific type of laser, based on intersubband transitions, called "Quantum cascade
laser (QCL)," can be used as a transmitter in photonic integrated circuits. Intersub-

band transitions were first presented by Kazarinov and Suris in 1971 [1]]. Their study



showed amplification of light is possible between two intersubband states. Due to
insufficient manufacturing technology, until the early 1990s, it was not possible to
manufacture and demonstrate the first quantum cascade laser. Faist and Capasso pro-
posed the first quantum cascade laser successfully in 1994 [2]. Many studies followed
their work. First QCL was on near to far infrared region, following studies extended
to the terahertz (THz) region. A quantum cascade structure can be utilized for also
photodetection. The idea of using quantum cascade structures as photodetectors were
presented by Hofstetter et.al [3]]. But the primitive design was not a functional device,
which shows poor detector performance. In the following studies, improved quantum
cascade detectors were introduced. This enables the generation and detection of the
same wavelength using the same epilayer material; it allows monolithic integration
for on-chip applications. However, obtaining the same wavelength for both laser and

detector is challenging due to the intrinsic nature of quantum cascade structures.

Although open source and commercial QCL design and simulation programs exist,
QCD simulation tools are not widely available since QCDs are relatively newer de-
vices than QCLs and have not drawn much attention than QCLs. For obtaining ac-
curate results, it is not directly possible to simulate QCDs within a QCL simulation
framework because photocurrents in QCDs are much smaller than the pump currents
of QCLs. [4]. In general, QCL simulation tools do not include the irradiation of the
designed structure since they focus on estimating some fundamental laser parameters
such as population inversion, the gain of the active region for stimulated emission,
threshold current, etc. Also, for dark current calculations, some mechanisms like im-
purity scattering, resonant tunneling current, etc. are not included which is negligible

for QCL modeling but important for accurate QCD modeling.

1.2 Proposed Method and Thesis Contribution

This study aims to fill the gap in QCL and QCD modeling and provide an open-source

simulation tool for modeling bi-functional quantum cascade structures.

The proposed simulation tool solves the effective mass Schrodinger equation and cal-

culates the transition rates between energy sub-bands based on Longitudinal optical
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phonon (LO-Phonon) and Interface Roughness (IFR) scattering. Based on the optical
dipole matrix element between states and state lifetimes, it returns a figure of merit

indicating the lasing probability and fundamental detector performance parameters.

Also this study proposes a design of a bi-functional quantum cascade laser and detec-
tor (QCLD) which offers reduced intrinsic wavelength shift between QCL and QCD.
For further studies, the proposed simulation tool can be used for designing various
QCLDs and the designed structure can be used as a source and receiver while de-
signing a photonic integrated circuit for on-chip applications. Finally, if other aspects
of the design steps such as waveguide design and thermal design are also studied,

designed QCLD can be grown in our lab.

1.3 The Outline of the Thesis Chapter Definitions

Chapter 1 gives the motivation and defines the problem while briefly introducing the

proposed model and thesis contribution.

Chapter 2 gives information about QCLs, QCL material systems, and commonly used

QCL modeling techniques.

Chapter 3 explains the QCDs and compares QCDs with another type of photodetec-
tors based on intersubband transitions, quantum well infrared photodetectors (QWIP).
Also, presents available material systems for the fabrication of QCDs. QCD modeling

techniques are given at the end of Chapter 3.

Chapter 4 gives the effective carrier scattering mechanisms that exist in quantum cas-

cade structures.
Chapter 5 gives a detailed explanation of the proposed simulation framework.

Chapter 6 provides some simulation outputs, starting from simple structures to more
complex ones such as the evaluation of longitudinal optical phonon scattering in a

single quantum well simulation of QCL and QCD.

Chapter 7 presents a bi-functional device design for 3 — 4 um window with design

considerations.



Chapter 8 concludes the study and discusses future work.



CHAPTER 2

QUANTUM CASCADE LASERS

A specific type of laser based on intersubband transitions are called "Quantum Cas-
cade Laser (QCL)". In this chapter, quantum cascade lasers are explained, starting
from interband and intersubband transitions, then active region of QCL, commonly

used material systems, and modeling techniques.

2.1 Interband vs Intersubband Transitions

If there exists a bandgap between two energy states, curvatures of these states in the E-
k diagram (dispersion diagram) are oppositely signed and transitions between these
states are called interband transitions, since transitions occur from valence band to
conduction band, or vice versa. These transitions generally end up with the generation

or recombination of carriers.

In contrast, if two energy states are in the same band (conduction band or valence
band), their curvature in the dispersion curve is similar. If transitions take place within

the same band, these types of transitions are called intersubband transitions.

Figure [2.1]illustrates the interband and intersubband transitions and their representa-

tion in the E-k diagram.

The existence of the bandgap limits the transition energy in interband transitions.
Energy values for transitions that are lower than bandgap are forbidden. Therefore
material system limits the energy of transitions. On the other hand, transition en-
ergies for intersubband transitions can be engineered by adjusting the quantum well

thickness, which enables working over a wide energy range.
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Conduction Band Conduction Band

Valence Band Valence Band

(a) (b)

Figure 2.1: (a) Interband and (b) Intersubband transitions in a heterojunction quantum

well

2.2 Active Region of Quantum Cascade Laser

If layers (layer thickness are in order of a few angstroms to a few nanometers) of two
or more different materials (or materials with different lattice constants) are brought
together, artificially engineered structures can be formed, and these structures are

called superlattices. A typical superlattice energy diagram is illustrated in Figure [2.2]

Conduction Miniband

i.___: - ---I
| I i I B
] I l I
Heavy-hole Miniband
| oL |
___J B - - EV

Figure 2.2: Conduction and valence band energy diagram of a superlattice, redrawn

after [5]]

The energy diagram bends if an electric field is applied to a superlattice structure.
By controlling the amount of applied E-Field, it is possible to locate the ground state
of the well close to the excited states of the following wells. Figure [2.3] shows a

superlattice under e-field [1]].



hConr:Iuction Band
-

Figure 2.3: Conduction band energy diagram of a superlattice under E-Field, redrawn

after [1]]

However, this type of structure is hard to realize since the structure operates un-
der unstable e-field regions of negative differential resistance [5]. To implement a
laser based on intersubband transitions electrical stability at the operating point is a
must, population inversion should be achieved, and the resultant gain should over-
come waveguide and other active region losses [S)]. A simple superlattice under the
e-field is not enough to meet the requirements mentioned above. A special design is
needed, and the first design which accomplishes all of these requirements was intro-
duced by Jerome Faist and Federico Capasso [2]]. Their proposed structure consists of
3 building blocks: Injector region, gain region, and relaxation region. Active region
consists of a periodic arrangement of these 3 building blocks. Figure [2.4]illustrates

the injector, gain, and active region.



Radiative Emission

v
Non-radiative relasation
E v :
i1 \
|
Injector Region Gain Region Relaxation Region

Figure 2.4: Building blocks of a QCL

The gain region is the region where the population inversion is achieved and main-
tained. Energy levels responsible for laser transition are located inside the gain region.
The injection region is responsible for stepping-up energy level compared to the band
edge and injecting the electron onto the gain region by resonant tunneling [6]. The re-
laxation region extracts the electron from the gain region and in fact, it behaves as an
injector of the following gain region. The presence of injection and relaxation regions
also comes with advantages. They prevent the formation of electrical domains, reduce
the applied e-field to the period, and maintain the population inversion by blocking

the electron escape from the upper lasing level in the gain region [35, 16, [7].

2.3 QCL Material Systems

When two different types of material are brought together (called heterojunction),
their energy bands interact. Under zero bias, energy bands of different materials
relatively align to ensure the continuity of the Fermi level. At the interface of two
different materials, the discontinuity of energy bands due to that relative alignment is
called band offset. Heterojunction interfaces can be classified into three types. Type-I
heterojunction is formed when the conduction band of the first material is greater than
the second one, while the valence band of the second material is greater than the first

one. Type-I heterojunctions are also referred to as straddling gap heterojunctions.



In Type-II heterojunctions (staggered gap), both the conduction band and valence
band of the second material are lower than the first one, but the conduction band of
the second material is higher than the valence band of the first material. If the first
material’s conduction band and valence band are higher than the second material’s
and the conduction band of the second material is located below the valence band, the

formed heterojunction is called Type-III (broken gap).

Figure [2.5]illustrates three different types of semiconductor heterojunction band

structures.
CB CB — CB ———
AE AE. AE
VB
VB——
AE, AE, AE,
VB ——

(a) (b) ()

Figure 2.5: Different band alignments in semiconductor heterojunctions. (a) Type-I,

(b) Type-I1, (c) Type-I1I

Quantum cascade lasers are Type-I structures, and their transition energy is limited
by conduction band discontinuity and also influenced by electron effective mass. Ta-
ble [2.1] gives examples of material systems used for fabricating short-wavelength
QCLs, their conduction band discontinuity, achieved wavelength, and characteristic

temperature of operation.

Obtaining smaller photon energy than the conduction band offset is due to the thermal
escape of electrons to continuum states or states in the other valleys, as illustrated in
Figure [2.60 When the thickness of the quantum well decreases, the energy of the
emitted light between energy subbands increases. The leakage of carriers to the indi-
rect valleys becomes more pronounced. In fact, the efficiency of lasers operating in
this range of wavelengths is mainly hindered by carriers escaping into the surround-

ing environment due to thermal activation, scattering of carriers towards different

9



Table 2.1: Different material systems used for short-wavelength QCLs

Material System AE¢(meV) | Ephoton (MeV) | Aphoron (#m) | Temperature (K) | Reference
GaAs/Alp 33Gag e7As 297 107 11.5 96 18]
GaAs/Alp33GaggrAs 297 120 9.3 166 [9]

InGaAs/AllnAs 520 108 11.5 170 [10]

InGaAs/AllnAs 520 138 9 190 [11]

InGaAs/AllnAs 520 159 7.8 164 [12]

InGaAs/AllnAs 520 238 5.2 114 [13]

Ing 7Gag3As/AlggIng 4As 800 288 43 188 [14]
Ing.7 GagsAs/AlggIng 4As 800 355 3.49 85 [15]
Ing 73Gag a7 As/AlAs 1000 326 3.8 143 [16]
Ingr3 GagarAs/AlAs(Sb) 1600 375 33 101 [17]
Tnig.73Gag.or As/AlAs(Sb) 1600 344 3.6 116 (7]
InAs/AISb 2100 375 33 200 [18]

valleys, and reabsorption of carriers within the extraction region. Additionally, de-
veloping lasers that emit at these wavelengths requires the utilization of very thin
quantum wells, demanding precise management of interface roughness and material
strain during the growth process. As layers get thinner, small surface irregularities at

the layer interface lead to increased losses and scattering.

Another limitation of QCLs is heating at high power levels. Typically, as the temper-
ature of the device increases, carrier scattering rates tend to increase, which limits the
performance of the device. Therefore, to maintain stable operation, generated heat
must be effectively removed by proper thermal management. Also, at high power

levels, non-linear effects arise, and they limit the maximum achievable output power.

In conclusion, while designing QCLs, there are trade-offs between power, reliability,

and efficiency.
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= Conduction band of other
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Scattering to other valley

ety Scattering to continuum

Figure 2.6: The escape of electrons onto continuum or other valleys

2.4 QCL Modelling Techniques

Modeling quantum cascade lasers mainly consists of three modeling steps:
1. Numerically solving Schrodinger-Poisson Equation to obtain the energy levels
and wave functions will be inputs of the carrier transport model.

2. Carrier transport modeling to investigate the physical process and obtain key

per formance parameters.

3. Optical resonator modeling to obtain aspects of the cavity.

Figure [2.7)shows three main modeling steps.

Numerically Solving Carrier Transport Modeling Optical Resonator & Waveguide
Schrddinger Equation -Carrier densities in energy Modeling
> subbands 5 -Interaction with the optical field
-Energy levels - Current densities -Optical cavity modeling

-Wavefunctions

Figure 2.7: Main steps of QCL modeling

Detailed information on numerically solving Schrodinger Equation is provided in

Chapter [5} This chapter will investigate different approaches to carrier transport

11



modeling from the literature, such as the rate equation model, ensemble Monte Carlo

(EMC) model, and non-equilibrium Green’s function (NEGF).

While selecting the carrier transport model, like in every computational problem,
there is a trade-off between complexity and accuracy. It is possible to classify car-
rier transport models into two groups: semi-classical and fully quantum mechanical
models. Also, another classification of the models can be done as empirical and self-

consistent models.

L (2) “(b)l"», R :“(c)l‘a IR

| Complexity, accuracy >

Figure 2.8: Comparison of (a) Rate Equation Model, (b) Ensemble Monte-Carlo
(EMC) Method, and (c) NEGF for QCL modeling [19]

Figure [2.§]illustrates the complexity of three different carrier transport models. (a)
the rate equation approach is the simplest but most widely used model in the liter-
ature. (b) is the Ensemble Monte Carlo model (EMC). The EMC method is more
accurate than the simple rate equation model. (c) the Non-Equilibrium Green’s Func-

tion approach is the most accurate while being the most complex.

2.4.1 Rate Equation Model

The rate equation model aims to investigate the carrier transport process by find-
ing the evolution of electron and photon densities by a system of coupled differential
equations. This approach considers electron injection-transportation-relaxation, stim-

ulated/spontaneous emission, absorption, and scattering processes. Using rate equa-
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tion models is advantageous since it is numerically efficient, intuitive, and provides

important insights into the behavior of the structure [20].

In the rate equation model, injectors are represented as a single energy level, and in
the active region, it is assumed that there are three states. Figure [2.9shows the active

region with injectors.

fag Tase
e 3 »
Injector
T3z M Ty g5(ns-ny)
P 4
il
1 h J
Ny
Injector

Figure 2.9: Three-level modeling of the active region with single energy level injec-

tors, redrawn after [3]]

Lasing occurs between 3™ and 2™ states. .J/qq is the electron injection rate from the
injector’s ground rate onto 3™ energy level. Tif is the total scattering rate from i

state onto j state. Lifetime of 3" state is expressed by Equation :

3l = T T T A Tese (2.1)

The electron escape rate onto the continuum is represented with a rate of 7. . Change
rates with respect to time in the active region can be expressed as:
dn3 J ns
— =————=95,(ng—n 2.2
dt e T3 (3 2) 2.2)
dns  mns ng — nierm
— = —+4+15,. (n3 —ng) — 2.3
dt T32 ge ( 3 2> T2 ( )
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ds
= ¢ (gc (n3 — ng) — Oétot)S + BE (24)

dt Norefr Tsp

Where n4*™ is the population of 2" energy level at thermal equilibrium, and it is

approximately equal to:

ny"™r ™ = ngexp (—A/KT) (2.5)
A =EfIe — By (2.6)
471'62 2322
- =i 2.7)
g 6Onrefr)\ 2")/32[4;0

With the assumption of 75, > 73 below the lasing threshold, dn;/dt values, and S are

equal to zero.

Since ng3 is pumped by the injector at a rate of .J/qo,

nsg = J7'3/€ (28)

An = ng — N9 (29)

By combining Equation [2.§]and Equation [2.9] population inversion can be found as
in Equation [2.10]

An— I (1 _ 2) — pytherm (2.10)

e T32

In Equation [2.10]above, 7 terms can be grouped and written as follows:

Tepp = T3 (1 — 72/ T32) 2.11)
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Then, Equation [2.10]becomes:

J
An = —T(jf L _ pytherm (2.12)

Following deductions can be made from [2.12]as follows:

e 7.sr > 0, population inversion exists ( 7o < T32).

o If 735 > 15 then 7.4 is approximately equal to 73 .

At the threshold:

Qor = gcAN (2.13)

Then, threshold current density can be expressed as:

therm
T — e&tot/gc + N2 (2.14)
Teff
Then, by interting Equation into Equation [2.14:
1 €N eer )\ (2 32)
J — T p Y o therm 215
th Tort Aol 2y Qitot + ENY ( )
For J > J,;, , An becomes constant, and as J increases, S increases linearly.
dP dS N, hv Ay 1 Teff
— =NhVa,— = -2 ’ 2.16
dl PtV Am 1 g € Quot Teff + T2 2.16)

Equation [2.16]gives the slope efficiency where 1 is the loss of the front mirror.

Figure [2.10]illustrates the population inversion and photon flux versus injected cur-
rent. By analyzing Equation [2.15]and Equation [2.16], a highly efficient laser with a

low threshold current can be designed by considering the following parameters:

e Large upper to lower state lifetime ratio i.e. large 735 /7.
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Figure 2.10: Injected current density vs population inversion and photon flux [35]

e Low Qaveguide-
e Small V32-

[ ngh T3.

It is possible to group rate equation models as empirical rate equation model and
self-consistent rate equation model. The empirical rate equation model relies on phe-
nomenological equations and empirical parameters such as experimentally measured

scattering rates. It does not take into account the detailed microscopic processes.

In the self-consistent rate equation model, intersubband scattering rates, i.e. Tij_l

values are determined based on material parameters (for example effective mass) and
do not rely on any experimentally measured lifetimes [4]. In the self-consistent rate
equation model, generally optical cavity field is ignored, therefore, they model the be-
havior of the structure until population inversion is achieved. A detailed explanation

of the self-consistent rate equation model will be explained in the following sections.

2.4.2 Ensemble Monte Carlo Method (EMC)

The Boltzmann equation governs the carrier transport between energy states in a sys-

tem consisting of multiple quantum wells [21]].
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di fix = Z Z (Wik i fixw — Wik jx fix) (2.17)
Jj K

where the overall scattering rate can be expressed by the sum of different scattering

mechanisms:

Wi = > Wit (2.18)

fix 1s the state occupancy probability at time . EMC method is utilized for solving
Equation [2.18|numerically. Simulations are conducted until convergence is reached.
Simulation time t;,,, consists of J; time steps that provide precise numerical reso-
lution. Thanks to the periodicity of the quantum cascade structures, a representative
part of the structure consisting of a few periods is considered in EMC simulations to
reduce the computational effort. Also, to reduce the number of iterations, initial state

occupancy probabilities can be calculated by Maxwell-Boltzmann distribution:

£ (Ba) = exp [— (B — E) / (ksT})] (2.19)

An example of EMC algorithm is given in Figure 2.11]

After finding the number of electrons that scatter from one period to other neighbor
periods, Ay, and the number of electrons in the central period, V., in a time step A,
, for sheet doping density per period is n®, the current density can be calculated as

follows:

Ayen®
J = AN, (2.20)

2.4.3 Non-Equilibrium Green’s Function (NEGF) Method

Quantum cascade devices are in the nanometer scale. At carrier transport in this
scale, quantum effects are significant. To model precisely and accurately a device in

nanometer scale, a fully quantum mechanical carrier transport model is required. The
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Figure 2.11: Flowchart of EMC algorithm, redrawn after [4]

Non- Equilibrium Green’s Function (NEGF) method provides a theoritical framework
for quantum transport at the nanometer scale devices such as quantum dots, nanowires
and quantum cascade structures, etc. NEGF method allows the calculation of some

transport properties such as current-voltage characteristics, density of states, etc.

Some non-equilibrium effects such as carrier heating, energy relaxation, and velocity
overshoot, which are important for accurately modeling QCLs can be handled with
NEGF method. In contrast, rate equation models and EMC methods assume thermal
equilibrium or average carrier distributions, which may not capture the full dynamics

of carrier transport in QCLs.

While the NEGF method offers higher accuracy, it requires more computational com-
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plexity when compared to other carrier transport models. Also, higher computational
times are required, which makes application of NEGF method unpractical in some
cases where multiple iterations during the design is needed such as optimization prob-

lems.
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CHAPTER 3

QUANTUM CASCADE DETECTORS

Intersubband transition in multi-quantum well structures (MQW) was observed by
West et.al. in 1985 first [22]]. Using the intersubband transitions for the detection of
incident radiation was introduced in 1987, and the proposed structure was the first
demonstration of photoconductive quantum-well infrared photodetectors. Following
the fabrication of the first quantum cascade lasers and advancements in QCLs, the
idea of using quantum cascade structures as photodetectors were proposed [3]. A
Quantum cascade detector is a photovoltaic photodetector that enables intersubband

(ISB) transitions.

3.1 QWIP vs QCD

Quantum well infrared photodetectors (QWIPs) and QCDs have similar properties.
Both of them are unipolar i.e. current is generated due to electrons only, they both
use ISB transitions for the detection of incident light and since LO phonon scattering
is utilized in QWIPs and QCDs they offer fast operation [19]. Figure illustrates
the operation of QWIP and QCD.

Besides their similar properties, QWIPs and QCDs have some differences. In gen-
eral, QWIPs operate in photoconductive mode which needs to be biased where QCDs
can operate under zero bias since they are in photovoltaic mode [23]]. Therefore, in

comparison with QWIPs, QCDs have very low dark current.

When QCDs are compared to QWIPs, QCDs have some advantages over QWIPs.
The design complexity of QCDs is higher than QWIPs, which offers more degree
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Figure 3.1: Illustration of operations of QWIP and QCD respectively [19]

of freedom while designing [19]. Therefore, they can be tailored to operate over
a wide range in the electromagnetic spectrum, providing versatility and suitability
for spectroscopic applications. They can reach high speeds of operation and they
can operate at room temperature without a need for cooling. Also, QCDs exhibit
low noise characteristics. On the other hand, the fabrication process for QCDs is
more complex compared to QWIPs, and precise control is needed when fabricating
QCDs. QCDs have a narrow field of view, and their quantum efficiency is lower
compared to QWIPs. As the operation wavelength increases, the performance of
QCDs degrades. QCD technology is relatively new than QWIP technology; therefore

QCDs have limited maturity, and they are commercially less available.

3.2 Material Systems

QCL material systems can be adapted for QCD designs. Table [3.1] and Figure [3.2]
from [19] gives some examples of materials systems used for the design of short

wavelength QCDs from the literature.

Table 3.1: Different material systems used for short-wavelength QCDs

Material System AE.meV) | Epnsiion (meV) | A(um) | Reference
GaAs/AlAs 1110 550 2.25 [24]
Ing 53 Gag.a7As/Alg.as Ing 52 As 520 320 3.87 [23]
Ing.¢1Gagg9As/Alg 5500 45As 610 319 3.87 [25]
GaAs/Ing 73Gago7As 1000 326 3.8 24]
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Figure 3.2: Material systems used for fabrication of QCDs and corresponding wave-

length ranges [19]

3.3 Modeling Techniques

In principle, QCD modeling is similar to QCL modeling, which is explained in Chap-
ter 2| First, the Schrodinger equation must be solved to find wavefunctions and
energy eigenstates. Then, carrier transport is modeled to obtain the key performance
parameters of the detector. However, the direct application of QCL models onto QCD
structure is not accurate since currents (even under radiation) in QCDs are much
smaller than the pumping currents of QCLs [19]. For dark current calculations of
QCDs, the resulting current densities in an irradiated design are too small. All pos-
sible components (tunneling current and various scattering mechanisms, which are
generally ignored while modeling QCLs) which contribute to the current must be
considered. Therefore, direct application of QCL carrier transport models to QCDs is

not possible and would not be accurate.

Since QCDs are relatively immature devices than QCLs, there are fewer QCD models
available in the literature. For the carrier transport in QCDs, rate equation models

[26, 27, 28], EMC [4, 29, 30], and NEGF models [31] are presented in the literature.
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Figure [3.3] gives an overview of self-consistent rate equation modeling of quantum

cascade detectors.

Solving Schrédinger Equation Obtaining Scattering Rates
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Figure 3.3: Self-consistent rate equation modeling of quantum cascade detectors

Effective mass Schrodinger Equation is solved numerically, and wavefunctions and
energy levels are obtained. I ; is the mean scattering rate per electron from subband
i to subband j. With energy levels, wavefunctions, and some material parameters,
scattering rates will be calculated. W; ; consists of optical and non-optical parts. The
non-optical process is due to scattering by phonons, other electrons, interface rough-
ness, impurities, etc. The optical term stands for photon absorption or emission. For
dark conditions, the optical term is neglected. The dominant non-optical scattering
process in quantum cascade detectors is LO phonon scattering, but other items also
must be considered for accurate calculation. For the calculation of current in quan-
tum cascade detectors, the density of electrons in each sub-band must be calculated
first. Carrier dynamics are also affected by the next neighbor period’s states. Assum-
ing that electron densities are periodically the same with the structure and interaction
between wavefunctions are only with the nearest neighbor period and thanks to the

translational symmetry of the structure, the number of equations to be solved can be

reduced.

Before solving the rate equations, two assumptions are made:
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e In each period, sum of electron densities in each state is equal to dopant density.

o At steady state dn;/dt = 0.

After, there are N non-linear differential equations and they will be solved by an it-
erative process. In the first iteration, the density of electrons will be selected as their
thermal equilibrium value, and scattering rates between subbands (i.e IV; ; ) will be
calculated with respect to that values. After each iteration, electron densities are cal-
culated and given as input to the differential equation system. Electron densities will
converge after some number of iterations. Calculations will be finished when con-
vergence is reached. To calculate current density, a plane between two neighboring
periods will be selected as a reference plane. If the difference between forward and
backward current densities is taken, the total current density can be calculated, and

detector characteristics can be obtained with this information.
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CHAPTER 4

CARRIER SCATTERING MECHANISMS IN QUANTUM CASCADE
STRUCTURES

An electron or a hole moves in an ideal crystal lattice without any defects, it will main-
tain its movement in that state until infinity. In practice, the charge carrier changes
its state due to defects and imperfections and this event is called as carrier scattering.
From the quantum mechanical perspective, in time-dependent perturbation theory,
Fermi’s Golden Rule formulates the scattering between states due to a small pertur-
bation. Transition rate from an initial state |i), with an energy F; to a final state |f),

with an energy £ under time-dependent perturbation H’ can be expressed as follows:

i‘za(Ef _E) @.1)

Wief:Z‘f’ﬁ
f

1| term represents the matrix element of perturbation between

In Equation ‘ f ‘]TI

state |¢) and state |f).

4.1 Longitudinal Optical Phonon Scattering

Wi = W2 - Wi (4.2)

) if —emission if —absorption

Figure [.1a] shows various type of scatterings and Figure [#.Ib|shows LO-phonon

scattering in E-k diagram
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Figure 4.1: LO-phonon emission and absorption in E-k diagram

4.1.1 Scattering due to LO-Phonon Absorption

In case of scattering due to LO-phonon absorption from an initial state i|k; > to final
state f|k; >, at T=0 K with initial and final wavevectors k; and & respectively, can

be expressed as:

m*e?wro T (Q)
Wiy = T%Z/O df o (4.3)

where

[N

Q= (k’f — k]% — QkiZkfcosﬁ) 4.4)
2m*

k} =k + —5~ (Bi = Ey — ) (4.5)

6;1 =t —¢! (4.6)

’

w( ) (2) @

17(Q) = /dz/dz’xi (2) xs (2) R
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In the equations above, m* is electron effective mass, e is the unit charge, wy, is
LO-phonon frequency, e, is high-frequency relative permittivity, €, is static relative

permittivity. To further simplify,k; is assumed to be zero. Then,

Q =k (4.8)
where
2m* 2
and Equation {.3|becomes:
* 2 [if kz
Wi — f = 2 &wrLom <' ) (4.10)

To obtain the scattering rate due to LO-phonon absorption at non-zero temperature,

Equation [4.10]is multiplied by:

1
14+n= {e;cp {MZ;O} - 1] 1 @.11)

where 7 is the thermal population of LO-phonons.

4.1.2 Scattering due to LO-Phonon Emission

In case of scattering due to LO-phonon emission from an initial state i|k; > to final
state f|k; >, at T=0 K, Equation and holds. However, in the case of LO-

phonon emission,

2 *
k2= K2+ h—”;b (E; — Ey + hwyo) 4.12)

For simplification,%; is assumed to be zero. Then,

Q =k (4.13)
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2m

In case of LO-phonon emission Equation [{.3]becomes

Wi f = m*e*wrom IV (k)

4.15
I<L2€p ]{if ( )

To obtain the scattering rate due to LO-phonon absorption at non-zero temperature,

Equation [4.T5]is multiplied by:

hw =
n= [exp { LO} — 1] (4.16)

4.2 Interface Roughness Scattering

During the growth of quantum cascade layers, imperfections cause roughness at the
interfaces. Interface roughness introduces scattering centers which leads to the elastic

scattering of electrons.

For 1-D case, IFR scattering rate can be expressed as:

1 m* - m q2<9)A2
— = —A\%A? F”/ - | df 4.17
T;;zter,]R h3 ; m 0 exrp < 4 ( )
where
~ Qm*E,
q= o (4.18)
E;; = E; — E; (4.19)



4.3 Radiative Scattering Rate

The radiative scattering rate between two states is expressed as:

o 2 2 2
e — CLOCOSTO) ()

267180

r
(1) — Bi| — hw)” + (T/2)?

(4.20)

In Equation |4.20, w is angular frequency of photons, I is FWHM of transitions, ¢
is the photon flux and 6 represents the angle between electromagnetic radiation and

growth direction.
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CHAPTER 5

SIMULATION FRAMEWORK

In this chapter, implemented simulation framework is explained in detail. Apart from
available open-source simulation tools in the literature, simulation framework is capa-
ble of solving quantum cascade laser and quantum cascade detector structures. Simu-
lation framework includes a Schrodinger-Poisson solver, which solves effective-mass
Schrodinger-Poisson equation with either transfer matrix approach or finite differ-
ence method at conduction band and finds the energy eigenstates with wavefunctions.
After finding energy eigenstates and wavefunctions, scattering rates between energy
eigenstates are calculated, based on the equations provided in Chapter 4 Simulation
framework is based on self-consistent rate equation model as the carrier transport
model. In order to find carrier densities in each energy eigenstate, rate equations
are solved by a numerical method called 4" order Runge-Kutta method which is im-
plemented within the simulation framework. Also, alternative Runge-Kutta-Fehlberg
method is implemented too. Finally, code computes some performance parameters of

the device.

5.1 Overview of Simulation Model

Figure shows the code structure. The entire code is written in the MATLAB and
modules are separate .m files, where each module is responsible for the calculation of

specific outputs.

The user defines the input structure by writing the material, material thickness (in
nm), the doping density of the layer (in cm™), applied E-field/bias voltage, applied

illumination and temperature in input_file.m script. Materials are located in a .csv
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materialDB.csv

i ternary.m

{ SchrodingerPoisson1D.m ]

idendification_function.m

radiative rates.m nonradiative rates.m

rate_equation_solver.m

current_solver.m

Figure 5.1: Structure of the code

file. To add or modify material parameters, .csv file can be edited. Also, the ternary

script allows the construction of ternary alloys with varying mole fractions.

After creating the input file, the "Schrodinger Poisson 1D" script runs. This script
solves the self-consistent Schrodinger-Poisson equation, with material parameters
taken from the material database. It outputs the wavefunctions and the band dia-
gram data. This step is the most time-consuming part of the simulation. Therefore,
to ease the use of the code, the output of the solver is saved as a .mat file named as

"Schrodinger Solver Output".

The identification function is the function that determines the wells and barriers in
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the input structure and automatically labels the energy eigenstates with their corre-
sponding wavefunctions. Users can modify the labeling for specific purposes in the

identification function.

Radiative and non-radiative scattering rates are calculated separately by two different
functions: radiative rates function and nonradiative rates function. These functions
read the material parameters such as effective mass, LO-phonon energy, etc. from
the materials database. For an N-level system, rate functions output Nx /N matrices
of radiative and non-radiative scattering rates. It is possible to activate/deactivate

different scattering mechanisms inside the function.

The rate equation solver function computes the steady-state carrier densities in energy
sub-bands by solving a system of differential equations with N variables, with 4"
order Runge-Kutta method. As an alternative numerical solution, the Runge-Kutta

Fehlberg method can be selected in this module.

The current solver function calculates the current through a reference plane. Then,
inside the FoM script, some figures of merits and performance parameters are calcu-

lated.

5.2 Schrodinger-Poisson Solver

In QCLs and QCDs, carrier transport takes place in the conduction band. Let 2 axis
be the growth direction and x, y are in-plane directions, and consider only the con-
duction band. This approach called as Ben Daniel-Duke model [32]. Within this

approximation, one dimensional Schrodinger equation can be expressed as:

hQa L 0, +V E =0 5.1
5 Zm*—(z) .+ V(z2) - Y(z) = (5.1)

In quantum cascade systems, electrons are not bound since the energy of the eigen-
state may exceed the barrier height, especially under the e-field. However, electrons
stay in the quantum wells for a substantial time. Therefore, electrons are quasi-bound.
Equation [5.1] must be solved numerically for quasi-bound states to obtain energy

eigenstates and wavefunctions. The transfer matrix approach and finite difference
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method are widely used numerical approaches to solve Equation [5.1]

In the transfer matrix approach, the potential is assumed to be composed of linear
and piecewise-constant segments. Then, analytical solutions for each segment are
investigated, a transfer matrix relates two successive segments, and using boundary
conditions, transfer matrix elements are computed numerically. Then, energy eigen-

states and wavefunctions are calculated by using these matrix elements.

Initial Electron Density

Solve the Schriodinger Equation

Calculate the New Electron Density

Does Electron Density Changes
Significantly?

Self-Consistent Solution

Figure 5.2: Schrodinger-Poisson Solver Flowchart

In the finite difference method, z axis is divided into n equally spaced points with A,
grid spacing, and Equation [5.1]is transformed to a finite difference equation. Later,
discredited 1-D Schrodinger equation is solved by setting wavefunctions zero at the

start and end points of the simulation window.

To include the electrostatic interactions, an additional term from the Poisson equation
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is combined with the Schrodinger equation, and the resultant equation is called as

Schrodinger-Poisson equation.

The Schrodinger-Poisson solver used in this model is adapted from an open-source

work [33]]. The flow of the Schrodinger-Poisson solver is given in Figure [5.2][34].

Schroédinger-Poisson solver module needs an input file that defines the substrate, ap-
plied e-field (V/m), temperature (K), and material layers with their thickness (nm) and
doping density in the layer (in cm™). The material database included the following
substrates: GaAs, AlAs, InAs, InSb, GaSb, AISb, InP, GaP, AIP, Si, Ge, and SiGe.
Material parameters are located in the database and one can add different materials
or edit existing materials by inserting the new material parameters. Default material
parameters are taken from [35,36]]. Also, If necessary, the ternary alloy compositions

can be arranged inside this module.

Schrodinger-Poisson solver includes two different algorithms: The Finite Difference
Method and the Transfer Matrix Method. Either of them can be selected. It is optional

to activate the strain model in the code.

Some important parameters which affect the computational time and accuracy are
the resolution of the grid, the number of output wavefunctions, and the number of
Poisson loops. If non-converging results are obtained, improving the resolution and
increasing the number of Poisson loops may give converging results. However, it
increases the computation time. After some point, further improving the resolution
and increasing the number of loops does not significantly improve the performance
of the solver. Therefore, to maintain computational efficiency, the user should find an

optimal point for the number of loops and grid resolution.

Schrodinger-Poisson solver provides the following outputs for finding the scattering
rates: position-dependent wavefunctions, and conduction band energy. This module

is the same for both laser and detector operations.
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5.3 Solving Rate Equations to Find State Electron Densities

For calculation of the current in a quantum cascade structure, electron densities in
each energy sub-band must be calculated. The rate of change in sub-band ¢ can be

expressed as:

‘ZZZ’ =N Wi —n Y Wiy (5.2)
JJF# JJFi

W, ; is the mean scattering rate, including all optical and non-optical scattering rates

from sub-band 7 to sub-band j. Since quantum cascade structures exhibits transla-

tional symmetry, considering two adjacent periods far enough from contacts would

be enough for calculations. Let A and B be two adjacent periods and sub-bands in

period B represented by superscript +. Due to translational symmetry, Equation

can be expressed as [37]]:

dn. N N
= 2 nWiimm ) Wi
j=1,j#i j=1,#i (5.3)
N N .
+ Z nj (Wj,ﬁ + I/Vjﬂi) —n; Z (VV#J + Wi’jJr)
J=1j#i j=1,j#i

For a N-level system, structure is represented as a system of differential equations

with N variables which is given in the Equation
Q'(t) = AQ (t) (5.4)

where ()(t) is the matrix of rates and A is the matrix of coefficients, expressed in

Equations [5.5] [5.6]

nq (t)
%) (t)
Q)= | .. (5.5)

TLN(t)
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A= |+ - : (5.6)

any -+ AaNN

In the code, "rate equation solver" block forms the A matrix. At that point, a system
of differential equations must be solved. For this purpose, two different solvers are
implemented in the code: 4™ order Runge-Kutta method and Runge-Kutta-Fehlberg
method.

5.3.1 Fourth Order Runge-Kutta Method

The 4" order Runge-Kutta method (RK-4) is a method to find approximate solutions
to differential equations when finding the exact solution is not straightforward. The
upgrade mechanism of the method is expressed in the following equations, where y(t)
is the function of time with initial value y, at time instance of ¢, and h is the step size.

Method aims to estimate the slope of the solution at time ¢.

——= =y t)=f(y®), 1), y(t)=1yo (5.7)

Given the initial conditions, the method estimates the value of exact solution at the
next time step by finding intermediate values (or slope at the midpoint between cur-

rent time step and the next time step), ki,k2,k3,k;4.

ki = f(y" (%), to) (5.8)

ky = f (y (to) + klg,to + g) (5.9)
ks=f (y (to) + kzg,to + g) (5.10)
ky = f(y* (to) + ksh,to + h) (5.11)
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After finding the intermediate values, value of the exact solution at the next time step

can be calculated by weighted average of intermediate values as follows:

k1 + 2ko + 2ks + ky

y* (to +h) = y* (to) + 5

h =y (to) + mh (5.12)

where m represents the weighted average of intermediate values:

ki 4+ 2ko + 2ks + ky
m = 5

(5.13)

Note that ko and k3 weigh more than %k, and £, since they yield a better estimate.

Steps are repeated until until the time interval is covered.

Considering Equations 4™ Order Runge-Kutta method becomes

by = AQ (1) (5.14)
. h

ky = A <Q (to) + k5 ) (5.15)
h

ka = A(Q" (to) + ksh) (5.17)

ky + 2ko + 2ks + ky
6

Q" (o +h) = Q@ (to) + h=Q (t)+mh (518
for

B ki + 2ko + 2ks + ky
N 6

m (5.19)

In summary, associated rate equations for different energy levels is solved by this

method.
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5.3.2 Runge-Kutta-Fehlberg Method

As an alternative to the 4™ order Runge-Kutta method, Runge-Kutta-Fehlberg (RKF)
method is implemented too. The RKF method is particularly useful when the desired

accuracy of the solution is not known.

T y/(t) = f(y(t)v t)? y<t0) =Y (5.20)

Similar to RK-4 method, k1,ks,k3,k4,k5,kg are sets of intermediate values to be calcu-

lated.

ki1 = f(y*(to), o) (5.2
. h h
ky = f(y"(to) + klZatO + Z) (5.22)
3h 9h 3h
ks = f(y"(to) + kl— + ky=—,to + —) (5.23)
32’ 8
19324 7200h 7296k 12h
ky = Fly*(to) + k —k k t 5.4
1= FW (b)) + kb ygr = Reg o +Hhs 5o o+ 150) (5.24)
. 439h 3680h 845h
ks = f(y*(to) + k1 516 ko8h + k3 13 k’44104 o+h) (5.25)
8h 3544h 1859h 11h h

5" order estimate is expressed as:

25h 1408~ 2197h h
Y (to + ) = y*(to) + k1 + k3 + ky — ks

— 5.27
216 2565 4104 5’ (5-27)

Where 4" order estimate is expressed as:
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_ 16h 6656h 28561h 9h 2h
* (t h) = y*(t k k k —ks— + kg— 2
Yin(to +h) = y*(to) + k1 135 + 39807 + Ky =640 550 + 655 (5.28)

difference between the 4™ and 5™ order estimates to estimate error:

e(t+h) = |yiu(to + h) — yi,(to + B)|, (5.29)

Based on the estimated error, the method adjusts the step size h to maintain the desired
accuracy. Step size can be increased for efficiency, if the error is within a tolerance
limit. If the error exceeds the tolerance, the step size is decreased to improve accuracy.

Calculations are repeated until until the time interval is covered.

5.4 Calculation of the Current

After finding the carrier densities in each sub-band, current is calculated by "current

solver" block, through a reference plane between two adjacent periods as:

Jotar = ¢ Y (Wi —n;Wj,) (5.30)

i€A,jeB

For detector operation, if optical term of transition rates is switched off, dark current

density of the photodetector can be calculated:

Jdark =€ E (niWi,j,non—optical - anj,i,non—optical) (531)

i€A,jeB

Photocurrent can be calculated by using Equations [5.30}[5.32}

Jphoto = Jtotal - Jdark (532)
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CHAPTER 6

SIMULATION OUTPUTS

In this chapter, outputs of proposed simulation tool are presented for different struc-
tures such as evaluation of LO-phonon scattering lifetime in a single well, calculation
of sub-band populations and gain in a quantum cascade laser and investigation of

photocurrent and responsivity of a quantum cascade detector.

6.1 Evaluation of LO-phonon scattering lifetime in a single quantum well

In this section, the LO-phonon scattering lifetime in a single quantum well is cal-
culated and results are compared with the results in [38] to verify the simulation
framework. The barrier material is Aly3Gag7As and the well material is GaAs.
Conduction band energy diagram and wavefunctions for the quantum well thickness

of 12 nm is illustrated in Figure [6.1]

To obtain similar results, the material database is updated w.r.t. parameters given in

Table 8.1 [38]].

Table 6.1: Material Parameters for Simulation

Material Parameter for Simulation Value
Electron Effective Mass for GaAs (m.) 0.007 mg
Static Dielectric Constant for GaAs (¢,) 12.5
LO-phonon energy for GaAs 36 meV
Conduction Band Offset 214 meV

The thickness of the GaAs quantum well is changed from 3 nm to 18 nm and the
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Figure 6.1: GaAs/Aly3Gag7As Quantum Well with 12nm thickness

LO-phonon scattering lifetime from 2" state to 1% is calculated. Simulation results
are given in Figure [6.2] Calculated results are close to the presented result in the

reference [38]].

3.0

= Simulation Output
25 = Reference
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1.5¢
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5 1I0 1I5 20
Well Width (nm)

Figure 6.2: GaAs/Aly3Gag7As LO-Phonon lifetime with varying QW thickness
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6.2 Simulation of a Quantum Cascade Laser

In this section, a GaAs/Aly33Gag¢7As quantum cascade laser presented in [39] is
simulated. Layer thicknesses (in nm), starting from Alj33Gag¢7As barrier, for 1

period of the structure are given as follows:
4/3.2/2/2.8/2.3/2.3/2.5/2.3/2.5/2.1/5.8/1.5/2/4.9/1.77/4/3 4.

Laser transition occurs in GaAs QW with 4.9 nm width. The actual device consists
of 40 periods but in this simulation, 1.5 periods of the device is investigated. Figure

[6.3]shows the 1.5 periods of the gain medium with injectors.

0.25[ ]
S U
5 0.00 || Nf\;
o a:n v
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(1 ~

-0.25} L

0 20 40 60

Position (nm)

Figure 6.3: GaAs/Aly33Gag¢7As QCL from [39]
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Figure 6.4: Nine-level system and transitions,redrawn after [39]]

Energy eigenstates are labeled as shown in Figure [6.4] In nine level system, laser
transition occurs between states 7 and 4. As stated in the reference [39]], upward
transitions from states 1,2,3 to state 7 is ignored. Also, states 1,2,3 and 6,8,9 are

assumed isolated.

After the calculation of scattering rates, rate equations are solved. Steady-state carrier

densities are shown in Figure [6.5] Results are similar to the results presented in [39].
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Figure 6.5: Solution of differential equations for sub-band populations,(a) Simulation

results and (b) reference [39]]

After finding sub-band populations, the gain of the laser is calculated w.r.t. Equation

6.1] For gain calculation, values in Table are taken from the reference.

_ 4mg (125 — 75) (72/725) (215)° 6.1)
9 €Egn 2’775Lp A .

Table 6.2: Material Parameters for Simulation

Material Parameter for Simulation Value

n 3.2836
Y75 5.5 meV
Ors 0.635 m~1s?
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Figure 6.6: Gain of the laser for different temperatures

Gain decreases with increasing temperature, since at low temperature values, the non-
radiative scattering rate of the excited level of the laser is low and it increases with

increasing temperature.

Experimentally measured gain at T=77K was reported as 8.7 cm =1 /(kA/cm™2) and
the calculated gain at T=77 K is found 10.28 cm = /(kA/em™2) .

6.3 Simulation of InGaAs/InAlAs Quantum Cascade Detector

In this section, the QCD presented in [28]] as N1020 is simulated. QCD consists of
alternating Ing 50GagasAs/Ings3Al47As layers. The layer sequence (in nm) is as
follows: 5/4.05/4.7/4.8/4.5/6.2/4.1/10.7. 10.7 nm layer corresponds to a QW where
radiative excitation occurs and it is doped with 2210'"cm = doping density. Other
layers do not contain any intentional doping. Figure shows the three periods of

the device and calculated wavefunctions.

Figure [6.8]represents the structure with 5 energy levels. Photon absorption excites
electrons at State 1 to State 5. State 1 and State 5 can be called active region states.
Absorbed electrons are scattered/transferred to the next active region through extrac-

tor states 4,3,2. Carrier dynamics are also affected by the next neighbor period’s
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Figure 6.8: Five level representation of the structure

The current density of the illuminated structure is calculated through a reference

plane, drawn with the red line in Figure [6.8] Photocurrent density is calculated as:

n; n;
Tohoto =€) (; - T—{) (6.2)
Jt

i€cAjeB N Y
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Figure 6.9: Photocurrent of QCD for under varying illuminating power density

Figure [6.9]shows the photocurrent density for varying illuminating power density.
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Figure 6.10: Responsivity of QCD for different temperature values
The responsivity of the detector is defined as follows:

o Jphoto
R = (T) (6.3)

In Figure photocurrent at 10 W m~2 illuminating power density for varying
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temperatures is calculated and responsivity of the QCD is calculated.
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CHAPTER 7

DESIGN OF BI-FUNCTIONAL QCLD FOR 3-4 yum

In this chapter, a bi-functional quantum cascade laser/detector design for in 3 — 4 um
window is presented and design considerations such as choosing an appropriate mate-
rial system, active well design, injector design, and wavelength matching is explained.
Design is conducted on a commercial software. Apart from conventional QCL and
QCD designs, proposed structure has some unique aspects. Wavelength matching al-
lows for efficient coupling between the emitted and detected light, maximizing the
device’s overall performance. This characteristic is crucial for applications that re-
quire accurate and reliable sensing in the 3 — 4 um spectral range. Also, thanks to
bi-functional design, two functionalities integrated in a single unit which simplifies
the design steps and reduces the overall complexity. While designing the bi-functional
QCLD, trade-offs between laser performance and detector performance is managed

to obtain a device without degraded performance.

7.1 Selection of Material System

As explained in previous chapters, in devices that utilize interband transitions, the en-
ergy band gap determines the range of operation wavelength. However, in quantum
cascade devices which based on intersubband transitions, conduction band disconti-

nuity (A E¢) determines the range of operation wavelength.

Commonly used Ing53GagarAs/Ings0AlgssAs material system lattice matched to
InP substrate has AE- = 527meV which allows maximum radiative transitions at
290 meV which corresponds to 4.275 um. Therefore, for obtaining a shorter wave-

length to operate in 3 — 4 um window, a material system with larger A Ex is needed.
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Ing7Gag3As/Ing4AlysAs material system lattice matched to In P substrate offers
AFEqs = 791meV is suitable for operation in the desired wavelength range. Figure
7.1| shows the conduction band energy diagram for Ing 4Aly¢As quantum well with

10 A thickness, in between 10 A thick Ing,GagsAs barriers.
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Figure 7.1: Conduction band energy diagram for Ing;Gag3As/Ing4AlysAs mate-

rial system

7.2 Active Region Design

While designing the active region, laser operation is considered first. Later, the de-

signed QCL will be engineered for QCD operation.

For the two-quantum well given in Figure the radiative transition occurs in states
localized in the same quantum well. This type of transition is called vertical transi-
tion. The ground state of the quantum well is in resonance with the following quan-
tum well’s ground state, generally so that extraction is provided by resonant tunnel-
ing. Utilizing vertical transitions have some advantages. Since upper and lower state
wavefunctions are spatially overlaps, the optical matrix element is high, which is an

indicator of strong interaction between states.

Figure shows the designed two-quantum well active region, under e-field of
92kV em~!. The radiative transition occurs between state 3 and state 2. State 1

is the extraction level. At T= 77 K, the energy difference between state 3 and state 2
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is equal to 371 meV. State 2 and state 1 are separated by 32.6 meV, which is close to
the LO-phonon energy of the material (37.7 meV), to effectively de-populate state 2

with LO-phonon scattering.

| - — S ———

Figure 7.2: Two-well active region of the laser

Table [7.1] gives the upper and lower laser level lifetime, the energy difference be-
tween the upper and lower laser, and the figure of merit (FoM) for three different

temperatures. The figure of merit is defined as:

FoM = 74 (1 - 5) 239 (7.1)

T2

The figure of merit value can be perceived as a measure of population inversion com-
bined with an optical dipole matrix element between selected states (a measure of
optical transition between states). Therefore, a high figure of merit indicates a higher

lasing probability between selected states.

7.3 Injector Design

Injector states are separated by LO-phonon energy, to reach the most efficient carrier
scattering due to LO-phonon scattering through a miniband. A funnel-type injector
includes a minigap that prevents electron escape onto the continuum or states in the

other valleys.
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Table 7.1: Simulation outputs for different temperatures

Temperature (K) | 73(ps) | 72(ps) | Es — Ea(meV) | FoM

77 3.19 0.38 371 355
150 3.29 0.39 369.9 379
300 3.94 0.44 367.5 421

7.4 Overall Design for Laser

By integrating the active region and injector, the structure given in Figure is
obtained. Figure [7.3] shows the conduction band diagram of given structure and
energy levels with related squared-wave functions. Starting from the injector barrier,

layer thickness (in angstrom) of a single period of the device is as follows:
45/35/23/30/28/20/18/18/18/19/18/15/20/15/23/14/25/13/30/13/34/12/36/11.

Underlined wells are injector wells and doped with Si where doping density is 2.5 X

107 ¢cm =3
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Figure 7.3: 1 period of designed QCL
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7.5 Investigation of Designed Structure for Photodetection

After designing the QCL, which operates at 3.37 um (at 300 K) under e-field of
92kV em™, the structure will be investigated under zero bias. Figure shows

the 1 period of the structure under zero E-field.
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Figure 7.4: 1 period of the device, zero E-field
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Figure 7.5: Two well active region of the detector

In thermodynamic equilibrium, assuming no incident radiation, most of the electrons

are in the extractor level of the first well of the active region (state 1). Therefore, the
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optical transition of the detector occurs between the extraction level and the upper
laser level, which is illustrated in Figure This means, there exists an intrinsic
wavelength shift between lasing wavelength and the detection wavelength. For the
proposed structure, state 3 and state 1 energy difference is calculated as 394 meV (at
300 K), which corresponds to at 3.14 um. The detector is blue-shifted with respect to

the laser.

7.6 Wavelength Matching for QCL and QCD

In this design, matching the lasing and detection wavelengths will be aimed with-
out compromising laser performance and improving detector performance at room

temperature.

Wavelength matching can be achieved by inserting a thin well and a thin barrier be-
tween the injector and active quantum well [40]. A thin well is designed such that its
energy levels are coupled to the active well and degenerates the energy level 3 and en-
ergy level 2 of the active well. In this way, energy shift is compensated. The amount

of compensation provided by a thin well depends on the width of the thin well.

Figure shows the difference between laser and detector transition energies, and
the detector state’s dipole matrix element with respect to increasing width of thin

well, where thin barrier width equal to 10 A.

Also Figure [7.7] shows the amount of shift and laser state’s dipole matrix element

with respect to increasing width of the thin well.

Further increasing the well width makes optical transitions more diagonal, rather
than vertical. This reduces the both laser and detector dipole, thus degrading the
performance. The optimal thickness for energy compensation without degrading bi-
functional operation is found as 7 A. The final layer thickness (in A) of one period of

the device is as follows:
40/7/10/38/19/33/30/22/20/20/20/20/20/17/22/15/25/13/27/15/33/15/35/11/37/12.
Underlined wells are injector wells and doped with Si where doping density is 2.5 X
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Figure 7.6: Energy shift and detector’s dipole for varying thin layer thickness
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Figure 7.7: Energy shift and laser’s dipole for varying thin layer thickness

1017 cm—3.

Table [7.2] shows the upper and lower laser level lifetime, the energy difference be-
tween upper and lower laser and figure of merit (FoM) of shift compensated QCLD
for 300 K.

Figure shows the one-period conduction band diagram of shift compensated
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Table 7.2: Simulation outputs for shift compensated design at T=300 K, for laser

operation

Temperature (K) | 73(ps) | 72(ps) | E5 — Ex(meV) | FoM

300 2778 1035 355.6 456

structure and energy levels with related squared-wave functions, under e-field of

92kV cm™~!, which corresponds to laser operation.
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Figure 7.8: Conduction band diagram of one period of shift compensated device,

under e-field

Figure [7.9]shows the one period conduction band diagram of shift compensated struc-
ture and energy levels with related squared-wave functions, under zero bias, which

corresponds to detector operation.
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Figure 7.10: Three well active region, after the insertion of thin well and thin barrier

Figure [7.10|gives a closer look to the active well and energy states in the active well,

after the insertion of 7 A thin well and 10 A thin barrier.

In conclusion, before inserting a thin well and barrier between the injector and active
well, QCL was operating at 3.37 um where QCD at 3.14 um. After insertion of the
thin well and barrier, QCL operates at 3.51 um, and QCD operates at 3.41 pym. FoM
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for laser is increased slightly from 421 ps A% to 456 ps A? and detector dipole is in-
creased from 8.6 A to 9.7 A. Allin all, wavelength shift is reduced without degrading

the device’s performance.

62



CHAPTER 8

CONCLUSION AND FUTURE WORK

Bi-functional quantum cascade structures are good candidates as transmitters and re-
ceivers in photonic integrated circuits. The idea of using the same epilayer for en-
abling monolithic integration for on-chip applications can be realized by bi-functional

QCLD:s.

In this work, a simulation tool coded on MATLAB for modeling bi-functional quan-
tum cascade devices such as QCLs and QCDs, based self-consistent rate equation
model is provided. The whole code is published on GitHub as open-source. Start-
ing from simple test cases (like single quantum well) to more complex structures
(like QCL and QCD), simulation results show good agreement with the experimental
results provided by the literature and other available simulation tools. With the ca-
pabilities of the provided simulation tool, the active region of a bi-functional device
can be designed. However, simulation tool’s output deviates from expected results for
extreme high and extreme low temperatures. This problem can be solved by imple-
menting a new Schrodinger-Poisson solver not only relies on effective mass approxi-
mation and includes other methods such as 6x6 or 8x8 k.p approximations, which can
be a topic of another Ph.D. study. Also,to reduce the computational time, code can
be programmed in other programming languages such as C or Python in a structured

manner.

Also, in this work, a unique QCLD structure is designed with proposed simulation
tool and aid of commercial software. The designed structure offers reduced intrinsic
wavelength shift between QCL and QCD operations, without compromising device

performance.
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However, only designing the active region of QCLDs is not enough to fabricate a
real device. For further studies, in addition to active region design, with waveguide
design and thermal modeling of the device, a complete device can be designed for
fabrication. After epitaxial growth and packaging, a device can be fabricated and
characterized. Also, this work can complement and be integrated with former works
on on-chip applications [41}, 42| 43| 44], infrared photodetectors [45] 146, 47/, 48] 149],
optical modulators [S0, 511152, 153} 154]] as well as linear optical quantum computing

[55)156]], conducted by our research group.
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