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Abstract

For almost five decades, the industries were attracted towards silica-filled epoxy
laminates due to their enhanced mechanical and electrical properties. Predomi-
nantly vast majority of the integrated circuits were packed by silica blended epoxy
structures due to the ease of processability and cost reduction. However, in 5G appli-
cations, the signal that operates in the RF and mm-wave regions gets attenuated as
it propagates along the PCB substrate made of epoxy-silica-based laminates. Hence,

the need for low-loss laminates evolved to reduce the attenuation of the signal.

The effective dielectric properties need to be enhanced to develop a low-loss
laminate. The effective dielectric properties of the PCB laminate are strongly de-
pendent on their building blocks. Thus, due to the heterogeneous nature of the
PCB laminates, the effective dielectric properties can be manipulated by the se-
lection of host matrix, reinforcement type, or interfacial functionalization between
these building blocks. The main parameters that affect dielectric materials are the
dielectric constant (Dj) and the dissipation factor (D;) which is described by the
ratio between the imaginary part and the real part of the complex permittivity. EM
wave transition from free space to a medium of a higher relative permittivity (e, ),
resulting in a slower velocity, shorter wavelength, and the amplitude will be reduced.
More specifically, PCB laminate design efforts are primarily based on minimizing
the real part of the permittivity (¢’) to reduce the capacitive coupling and minimize

the imaginary part of the permittivity (¢”) to reduce electrical loss.

vi



The primary objective of this study is the modelling and the development
of a high-performance, low-cost PCB substrate that operates in RF and mm-wave
applications. In order to achieve these specifications, we have examined the par-
ticular building blocks of the PCB laminates and determined the targeted chemical

structures of the host matrix and the specific fiber weave structures.

However, due to the lack of prediction techniques of the effective electrical
and mechanical properties of the laminates, we have utilized multiple approaches to
determine the effective electrical and mechanical properties of the laminate struc-
tures. In terms of effective electrical parameters, this thesis proposes two approaches:
internal-field and energy-based approaches. Thus, both proposed methods consider
the concept of the representative unit cell, which provides three-dimensional con-
trol over the unit volume of a laminate. Using single and two-level homogenization
techniques, obtained local dielectric properties were converted into an effective di-
electric property. With respect to the single level, the two-level homogenization
technique creates an opportunity to extract effective dielectric properties of multi-
layered laminates with a less computational load. Subsequently, both internal-field
and energy-based approaches were verified with common effective medium approx-
imations and compared with the measurement results between 20 GHz to 40 GHz.
As a result in terms of the complex permittivity, the internal field approach pre-
dicted the effective Dy, with a 2.5% error rate and the effective D, predicted with

18.5% error rate with respect to the measurement results at 40 GHz.

On the other hand, to extract the effective mechanical properties, a two scale
homogenization technique was proposed to examine the yarn behaviour of the lami-
nate. These are yarn and laminate homogenization techniques. Thus, the simulation
results of yarn homogenization were obtained to be inserted into the laminate ho-

mogenization scale.
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C)zet

Neredeyse elli yildir endiistriler, gelismis mekanik ve elektriksel ozelliklerinden
dolay1 silika dolgulu epoksi laminatlara ilgi duymustur. Agirlikli olarak entegre
devrelerin biiylik cogunlugu, islenebilirlik kolayligi ve maliyet digiikliigii nedeniyle
silika karigimli epoksi yapilar ile paketlenmistir. Ancak 5G uygulamalarinda RF ve
mm dalga bolgelerinde ¢aligan sinyal, epoksi-silika bazli laminatlardan yapilmig PCB
substrati boyunca yayilirken zayiflar. Bu nedenle, sinyalin zayiflamasini azaltmak

i¢in diigiik kayiph laminatlara duyulan ihtiyag gelismistir.

Diigiik kayipl bir laminat gelistirmek i¢in etkili dielektrik ozelliklerin geligtirilmesi
gerekir. PCB laminatin etkin dielektrik ozellikleri, laminatin yapi taglarina biiyiik
olgiide baghdir. Bu nedenle, PCB laminatlarinin heterojen dogasi nedeniyle, etkin
dielektrik ozellikler, ana matris, takviye tipi veya bu yapi taglar1 arasindaki arayiiz
islevsellestirme se¢imi ile manipiile edilebilir. Dielektrik malzemeleri etkileyen ana
parametreler, dielektrik sabiti ve karmagik gecirgenligin sanal kismi ile gercek kismi
arasindaki oran ile tamimlanan kayip faktortidiir. Serbest uzaydan daha ytiksek
goreli gecirgenlige sahip bir ortama EM dalga gecisi, daha yavag bir hiz, daha kisa
dalga boyu ile sonuglanir ve genlik azalir. Daha spesifik olarak, PCB laminat tasarim
cabalari, oncelikle kapasitif kuplaji azaltmak i¢in gecirgenligin gercek kismini en aza
indirmeye ve elektrik kaybini azaltmak i¢in gecirgenligin hayali boliimiini en aza

indirmeye dayanmaktadir.
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Bu calismanin temel amaci, RF ve mm dalga uygulamalarinda ¢alisan yiiksek
performansli, diigiik maliyetli bir PCB alt tabakasinin modellenmesi ve geligtirilmesidir.
Bu spesifikasyonlar1 elde etmek i¢in, PCB laminatlarinin belirli yap1 taglarini in-

celedik ve ana matrisin hedeflenen kimyasal yapilarini ve spesifik fiber 6rgii yapilarini

belirledik.

Ancak, laminatlarin etkin ve mekanik ozelliklerine iligkin tahmin tekniklerinin
yeterli olmamasi nedeniyle, yapilarin etkin elektriksel ve mekanik ozelliklerini belir-
lemek ic¢in birden fazla yaklasim kullandik. Etkin elektrik parametreleri acisindan,
bu tez iki yaklagim onermektedir: i¢ alan ve enerji tabanh yaklasimlar. Bu ne-
denle, onerilen her iki yontem de, bir laminatin birim hacmi tizerinde tii¢ boyutlu
kontrol saglayan temsili birim hiicre kavraminmi dikkate alir. Tek ve iki seviyeli ho-
mojenlegtirme teknikleri kullanilarak, elde edilen yerel dielektrik 6zellikleri, etkin bir
dielektrik ozellige dontisturiilmiistiir. Tek seviyeye gore, iki seviyeli homojenlestirme
teknigi, daha az hesaplama yiikii ile ¢ok katmanli laminatlarin etkin dielektrik
ozelliklerini ¢ikarmak igin bir firsat yaratir. Daha sonra, hem i¢ alan hem de enerji
tabanli yaklagimlar, popiiler etkin ortam yaklagimlariyla dogrulandi ve 20 GHz ile 40
GHz arasindaki 6l¢tim sonuclariyla kargilagtirildi.Sonug olarak, karmasik gegirgenlik
agisindan i¢ alan yaklagimi kullanilarak, 40 GHz’deki 6lgiim sonuglarina gore etkin

Dy1 %2.5 hata oraniyla ve efektif D;1 %18.5 hata oraniyla tahmin etmigtir.

Ote yandan, etkili mekanik 6zellikleri ¢ikarmak i¢in laminatin iplik davranigini
incelemek i¢gin iki oOl¢ekli homojenizasyon teknigi onerildi. Bunlar iplik ve lami-
nat homojenizasyon teknikleridir. Boylece, iplik homojenizasyonunun simiilasyon

sonuclari, laminat homojenizasyon oOlcegine eklenmek iizere elde edilmistir.
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1 Introduction

The history of modern PCB technology, which utilizes SMD, can be traced back
to the early 1960s. The PCB technology used copper cladding insulating material
as their printed board laminate. Since the frequency of the EM wave propagating
in the PCB board was less than MHz range, the dielectric properties of the printed
board laminate were not of importance. With the advancement of communication
technologies, the RF or mm-wave regions paved way to the enhancement of the
current technology. However, in these regions, the EM waves get attenuated due to
the lossy dielectric properties of the laminate. Therefore, there became a need to

develop improved laminate materials with low loss dielectric properties.

The interest of the market, for the low dielectric constant (Dy) and low dis-
sipation factor (D) have been evolving to grow as wireless communications have
become more available to the consumers. Furthermore, the transition of an EM
wave from the free space to a medium, which has a higher relative permittivity, re-
sults in a reduction of velocity and wavelength and attenuation of the wave. Due to
this, the performance parameter of the circuit is affected by the dielectric constant
of the substrate such as the propagation constant of the signal and the size of the
board. On the other hand, the D; of the PCB laminates determines the dielectric
losses. Thus, it will determine the integrity of the signal across the transmission
lines. Moreover, the loss mechanism is mainly driven by the resistance of the con-
ductors and the attenuation of the EM wave in the substrate [1-3]. As a result, the
dielectric losses of the material will produce a power loss in the signal due to the
translation of absorbed signal power to the heat emission. The power loss of the
propagating signal can be reduced by using a material with a low loss property; this
will result in a lesser power absorption from the signal. This becomes advantageous
in the receiver side of a communication system because the low loss substrate ma-
terial, increases the antenna sensitivity and hence, a clear signal is received by the
antenna. Moreover, when the power dissipated by the signal is reduced, the battery

lifetime is increased [1].

Due to the heterogeneous nature of the PCB laminates, the building materials
(host matrix and reinforcement) of the laminates carry vital importance in deter-
mining the effective electrical and mechanical properties. Therefore, the primary
objective of this study is the modelling and the development of a high-performance,
low-cost PCB substrate that operates in RF and mm-wave applications. Thereby;,
we examined and proposed the potential building block’s materials of the PCB

laminates and found that selecting the PPO-based host matrix and the particular



E-Glass compositions can be a viable solution for the application interest. In or-
der to determine the proposed composition’s effective dielectric properties and the
manufactured substrates, this thesis proposes the energy-based and internal field ap-
proaches via single and two-level homogenization techniques by using commercially
available COMSOL Multiphysics software. Hence, the techniques mentioned were
evaluated by the effective medium approximations and compared with measurement
results between 10 GHz and 40 GHz. Therefore, the measurements conducted via
Fabry Perot Open Resonator (FPOR) and Split Post Dielectric Resonator (SPDR)
to evaluate the copper cladding performance of the modelled composite structures
we have proposed Ring Resonator structure to compare with the bare laminate mea-
surement results. Subsequently, the Yarn homogenization method was utilized and
verified with the mixture rules to determine the effective mechanical properties of
the proposed laminates. Consequently, to enhance the proposed substrate’s dissipa-
tion factor, the proposed E-Glass types functionalized and measurement results are

presented in Appendix E.



1.1 Motivation

This study proposes to develop a design methodology for polymer core sub-
strate with low dielectric constant, low loss, high thermal conductance, and low
coefficient of thermal expansion (CTE). The proposed substrate should have the
ability to operate at 94 GHz for mm-wave antenna applications. The potential di-
electric constant of a microstrip antenna substrate is in the range of 2.2 to 12. In
order to obtain larger bandwidth, higher efficiency, and loosely bound fields in an
antenna, the desirable dielectric constant of the thick substrate should be located at
the low end of the mentioned range [1]. In order to reduce the electrical loss during
transmission, the low dissipation factor is required. On the other hand, low CTE
provides thermal stability in multilayered laminates with respect to the thermal vari-
ations, and, finally, high thermal conductance is required to exhibit heat dissipation
on the laminate structure. Thus, in Table 1.1, proposed material specifications are

presented.

Table 1.1: Proposed material specifications

H Properties ‘ Target Value H
Permittivity (Dy) 3
Loss tangent (D) 0.006 (40 GHz)
Coefficient of Thermal Expansion (o) 107°(1/C)
Thermal Conductance (k) 30 (W/mCQC)

As mentioned above, provided specifications are a viable option for high-
frequency antenna application. Therefore, to proceed with a design procedure of
newly developed laminate structures because of such specifications, the selection
of the host matrix is made by examining the available products on the market.
The general properties of common host matrix materials for PCB applications are
presented in Table 1.2. According to the provided permittivity range for antenna
applications, the Ceramics and Plastic-Ceramic compositions are directly eliminated
due to the higher permittivity nature. Therefore, the Low-K polymers can be a po-
tential host matrix to utilize in high-frequency antenna substrates. According to the
extracted data from the commercially available resin products presented in further
sections, the PPO-based host matrix is selected due to the low permittivity and low
loss of nature. As mentioned in the further sections, the E-Glass type reinforcement

is selected due to its low loss and high availability.

However, the design procedure of new composite material and the electrical
properties prediction through the effective parameters is also essential. The design

methodology of this study depending on FEM simulations and characterization of



Table 1.2: Properties of common host matrix materials for PCB substrates.

H Properties [4] ‘ Dy, ‘ tan(d) ‘ CTE ‘ Metal Adhesion H
Low-K polymers 2-5 0.0001 - 0.01 | Poor Poor - Good
Plastic/Ceramic Comp. | 3 - 50 0.0001 - 0.01 | Good | Poor - Good
Glasses 3-12 | 0.00005 - 0.005 | Good Good
Ceramics 10 - 500 | 0.00005 - 0.005 | Good Good

the fabricated PCB laminates. The designer would have gained control over the
component geometry, volume ratio, and the distribution types of the composite
structures [5]. Predicting a composite’s electrical properties, in this case, a mixture
that contains different materials has been quite a challenging task. It carries vital
importance from both theoretical and practical points of view [6], [7]. Instead of
the trial and error method, achieving high accuracy on the composite structures’
electrical properties requires several simulations and numerical validations. To such
a degree, the determination of the dielectric properties of the multi-phase composite

systems gains attention from the packaging and PCB industries for several years.



1.2 Designing Laminates for Low D; and Dy

In order to obtain a low D; in a laminate system, three factors should be
carefully considered to design a new resin system with low dielectric properties.

These factors:

e Impurities
e Moisture absorption characteristics

e Structure of the polymer

In terms of impurities, ionic contamination is one of the impurity mechanisms
in a resin system. Such catalysts in the resin system can increase the conductivity
of the laminate structure, which results in alteration in Dy and D; values [3,4].
Subsequently, moisture absorption characteristics influence the dielectric properties
of the material by increasing the polarity of the host matrix of the PCB; as the
polarity alteration increases in the resin system, the Dj and Dy will be altered.
Finally, the polymer structure influences the dielectric constant of the synthesized
material, especially for low D; and Dy values; the material should have highly
symmetric and contain a smaller number of polar groups. To control the dielectric
properties of potential material, the reactive end group, polar structural moieties,

and curing mechanisms can be optimized with respect to the desired specifications

[3].

Consequently, as mentioned, both resin and reinforcement contribute to the
substrate’s electrical performance. In the literature, most conventional methods
for controlling the D, and Dy of a PCB laminate are mainly based on chemical
manipulation of resin’s polymer structure [3,8]. However, more recently, there is a
growing interest in developing low dielectric reinforcement solutions for manipulating
the Dy, and Dy by using enhanced glass fiber fabrics such as S-Glass and D-lass type
of reinforcements. These solutions are comprehensively discussed in the further

sections.



1.3 Methodology

Several formulations derive the dielectric constant of the bi-phased composites
such as Maxwell-Garnett effective medium approximation. These formulations are
based on the well known dielectric mixture rules as a function of fiber volume ratio;
however, most of the formulations are limited with a calculation of a single value or
determination of the higher and lower limits of the bi-phased composites; therefore,

the anistorpicity on the laminate may not be clearly represented.

The effective permittivity of a multi-phased structure can be defined as an av-
erage property. That links the composite structure’s internal morphology (dielectric
and shape characteristics, spatial arrangement of inclusions, volume fraction) with
the bulk sample’s dielectric property [5]. This concept has been introduced using
the finite element method (FEM), with a series of articles by Tuncer et al. [6,9-11].
These article series introduced the representative volume element (RVE), a concept
for simulating ordered and disordered binary composites. The RVE concept is based
on the definition of a minimum periodic unit cell. This unit cell concept includes
the smallest periodic structure where the fillers and the geometrical structures are
located in the unit cell [5].

In order to determine the effective dielectric properties and wideband frequency
behavior of the composites, the definition of a unit cell is one of the critical aspects
of modelling the periodic structures. Thus, the determination of the unit cell creates
an ability to utilize the proposed effective medium approaches to extract the effective
dielectric properties into the macroscopic scale by utilizing internal field and energy-
based approaches. Finally, these effective medium approaches have been compared
with the effective medium approximations such as Maxwell-Garnett, Symmetric
Bruggeman, and Looyenga approximations. Additionally, direct modeling of fiber
weave structures inside a resin matrix would require an enormous amount of compu-
tational resources, and it would violate minimum entity dimensions of the structure
in particular frequencies. Therefore, we have utilized the homogenization procedure
by using periodic boundary conditions in our representative unit cell. Furthermore,
process-related uncertainties can be introduced into the modeling environment, such

as uniform air defects and the expansion of the fiber weaves.



1.4 Organization

The organization of the following chapters is arranged as follows: Chapter
2 provides the fundamentals of the Maxwell’s equations employed during the sim-
ulations. To characterize the PCB materials the three polarization mechanisms
(Orientatinal (dipolar), Atomic (Ionic), and Electronic) and complex permittivity
are scrutinized. Different types of the potential materials that can be used in PCB

development are briefly explained.

Chapter 3 contains the modeling part of the heterogeneous composites of the
PCB. Firstly, the electromagnetic modeling of the proposed compositions is consid-
ered. The different models used to determine the effective dielectric properties are
introduced. Subsequently, the simulation setup, boundary conditions, and effective
medium approximations will be evaluated. Finally, the mechanical modeling of the
representative unit-cell is presented through the evaluation of the yarn and laminate

homogenization.

Chapter 4 demonstrates the characterization of fabricated composites in terms
of their dielectric properties through different methods for various values of frequen-
cies. The effective dielectric properties have been measured employing different
techniques such the Fabry Perot Open Resonator (FPOR), Split Post Dielectric
Resonator (SPDR). Additionally, the design and potential measurement technique
proposed. The results of the FPOR technique and the ones of the modeling are
compared for the range of frequencies from 20 GHz to 40 GHz. Using SPDR tech-
nique results of the effective dielectric constant and dissipation factor are extracted
more precisely. In section 4.4 the extraction method, design, and simulation of the

above mentioned extracted parameters is delineated.

Chapter 5 provides a brief summary about the study and opens up a discussion
about the evaluation of the simulations and measurements. Subsequently, future

work finalizes the thesis.



2 Background

2.1 Maxwell’s Equations

The four fundamental equations governing electromagnetic waves are Gauss’s
law, Faraday’s Law, Gauss’s law for magnetism and, Maxwell-Ampere’s law as pre-
sented in equations (2.1.1), (2.1.2), (2.1.3) and, (2.1.4) [12,13].

V.D =p, (2.1.1)
0B

VB =0 (2.1.3)
oD

H= — 214

V x J+ T (2.1.4)

where, D denotes for the electric displacement field, p, denotes for the charge den-
sity in a unit volume, E denotes for the electric field, B denotes for the magnetic
flux density, H denotes for magnetic field and, J describes the current density.
These Maxwell’s equations are also considered as macroscopic level equations and
are commonly called as the Maxwell’s equations in matter. Maxwell’s equation for
time-harmonic fields can be written in the phasor form by the insertion of e/“t. The

time harmonic version of the Maxwell’s equation can be described as in equations
(2.1.5), (2.1.6), (2.1.7) and, (2.1.8) [12,13].

V.D = p, (2.1.5)
V xE = —jwB (2.1.6)
VB =0 (2.1.7)



V xH=1J+ jwD (2.1.8)

Maxwell’s equation for time-harmonic fields are common used because vast majority
of the excitations in simulation environments are sinusoidal. The ability of solving
with the time dependence can be realized by multiplying with the complex expo-
nential term [14]. Therefore, by utilizing Maxwell-Ampere’s and Faraday’s laws, the
flux of power will be described through the Poynting theorem, and the energy-based
approach will be determined to extract effective dielectric properties in terms of the
mean density of electric energy. Subsequently, the field vectors in a medium are
described by the constitutive relations presented as in equations (2.1.9), (2.1.10)
and (2.1.11). Hence, constitutive relations will be utilized in the internal field ap-
proach to extract the effective dielectric properties of a heterogeneous medium by
surface/volume averaging. Further derivations of both the internal-field and energy-

based approaches will be presented in Chapter 3.

D=cE+P (2.1.9)
B = H (2.1.10)
J=0E (2.1.11)

where, P denotes the polarization, 1 denotes the permeability and o denotes the

conductivity of the medium.



2.2 Polarization

When an electric field is applied on a dielectric material, the bound charges
get separated and induces an electric dipole moment. The electric displacement field

vectors is represented as previously mentioned equation (2.1.9).

D=cE+P (2.2.1)

where P denotes the polarization which is induced by the related dipole moments.
There are multiple polarization mechanisms in a dielectric material: these are Elec-
tronic polarization (FP,), Atomic (Ionic) polarization (F,), Orientational (Dipolar)
polarization (P,), and Space — Charge polarization. Based on the dielectric theory,
the electric dipole moment is an essential concept for measuring electrostatic effects

in the dielectric medium [15].

Dielectric materials that are used in the PCB industry for couple of decades
commonly called as the ”linear dieletric” which corresponds to the induced polar-
ization is dependent to the E-field. These materials utilized in the PCB industry
are used in high-frequency applications [16]. Such that a generic ideal dielectric

material does not involve polarizable bonds and delocalized electrons. [3]

2.2.1 Electronic Polarization (P.)

The essence of electronic polarization lies on the segregation among the positive
and the negative charges as shown in Figure 2.1 called dipole moment and denotes as
p. Therefore, electrical dipole moment has presented as in Equation (2.2.2), where
Q denotes for the charges that are equal each other in magnitude and a denotes the

vector from negative charge to positive charge [15].

p=Qa (2.2.2)

Figure 2.1: Simple dipole moment
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Induced dipole moment emerges due to the applied electric field. Therefore, to
extract the induced dipole moment “p;,quced” by utilizing the equation (2.2.3) as

presented below.
Pinduced = aeE (223)

where, (a.) denotes the electronic polarization coefficient also defined as the po-
larizability of the atom. In order to find the material property of the electronic

polarizability of . can be extracted by the equation (2.2.4) [15].

Ze?
a, =

Mmew?

(2.2.4)

where, the ”Z” stands for the number of electrons orbiting the nucleus, m. denotes
the mass of electron, and wy describes the resonance frequency of the electronic
polarization mechanism. As it stated in equation (2.2.3) the induced dipole moment
emerges from the applied electric field as shown in Figure 2.2. The distributions of

positive and negative charges have segregated as shown Figure 2.2b [15].

On examining the electronic polarizability guides us to extract the electrical
properties of the materials. To discover the macroscopic electrical properties of the
materials by utilizing the microscopic electrical properties, the determination of the
vector of polarization create a guidance to extract the relative permittivity of the
material. The vector of polarization denotes as P is simply the multiplication of
the total number of molecules in the selected volume element which denotes as N

with a mean dipole moment per molecule p,,. Therefore, Kasap et al. determines

Center of Mass @—) Origin E
—

Lo

Electron Cloud

Atomic

nucleus Center of

negative charge

I
|
I
I
|
I
I
|
I
I
|
I
I
I
I
|
a.) |

b) Pinduced

Figure 2.2: The origin of electronic polarization. a.) No electric field
applied, E = 0 state, b.) Under an applied electric field Induced dipole
moment of an atom
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the dependence of the polarization vector which denotes as P under an applied
electric field of E with the electrical susceptibility, y.. Thus, the polarization vector
determined as P = x.goE. Consequently, the relative permittivity of a medium in

terms of polarizability is shown in equation (2.2.5) [15].

Nao,
€0

e =1+ (2.2.5)

As mentioned in the further sections the Electronic polarization is the main
polarization mechanism at range of 10'® Hz range, which extremely exceeds the

relevant frequency range of this study.

2.2.2 Atomic (Ionic) Polarization (P,)

Ionic polarization emerges in ionic crystals and they have distinctly located at
precise lattice structures such that KCIl and NaCl. The oppositely charged adjacent
pair of ions create a dipole moment among each other. As shown in the Figure 2.3a,
the net polarization among the crystal structure will be equal to the zero because
of the dipole moments in opposite directions will balance each other, under the zero

electric field conditions. This phenomenon indicated as in equation (2.2.6) [15].

Pnet = P+ — P- (2.2.6)

However, as in stated in figure 2.3b under an applied electric field, the net dipole
moment will no longer be zero. Thus, the induced average dipole moment among the
ion pairs (Paverage) have dependency on the electric field, therefore, atomic (ionic)
polarizability («;) defined as in (2.2.7).

Paverage = OCiELocal (227)

To extract the macroscopic electrical properties from the microscopic elec-
trical properties, Clausius-Mossotti equation will be utilized. Therefore, relative
permittivity (e,) determined through the microscopic polarization phenomena by

the dependency of the atomic (ionic) polarizability which denoted as «.

er—1  Na
e +2 3€0

(2.2.8)
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To obtain the relative permittivity (e,) in terms of the ionic (atomic) polariza-
tion in a solid media equation (2.2.9) will be utilized. Hence, the polarization which
governs by the ionic (atomic) polarization mechanism described in terms of the local
electric field distribution and relative permitivity of the solid media as shown in the
equation (2.2.10) [15].

Pa = Nipave’rage (229)

Do = (&, — 1)goE (2.2.10)

Thus, as it stated in equation (2.2.8) by utilizing the Clausius-Mossotti equa-
tion, atomic (ionic) polarizability could be expressed in terms of relative permittivity

(e,) as shown in equation (2.2.11).

57'_1 _NZ‘OQ‘
e4+2 3eo

(2.2.11)

2.2.3 Orientational (Dipolar) Polarization (P,)

In the concept of orientational (dipolar) polarization mechanism particular
molecules acquires behaviour of the permanent dipole moments pg, such as HCI.

The bonds among the H* and Cl~ are almost rigid and holds them in intact;

f,f‘p- il e a')
(= (=) (=) Clias
a Na' : : :
: : b.
p.p. - : )
>« >« > <
E >

Figure 2.3: a.) Without E-Field, net dipole moment per ion zero, b.)
Under the E-Field, ions will be displaced which leads net dipole moment per
ion
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therefore, these molecules in their center of mass, exposed to a torque (7). Emerged
torque creates a rotation on molecule which, adjusts the direction of the permanent
dipole moment under the effect of electric field. Therefore, the polarization occurs

through the permanent dipole moments described as in equation (2.2.12) [15].

P = Npo (2.2.12)

where, "N” denotes the number of molecules per unit cell. In the steady state
molecules presents random motion and collisions among them selves due to material
thermal energy. Therefore, in steady state both random motion and the collisions
eliminates the alignments of the dipole moments by preventing the dipole orienta-
tions. However, in the presence of the electric field orientational (dipolar) polar-
ization dominates unit cell hence, mean dipole moment per unit molecule can be

)

described as "payverage” -
» _ 1ng
average 3kT

where, py denotes for permanent dipole moment, k denotes for Boltzmann con-

(2.2.13)

stant, T denotes for temperature in Kelvin, and E denotes for applied electric field.
Furthermore, the divison of "pgyerage” to applied electric field ends up with the

orientational (dipolar) polarizability ”a4” which presented in equation (2.2.14).

1P}

= 2.2.14
3kT ( )

(6%

As a result, the orientational (dipolar) polarizability (”ay”) decreases with the
increasing temperature trend. Therefore, the relative permittivity (&,) also decreases

with the increasing temperature in gas and liquid phases [15].

2.2.4 Total Polarization

The total polarization described as the summation of all three polarization
mechanisms (Orientatinal (dipolar), Atomic (Ionic), and Electronic). Therefore,

mean dipole moment for a particular molecule presented in equation (2.2.15).

Ptotal = OéeELocal + aiELocal + adELocal (2215)

In the presence of both electronic and atomic (ionic) polarization mechanisms, Clau-
sius — Mossotti equation can be utilized to extract the relative permittivity of a

medium which, presented in equation (2.2.16). However, orientational (dipolar)
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polarization can not be described by the Clausius — Mossotti equation to extract

relative permittivity in terms of polarizability.

r -1 N’L 7 Ne [
el Nt e (2.2.16)
e+2 3€0

2.3 Complex Permittivity

The complex permittivity of the material describes the dielectric behaviour of
the material as a function angular frequency (w) hence, the definition of the complex

permittivity presented in equation (2.3.1) [17].

e(w) = &' (w) — je'(w) (2.3.1)

There are multiple mechanisms that influence on the complex permittivity of
the material over broad frequency range. As mentioned earlier these are electronic,
atomic, orientational (dipolar) and, space - charge (interfacial) mechanisms, in this
study most of the complex permittivity contribution introduced by the orientata-
tional (dipolar) polarization mechanism. Therefore, under an applied electric field,
the macroscopic response of the dielectric material primarily governed by the dipo-
lar polarization mechanism where, introduces a phase shift among the P and E.
As a result, the introduced phase shift will also effect the displacement field due
to the contribution of P [18]. Both energy storage and dissipation are describing
the medium and field interactions. Hence, the real part of the complex permittiv-
ity determines the rate of energy storage of material under an alternating or static
electric field. On the other hand, the imaginary part of the complex permittivity
determines the capability of the dissipation of energy in terms of heat, due to the

applied electric field which is also corresponds to loss factor of the material [17,19].

2.3.1 Frequency Dependency of D, and Dy

The response of polarization under the DC conditions described by the concept
of static dielectric constant. Whereas, the excitation of a material by sinusoidal
variations corresponds to dielectric constant under AC conditions which, differs from
the static case in generic materials. The direction and the magnitude repeatedly
alter, in the presence of the field with a sinusoidal variations. Hence, this continuous

alterations, disrupts the alignment of the dipoles in a single directions, in each cycle
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Figure 2.4: a.) The induced dipole moment p decrease or relax from a4(0)
Ey to ay(0)E, b.) Sudden alteration of applied DC field from Ej to E

dipoles will try to align in a different direction however, dipoles, can not react to
sinusoidal variations instantaneously in solid-state media. As a result, the immediate
variations of the applied field can not be followed by the dipoles (as it shown in
figure 2.4), substantially, rest of the dipoles randomly aligned among them. Hence,
orientational (dipolar) polarizability ("ay”) will become zero where, the ability of
field will not be enough to induce a dipole moment at higher frequencies. As a

result, induced dipole-moment can be extracted instantaneously through equations
(2.2.13) and (2.2.14) [15].

In Figure 2.5, , and ¢, variation presented across the large frequency range.
As seen in provided graph as the frequency increases, the relative permittivity of the
generic material decreases. Therefore, from couple of hundreds kHz range to GHz
range, the relative permittivity variation governed by the orientational (dipolar)
polarization mechanism. Hence, the interaction between the varying electric field
and the substrate material is depending on the rotation and the displacement of
dipoles. By means, dipole displacement could be described as D, or &,.. Additionally,
molecular friction and rotation of the dipoles described as the concept of tan(d).

According to Kasap et al. the dispersion can be described as the rate of change of
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Figure 2.5: Frequency vs. ¢, and ¢, curve for a generic dielectric materials

the Dy across the range varying frequency band. As mentioned earlier, the dipole-
moment relaxation contributes to dispersion at low frequencies therefore, has lower

effect on the Dy, dispersion at the interested frequency range [15].

2.3.2 Temperature Dependency

As mentioned earlier the temperature dependency of a material strongly con-
tributed by orientational (dipolar) polarization mechanism thus, this dependency,
introduced by the equation (2.2.14). According to Kasap et al. the relative per-
mittivity, orientational (dipolar) polarizability, decreases as increasing temperature;
as a result, the relative permittivity of the medium also decreases. However, this
situation strongly valid for the polar liquids and gasses which involves permanent
dipoles with in their structure. Whereas, this mechanism can also emerges on solids

which, involves permanent dipoles in their chemical structure [15].

Due to the related frequency range of this study, the electrical properties of
the proposed materials are primarily determined by the orientational (dipolar) po-
larization mechanism. When its consider that the dispersion of the dipolar dielectric
material, can be described by the Debye equations. The Debye dispersion model is
an ideal material model which is introduced by the P. Debye hence, it is based on
both relative permittivity contributions and the relaxation time of the materials.
Therefore, to find the complex relative permittivity by utilizing the Debye model is
shown in equation (2.3.2) [20].

€de — €
€ = oot 7 Gt ( )

where, 4. denotes for the relative permittivity at dc conditions, ., denotes for the

relative permitvity at high frequency, w denotes for the angular frequency and, 7
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Table 2.1: Material properties of the PPO based host matrix

H Material Properties Values H
4, 2.617
£, 2.501
Ed, 0.00176
n 0.0112
Relaxation Time (s) | 1.40877E-10

denotes for the relaxation time. Hence, Debye dispersion model can be described as

both the real and the imaginary part of the complex permitivity these are shown in
equations (2.3.3) and (2.3.4).

€dec — €

o (2.3.3)

/
€r = €oo +

"n_ (gdc r 500)<W7—)
p 1+ (wr)?

(2.3.4)

The relaxation time 7 described from the Arrhenius equations which, is a function

of temperature, shown in equation (2.3.5) [20].

T =To expkBLT (2.3.5)
where, 19 denotes for the relaxation time constant, ¢ denotes for the activation en-
ergy that is required for the dipole orientation, kg denotes Boltzman constant and,
T denotes for the temperature in Kelvin. To obtain the temperature dependency
of the host matrix Debye dispersion model utilized. As a result, the temperature
dependency of PPO based host matrix presented at 500 MHz for both real and
imaginary parts of the complex permittivity presented as in both Figures 2.6 and
2.7. The proposed calculation was conducted in MATLAB, and the codes are pre-
sented in Appendix A and B. The corresponding materials properties to obtained

the temperature dependency for different relaxation time constants were presented
in Table 2.1.
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Figure 2.6: The temperature dependency of real part of the complex per-
mittivity for the PPO based host matrix at 500 MHz
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Figure 2.7: The temperature dependency of imaginary part of the complex
permittivity for the PPO based host matrix at 500 MHz
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2.4 Potential Materials Used in PCB Industry
2.4.1 Reinforcement Compositions

Materials used for manufacturing the PCBs are extensively composite material,
typically including resin matrix, fibrous reinforcement, and copper foil. Electrical
properties between reinforcement materials and resins are different from each other.
One of the most widely used laminates in electronics is FR-4, which stands for
flame retardant, made from epoxy resin and E-glass fabric [21]. Glass fibers are
extensively used as reinforcement materials for polymer composite materials. Glass
fiber reinforced polymer composites can be designed to accomplish specific electrical
properties of the total substrate material. In addition to the electrical properties
of the substrates, the mechanical properties of the substrate have importance to
successful and low-cost manufacturing processes [8]. Therefore we have present the

Dy, and Dy values of certain reinforcement materials in Table 2.2.

Table 2.2: D; and Dy values of certain reinforcement materials

H Reinforcement [21] ‘ Dy, ‘ Dy H

E-Glass 6.3 | 0.0037
S-Glass 6 | 0.0020
D-Glass 4.6 | 0.0015
Quartz 4.6 | 0.0002

e E-glass: Inorganic E-glass as a reinforcement of laminates intended for high-

speed digital applications, it has high D, and low cost.

e S-glass: Inorganic S-glass is being investigated as a potential replacement for
E-glass as reinforcement in laminates and composites for high-speed applica-

tions.

e D-glass: Inorganic D-glass was specifically developed as glass with improved
dielectric properties for high-performance electronic applications. However, it

involves some complications due to the high composition rate of SiOs.

e Quartz: Inorganic glass principally of fused silica SiOq, high strength, low
CTE, with excellent chemical resistance. However, the drilling process involves

complications.
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Table 2.3: Compositions of particular reinforcements

H Composition [21] ‘ E-Glass ‘ S-Glass ‘ D-Glass ‘ Quartz H

SiOq 54.5% 65% 74.5% 99.7%
Al; O3 14.5% 25% 0.3% Trace Amount
CaO 17% - 0.5% Trace Amount
B50O5 8.5% - 22% -
MgO 1.5% 10% - -

Nay,O + K,O Trace Amount - 2.5% Trace Amount
TiO9 Trace Amount - - -
FeyO5 Trace Amount - Trace Amount | Trace Amount

The alternative reinforcements which were mentioned in Table-2.2 listed with
their internal compositions in Table-2.3. As the SiO, composition increases in the
fiber structure, the Dy, significantly decreases due to the symmetric molecular struc-
ture, and the lower dipole polarity moment results with lower relative permittivity.
However, as the SiOs composition increases, the mechanical properties of reinforce-

ments become lower, and the complexity of the manufacturing process increases [21].

2.4.2 Host Matrix Selection

Most of the thermoset resins, which include high glass transition temperature,
present a tendency to exhibit higher permittivity and loss due to their polar func-
tionality [3]. Sharma et al. mentioned that ideally, materials with low dielectric
constant and low loss, in a structural perspective, highly symmetric to lower the
polarizability. Therefore, in Table 2.4 certain new resin systems, which can be a

potential host matrix for high performance PCB applications presented.

e FR-4 Type Epoxy Resin: FR-4 resin is one of the most widely used resin
systems in the PCB industry. The structure involves brominated epoxy resin,

which reveals the fire retardancy and hardener the resin system [21].

Table 2.4: D;, and Dy values of certain resin systems

H Resins ‘ Dy, ‘ Dy H
FR-4 Type Epoxy Resins | 3.6 | 0.032
Polyimide 3.2 0.02
Cyanate Ester Based Resins | 3.1 | 0.005
PPO Based Resins 2.9 | 0.004
BT Based Resins 3.1 | 0.003
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e Polyimide: Polyimide resins utilize the high glass transition temperatures
in order to have high thermal stability. Enhanced thermal properties exhibit
the drilling process easier due to the elimination of drill smear caused by heat
production [21-23].

e PPO Based Resin: PPO based resins are one of the candidates for high-
performance PCB applications. Due to the low dielectric nature of the polymer

structure and excellent heat distortion resistance.

Structural manipulation of the polymer is one of the options that altering the
electrical properties of the resin system. Polymer structure can be tailored in order
to present low dielectric constant and low loss. However, this tailoring process should
consider the processability, thermal stability, mechanical properties. In Table-2.5,
we have presented certain desirable and undesirable structures in order to obtain
the provided specifications [3].

For obtaining the desired electrical properties from the proposed substrate structure,
one obvious approach could be to synthesize a resin without hydroxyl or carboxyl
groups. However, this approach will be impractical due to the importance of the
hydroxyl groups for the adhesion property of the PCB. Popular polar polymers
inherently involve hydrogen bonding moieties, which are susceptible to humidity. In
response, as the polarity of the polymer changes with respect to the moisture, the

dielectric constant of the materials will have a thermal dependency [3].
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Table 2.5: Desirable and undesirable groups for resin matrix

| Desirable groups for polymer backbone [3]

~-

Aromatic

.

Cycloaliphatic

R

—Si— 00—

Ry

Siloxane

Reactive group for cross-linking leads to low dielectric reaction products.

R, R,

*

Olefinic

R

\=
/

HC==CH

Acetylenic

Groups useful in building polymer segments but detract from low Dy.

o

o)

R
R N\

Ester

O
7 Ok,

Ether

O
Rjimw C——C il R,
R, Ry

Epoxy

Groups to avoid due to their strong effects

on increasing Dy.

Hydroxyl

O—0

R1/ \OH

Carboxyl
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To sump up with, epoxy-based glass fiber-reinforced composites are one of the
most commonly used materials in printed circuit boards due to their versatile chem-
istry, reasonable mechanical, thermal, adhesive and electrical properties and com-
paratively lower cost [24]. Facile curing process without the release of by-products,
good heat and chemical resistance, low thermal expansion coefficients, high mechan-
ical properties and adhesive strength can be counted among some of the advantages
of epoxies. However, their poorer dimensional stability at high temperatures, brit-
tleness and more importantly their relatively higher dielectric properties limit their
use for high performance applications in electronics [25]. Future technologies require
increased circuit densities, higher transmission speeds, smaller propagation delays
and operation at higher temperatures. As a result, more reliable materials with low

dielectric properties are needed [26].

Such materials include polymers like polyimides and polytetrafluoroethylene
(Teflon), which are relatively expensive and harder to process [27]. Among such poly-
mers, poly(phenylene oxide) (PPO) is a promising candidate. It is a thermoplastic
having high glass transition temperature, low coefficient of thermal expansion, low
flammability, low moisture absorption, excellent electrical insulation, low dielectric
constant and dissipation factor and good mechanical, thermal and adhesive charac-
teristics [26,28].

SABIC has patented and commercialized some PPO based resins. Therefore,
in this study NORYL SA9000™, a telechelic PPO oligomer with a bulky aromatic
structure and phenyl methacrylate end groups used as a host matrix. Its bulky
aromatic symmetrical structure and the absence of polar groups provide high free
volume and low polarizability, giving lower dielectric properties which makes it viable

for the high performance applications.

2.4.3 Potential Compositions

In Table 2.6, we have presented the potential laminate compositions in order
to obtain proposed specifications in the motivation section. As mentioned before,
E-glass, one of the most used reinforcement materials in PCB fabrication; however,
it does not include the best electrical properties. One approach for decreasing the
dielectric constant of the material could be increasing the SiOy amount in the compo-
sition however as seen in Table 2.6 as the SiOy proportion increased the relative cost
of the product increases due to the significant reduction in mechanical properties of

the substrate which is increasing the complexity of drilling.
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Table 2.6: Compositions of particular reinforcements

H Reinforcement /Resin ‘ Dy, ‘ Dy ‘ Water Uptake (mg) ‘ Relative Cost H

E-Glass/Epoxy 4.7 | 0.021 10 1
E-Glass/BT Resin 4.5 | 0.010 15 14
E-Glass/Polyimide 4.5 | 0.018 25 2.5

E-Glass/Cyanate Ester | 3.9 | 0.003 - 5

S-Glass/Epoxy 3.6 | 0.003 6 6
Quartz/Polyimide 3.6 | 0.010 25 14

E-PTFE/Epoxy 2.8 1 0.012 10 10
E-PTFE/Polyimide 2.8 1 0.010 25 12

2.4.4 Relationship Between Dielectric Properties and GtRR

Typically, the main factor influencing the effective real part of the complex
permittivity of a laminate is the variation of the glass-to-resin ratio. The dielectric
properties of resin play an essential role on determining the overall dielectric prop-
erties of the laminate [3]. It is assumed that the permittivity of glass is higher than
most of the epoxy and non-epoxy-based resin systems [3]. In order to alter the ef-
fective real part of the complex permittivity on a laminate, without an alteration on
the chemical structures of the both building blocks, setting the glass-to-resin ratio

can be a viable and simple solution.
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3 Modelling

The modelling part of this study is examined under two main sections: the
electromagnetic and the mechanical modelling of the proposed structures. Initially,
a comprehensive description of electromagnetic modelling will be presented by in-
troducing the proposed methods for extracting effective dielectric properties. Sub-
sequently, the simulation setup, boundary conditions, and effective medium approx-

imations will be evaluated.

In the second part of the modelling, the mechanical modelling of the proposed
representative unit-cell will be presented by providing a comprehensive evaluation

for yarn and laminate homogenization.

3.1 Electromagnetic Modelling

As mentioned in the introduction part, the design procedure of new composite
material for high-performance electrical applications is based on the accurate and
effective prediction of the electrical properties by considering the periodic nature of
the composite structure. However, direct modeling of a fiber-woven structure inside
a host matrix will require an enormous amount of computational power, conceiv-
ably violating the minimum entity dimensions of the modeled structure due to small
wavelength and aspect ratio limitations. Thus, homogenization procedure or pre-
diction of effective electrical parameters by utilizing energy-based, internal field, or
scattering-based methods to overcome this challenge and predict the effective elec-
trical properties to be utilized in the design process. Determination and modeling of
a viable representative unit-cell are one of the critical components of this procedure,

and it is challenging for bi, or multi-phased laminate structures [6].

In this part of the study, the homogenization-based analysis methods using
periodic boundary conditions are presented. Additionally, a viable representative
unit cell structure is proposed to be used for commercially available fiber reinforced

with a host matrix composites to be used in high-frequency applications.

3.1.1 Effective Complex Permittivity

Since hybrid interacting micro-structures are considered as material building
blocks with spatial variability and are periodically repeatable, they can be repre-

sented by an equivalent effective new material property based on Maxwell’s equa-
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tions. Thus, in this study, we applied a simple homogenization procedure to the in-
ternal field and energy-based approaches to extract the effective dielectric properties
of a heterogeneous medium. The complex dielectric permittivity of the heteroge-
neous structure is extracted in single and two-level homogenization. The simulation
results are compared with the common effective medium approximations and mea-

surement results between 20 to 40 GHz.

Internal Field Based Approach: The internal field-based approach intro-
duces the calculation of the effective dielectric properties by considering the average
electric flux density and the electric field inside a medium. The effective dielectric
constant is obtained by utilizing the appropriate fundamental laws presented in the
background chapter. Calama et al. utilized this technique to obtain the electro-
static field solution in a porous ceramic material with fractal geometry boundaries
by using the Finite Difference Method (FDM) [29]. Calama et al. include the par-
allel plate capacitors to perform the simulation of internal fields in a medium. The
potential distributions at the edge of the representative unit-cell suggested by Peon
et al. are performed by utilizing the periodic Born-Bon Karman boundary condi-
tions [30]. Hence, there are multiple cases to utilize the internal field approach in the

anisotropic heterogeneous compositions through commercial FEM software tools.

In this study, to extract the complex relative permittivity and permeability in-
ternal field approach applied by taking proper surface and volume averaging. How-
ever, as comprehensively explained in the further parts of this section, it is possible
to model the heterogeneous compositions through electromagnetic simulation soft-
ware by utilizing the reflection and transmission coefficients, whereas, mentioned
coefficients are not sufficient to obtain the local parameters [31]. On the contrary,
methods based on local area summation allow simple determination of locally ef-
fective features within the structure. In regards to the internal field approach, a
heterogeneous composition medium layer that repeats a finite number of single cells
along the Y-axis and by introducing periodic boundary conditions on the X7 plane

can be considered [32].

The electromagnetic wave and material interaction constitutive relations are
utilized, mentioned in background section (Equations: (2.1.9), (2.1.10)), to express
the effective complex permittivity and the permeability. Hence, the derived version
of the effective permeability in a given heterogeneous medium equation (3.1.1), for

the effective complex permittivity equation (3.1.2) utilized [33].
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Holtr =~ (3.1.1)
e = %Zi (31.2)

Energy Based Approach: There are multiple studies done to obtain the
effective dielectric properties of materials by utilizing the FEM and BIE methods
to simulate the quasi-static parallel plate capacitors. Hence, to extract the real and
imaginary parts of the permittivity of a composite, they measured the electrostatic
energy and loss of the dielectric material [34,35]. Therefore, in [36] the effective
dielectric properties are extracted by utilizing the harmonically oscillating potential
difference. Additionally, there are studies in which simulations of heterogeneous
compositions with a high concentration of insulating material contents are performed
by utilizing commercial FEM software tools, such as ANSYS [5] and COMSOL
[37,38].

In the further section, the determination of the simulated geometry will be
examined comprehensively. A representative unit cell’s sizing depends on the as-
sumption that the maximum element dimension must be smaller than the 10%
of the wavelength. Unlike the similar effective dielectric properties determination
methods in the literature, in this study, the solutions of Maxwell’s equations based
on the quasi-static approach will not be required. The energy-based approach is
primarily based on the Poynting theorem.

This method can be essentially viewed as the re-interpretation of Faraday’s and
Ampere’s laws from the energy point of view. Mathematically, subtraction of scalar
multiplications of the Faraday’s law (equation (2.1.6)) with the conjugate of the
magnetic field vector and the Ampere’s law (equation (2.1.8)) with the electric field
vector, we would end up with equation (3.1.3). Ey? and H,? are attained by the dot
product of the electric field vector and the magnetic field vector with its conjugate,

respectively.

V.(E x H*) = —jupH? + jweE? — oE? (3.1.3)

The left-hand side of equation (3.1.3) represents the power flux of the electromag-
netic wave. This introduces new terms of the mean density of magnetic energy and
the mean density of electric energy. Hence, the real part of the complex permittivity

and permeability can be described in terms of the mean density of the electric and
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magnetic energy.

— 2jw(Wp, — We) = V(%ﬁ X ﬁ*) + (0 — ws’)% + (wu')% (3.1.4)

E? H?
Hence, the (o — wa’)70 +wu’70 term on the right hand side of the equation (3.1.4)

corresponds to the amount of average power converted into heat, since the mean of
the square of the trigonometric functions sine or cosine is =. Therefore, equation
(3.1.4) primarily expresses the differential form of the complex Poynting theorem.

As presented in equation (3.1.4), equations (3.1.5) and (3.1.6) are obtained to express

the dielectric constant and magnetic permeability with complex vectorial functions

17).

4W,
== 3.1.5
ET 60E§ ( )
4W,
; =" 3.1.6
Hr = Lo HE (3..6)

On the other hand, the imaginary part of the complex permittivity is extracted
from the heat transfer equation. That will be utilized to determine the power loss
that is delivered to the representative unit cell. Therefore, governing of the heat

transfer phenomena is presented as in equation (3.1.7) [17].

oT
Qem = Pcpﬁ — V.kVT (317)

where Q.,, denotes the heat generation, p is the density, x is the thermal conductiv-
ity, and c, is the specific heat capacity of the representative unit element. For this
modal, Q.,, is the representation of the electromagnetic power dissipation. There-
fore, the heat generation process due to power transfer extracted by the equation
(3.1.8).

_ n Eo
Qem - (U+W5 ) 9 (318)

As a result, the final form of the imaginary part of the complex permittivity is

presented as in equation (3.1.9).
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Scattering Based Approach: Meta-materials is a common research area
where the calculation of the effective dielectric parameters is of great importance
through a scattering-based approach. The scattering-based approach provides the
effective dielectric properties of the sample by calculating the reflection and trans-
mission wave passing through the heterogeneous composition. Hence, Weiland et al.
utilized commercially available CST microwave studio software to extract [39]. The
calculation of this software is based on the finite integration technique by utilizing
the ideal boundary conditions. Additionally, Liu et al. calculated the complex effec-
tive dielectric properties of the planar composite material which contains conductive
fibers by using commercially available High Frequency Structure Simulator (HFSS)
software, as a Finite Element Method (FEM) software [40].

30



3.1.2 Effective Medium Approximations

Classical mixing rules (CMR) and effective medium approximations (EMA)
mainly depend on the energy differences requiring simple calculation rather than
calculating the direct energy. EMA’s and other related approaches mainly depend
on the composite structure’s physical model and the ratio between their building
blocks(GtRR). The most common examples of EMA’s are utilized by the dielectric
permittivity and the conductivity of the laminate structures [41]. The accuracy of
these approaches depending on the choice of representative unit cell element dimen-
sions, permittivity contrast, and fraction between building blocks of the laminates.
The visual implementation steps of effective medium approximations are presented

in Figure 3.1.

=

Leff

Figure 3.1: Simple homogenization procedure of bi-phased composite
structure: ¢; denotes the circular inclusions of the 2D host matrix, ¢, de-
scribes the permittivity of the host matrix, and €. sy denotes the macroscopic
permittivity response of the heterogeneous medium.

where, ¢; denotes the circular inclusions of the 2D host matrix, €, describes the
permittivity of the host matrix. The evaluation of both internal and energy-based
methods are done by the most common effective medium approximations as stated

below.

Maxwell-Garnet Approximation: Maxwell-Garnett (MG) approximation is one
of the most famous EMA used for predicting the dielectric properties of the het-
erogeneously composed media. MG approximation takes into consideration of the
induced polarization that occurs under a uniform external electric field. This approx-
imation is initially implemented on heterogeneous structures that include spherical
inclusions inside a host matrix. Therefore, the provided version of the Maxwell-
Garnett approximation considers that the introduced inclusion into the host matrix
is cylindrical shaped and stretches infinitely inside the host matrix [7]. Therefore,
the €. s (effective permittivity) of a heterogeneous medium calculated based on MG

approximation in equation (3.1.10) [7].
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where, .55 is the effective electrical permittivity of the total medium. ¢ repre-
sents the electrical permittivity of the resin matrix surrounding the fillers or the
reinforcement structures. Therefore, ¢; is representing the electrical permittivity of

the introduced inclusions. Finally, f denotes the volume fraction of the medium.

Symmetric Bruggeman Approximation: Another famous effective medium ap-
proximation is the Bruggeman Approximation (SB), which takes into consideration
the effective medium theory as in Maxwell-Garnett approximation. In comparison,
SB approximation utilizes the symmetry between the introduced inclusions and the
host matrix. Hence, asymmetrical Bruggeman’s theory is utilized to determine the
inconsistently shaped inclusions inside the host matrix [6]. However, one of the esti-
mation problems about the SB approximation is that it overestimates the effective
permittivity of the heterogeneous medium when the volume fractions among the
host matrix and inclusions are small with respect to the MG approximation. SB

approximation is presented in equation (3.1.11) [7].

| =

5eff = |:3f(€l — €h) + 25}1 — 8Z‘+

V(L= 3/2)e2 4+ 22+ 9f — e + (3f — 23| (3.1.11)

where, ¢; denotes the permittivity of the inclusions, ¢, denotes the permittivity of
the host matrix, and f describes the volume fraction ratio among the inclusions and

the host matrix.

Looyenga Approximation: This study’s last effective medium approximation is
the Looyenga approximation; with respect to the initial two approximations, the
Looyenga approximation is not commonly used as the MG and the SB approxi-
mations. However, the distinctive property of the Looyenga approximation with
respect to the MG and the SB approximations is that the approximation can be
modified with regards to inclusion shape by altering the variable ”A” as stated in
equation (3.1.12). In this study, the variable A=2 due to inclusion shape inside host
matrix [42].
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where, variable ” A” describes the depolarization factor, €, denotes the permittivity

of the host matrix and, ¢; denotes the permittivity of the inclusions [42].

3.1.3 Simulation Setup and Results

In this section, the simulation setup and simulation results are examined com-
prehensively. All simulations are examined in terms of boundary conditions, repre-
sentative unit cell determination, the difference of single and two-level homogeniza-
tion, post-processing, and finally, the simulation and effective medium approxima-

tion results compared, respectively.
Boundary Conditions

In this study, simulations are conducted via the commercially available COM-
SOL multi-physics software. Simulations are conducted under the Electromagnetic
waves and Frequency domain module of the COMSOL multi-physics. Simulations
under this module are solved through the wavelength domain by utilizing paramet-
ric sweep. In order to determine the computational region wave equation defined
on the total structure as presented in Figure 3.2. Based on both energy-based and
internal field approaches, a material layer that repeats a finite number of single cells
along the Z-thickness dimension and has an infinite periodic extension in the XY
plane can be considered. The incident wave is defined along the Z-axis with vector
k. The X-axis and Y-axis define the E-field and H-field, respectively. Therefore,
the periodic boundary conditions (PBC) are defined on the XZ and YZ surfaces of
the computation region to represent the periodic structure of the E-glass fabric, as
shown in Figure 3.2. Thus, the type of periodicity of the periodic boundary condi-
tion is determined as Floquet periodicity. Both sides of the unit cell are defined by
the air domain. The dimensions of the air domains are determined with respect to
the introduced wavelength. The port type for the top and bottom of the air domains
is selected as periodic to introduce the excitation wave into the system by the port
boundary conditions. The wave excitation was introduced into the system via port
1, and port 2’s wave excitation was disabled to exclude the back reflection from the

system.

Due to the complex nature of the geometry, which is explained comprehensively

in the further sections, automatic meshing was not suitable for this study. Therefore,
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Figure 3.2: Determined simulation setup and boundary conditions for sin-
gle level homogenization at 20 GHz

mesh assignment was done in the user-defined mode by utilizing the mesh module’s
free triangular, distribution, and copy features; the number of elements defined by
the assigned mesh was around the magnitude of order 10° — 107 elements in these

simulations.
Representative Unit Cell Determination

In advance of the determination of the representative unit cell, it is required
to enhance the geometrical knowledge about the reinforcement types. Hence, this
study utilizes 106 and 1080 types of E-Glass fiber fabric to reinforce the host matrix.
Therefore, the generic representation of the E-Glass fiber fabric’s dimensions are
denoted as shown in Figure 3.3. The vertical fiber bundles are called ”warp” and
horizontal fiber bundles are called ”weft”. The provided reinforcement dimensions
in Table 3.1 will have vital importance in the determination of the unit cell. The
numerical values of X3 and Y3 determine X and Y dimensions of the unit cell size.

Thus, X; and Y; determine the minimum thickness of the unit cell.
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Figure 3.3: Illustration of the generic E-Glass fiber fabric’s denotations of
the dimensions

Optical microscopy images of the 106 and 1080 types of E-Glass fiber fabric
are presented as shown in 3.4. In ideal fabrication conditions, due to X; and Yj,
the minimum thickness of the composites manufactured with 1080 type of E-Glass
fiber fabric is larger than the composites that is manufactured with 106 type of
E-Glass fiber fabric. Eventually, the composite thickness variation has a signifi-
cant effect on the volume fraction ratio of the fiber. The volume fraction is also
known as the "Glass to Resin ratio”. 106 and 1080 types of E-Glass fiber fabrics
are common reinforcement types for high-performance applications. As presented in
Figure 3.4, 1080 and 106 types of E-Glass fabric have a large intersection gap. These
gaps will provide an impedance alteration on the copper transmission lines and will
severely affect the signal. Therefore, in high-speed applications that utilize E-Glass
fiber fabrics are uniformly distributed along the X and Y-axis. In high-frequency
applications, impedance alteration along the transmission line is important. How-
ever, 106, 1080, and the enhanced derivatives of E-Glass were utilized in the high

frequency and antenna applications.

To determine the representative unit cell dimensions, there should be consid-
ered two distinct contributions. As stated at the beginning of this section, the initial
contribution was introduced by the dimensional properties of the E-Glass fabric and

how well its represented their periodic nature.
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Figure 3.4: a.)Optical microscopy images of a.)106 type of E-Glass fiber
fabric. b.)1080 type of E-Glass fiber fabric.

The second contribution is introduced by the irradiated wavelength into the
computational region, where the wavelength of the irradiation is longer than the
dimensions of the inclusions. There are two different proposed representative unit
cell that exists in this study. The proposed representative unit cell dimensions are
optimized to make the final composite structure suitable for working in various

frequency bands.

Both the homogenization and the effective medium theories to hold, for com-
posites with periodic unit cells, a representative unit cell structure’s maximum length
should not exceed A/10 in size. Therefore, the representative unit cell’s dimensions
should not exceed 750 um at center frequency of 40 GHz. The illustration of the
representative unit cell dimensions under the effects of both wavelength and fiber
dimensions are presented in Figure 3.5. Figure 3.5a determines a generic E-Glass
fiber fabric reinforced composite’s representative unit cell geometry, and this rep-
resentation will be viable in terms of periodic nature of the fabric and is viable up
to 20 GHz. Figures 3.5b and 3.5c determine the viable unit cells that include both
irradiated wavelength and periodicity conditions that are viable approximately till
50 GHz and 100 GHz, respectively.

In this study, two distinct representative unit cell types were proposed, they

Table 3.1: Dimensions of reinforcement as a E-Glass fiber fabric

Glass Fabric | X; (upm) | Xo (um) | X3 (um) | Y1 (um) | Yo (um) | Yz (um)
106 254 121.92 469.9 15.24 259.08 523.24
1080 40.64 208.28 431.8 27.94 307.34 568.96
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a.) b.) c.)

Figure 3.5: Illustration of the representative unit cell dimensions with
respect to the introduced wavelength into the system. Generic representative
unit element sizing till, a.)20 GHz, b.)50 GHz, ¢.)100 GHz

are plane weave representation and the bundle weave representation. Plane weave
representation ignores the cylindrical nature of the single fibers. Therefore, the
proposed plane weave representation is ambiguous in terms of the computational
region’s aspect ratio due to the increment in the assigned mesh’s complexity. The
proposed plane weave type of unit cell is presented as in Figure 3.6. The total and
local electric field distributions are presented in Figures 3.6a and 3.6b respectively.
The assigned mesh into the plane weave representation geometry is presented in
Figure 3.6c. Due to the low quality of the assigned mesh, which is in between two
consecutive fiber layers, the stability of the parametric simulation is degraded in

various frequency points.

Subsequently, the cylindrical nature of fibers is taken into consideration by
bundle weave representation, where the simulation geometry includes all fibers in a
representative unit cell. The number of fibers in the warp and weft directions are
determined by the SEM images of the 106 and 1080 types of E-Glass fiber fabrics.
Therefore, the number of elements in the computational region is increased exponen-
tially with respect to the plane weave representation. However, mesh distribution
and simulation stability are enhanced compared to the plane weave representation.
The total and local electric field distributions are presented in Figures 3.7a and 3.7b.
The mesh assignment into the bundle weave representation is presented in Figure
3.7c.
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Single & Two Level Homogenization with Bundle Weave Representation

Bundle weave representation is utilized to extract the effective dielectric prop-
erties of the 106, and 1080 types reinforced composite structures with single and
two-level homogenization procedures. As mentioned in the previous section, bundle
weave representation employs the cylindrical nature of fibers. However, the cylin-
drical representation of fibers increases the computational power cost of the bundle
weave representation. Therefore, to decrease the computational load, the homog-
enization procedure is separated into two levels, hence reduction of the simulation

time and the number of elements can be accomplished.

Single level homogenization is applied to the 106, and 1080 types of E-Glass
reinforced composite structure. The simulation steps of the single level homogeniza-
tion are presented in Figure 3.8, where, Figure 3.8a describes the bundles of 106
type E-Glass on XY plane which, are located in the host matrix, and Figure 3.8b

presents the target region to extract the effective dielectric properties.

Figure 3.8: Single level homogenization procedure with the bundle weave
representation. a.)Determined fiber bundles for 106 type E-Glass fabric.
b.)Total geometry of the simulation setup and homogenized region at 40
GHz.
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Figure 3.9: Two level homogenization procedure with the bundle weave
representation. a.)Determined fiber bundles for warp direction 1080 type
E-Glass with host matrix. b.)Determined fiber bundles for weft direction
1080 type E-Glass with host matrix. c.)Second level homogenization

Two-level homogenization is applied to the 1080 type of E-Glass due to having
a larger cross-section area in the weft and warp-directed bundles with respect to the
106 type E-Glass. Hence, the number of fibers per unit cell approximately increased
by 50% and directly affected the computation time. Initially, the homogenization
procedure is applied only on the fiber bundles with a host matrix as presented in
Figures 3.9a and 3.9b. Furthermore, extracted effective dielectric properties from
Figures 3.9a and 3.9b are inserted into the elliptically represented bundles in Figure
3.9c. As a result, the total composite structure’s effective dielectric properties are

extracted.

Subsequently, simulation results presented in Figure 3.10 and Figure 3.11 were
obtained by utilizing the single level homogenization for 106 type of E-Glass fab-
ric. In Figure 3.10 and 3.11, the effective dielectric constant and dissipation factor
are presented and are compared with the effective medium approximations from 20
GHz to 40 GHz, respectively. The obtained effective medium approximation results
depend on the measurement results of the inclusions and the host matrix from 20
to 40 GHz. As a result, the extracted effective dielectric constant and dissipation
factor through FEM simulations present a good agreement among each other. Fur-
thermore, the dissipation factor extracted through energy based approach coincides

with Maxwell-Garnett’s and Looyenga’s effective medium approximations.
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Figure 3.10: Simulation results of effective dielectric constant, via inter-
nal field and energy based approaches under single level homogenization

procedure compared with common effective medium approximations for E-
Glass(106)+PPO composition.

Consequently, single and two-level homogenization procedures were applied
on the internal field and energy-based approaches in the proposed simulations. The

effective dielectric constant and dissipation factor results are presented in Figure

3.12 and Figure 3.13 respectively.
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Figure 3.11: Simulation results of effective dissipation factor, via inter-
nal field and energy based approaches under single level homogenization
procedure compared with common effective medium approximations for E-
Glass(106)+PPO composition.
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Figure 3.12: Simulation results of effective dielectric constant, via internal
field and energy based approaches under single and two level homogenization
procedures compared with common effective medium approximations for E-
Glass(1080)+PPO composition.

The effective dielectric constant results extracted by the single and two-level homog-
enization procedures are in coherence with each other. However, the SB effective
medium approximation overestimates the effective dielectric constant for both 106
and 1080 reinforced compositions. Furthermore, the effective dissipation factor re-
sults obtained by the energy-based approach coincide with each other in both single
and two-level homogenization procedures. Hence, these results are strongly coherent

with the MG and Looyenga’s effective medium approximations.
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Figure 3.13: Simulation results of effective dissipation factor, via internal
field and energy based approaches under single and two level homogenization
procedures compared with common effective medium approximations for E-

Glass(1080)+PPO composition.
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Post-Processing

As mentioned in previous sections of the modelling chapter, the effective dielec-
tric properties are obtained by applying energy-based and internal field approaches.
However, by default, the output data format of these simulations does not satisfy
the homogenization conditions. Therefore, to extract the effective dielectric prop-
erties of the non-homogeneous medium, post-processing required on parameters,
such as mean density of electric energy (W), electric field norm (Ej) and relative

components of electric field and displacement field.

In the post-processing procedure of the energy-based approach, the volume
averaging requires extracting the effective mean density of electric energy (W,) and
the effective electric field norm (Ey) on the target region, which are shown as the

blue region in Figure3.8.

The homogenization procedure satisfied by the volume-averaged parameters
and the effective €/ can be obtained by the insertion of volume-averaged parameters
into equation (3.1.5). The same volume averaging procedure is viable for the effective

e by using equation (3.1.9).

Subsequently, the post-processing procedure of the internal field approach dif-
ferentiates from the energy-based approach in terms of averaging conditions. There-
fore, the homogenization procedure of the internal field can be described as vol-
ume/surface averaging [33]. The real and imaginary parts of the effective complex
permittivity are extracted by the ratio of the surface averaged displacement field
to the volume-averaged electric field. For instance, the target substrate is excited
by a Y-polarized electric field, the surface averaging of displacement field has to be
applied on the surface that is perpendicular to the electric field. Thus, the ratio
of the averaged Y-component of the displacement to the volume-averaged electric
field is attained. The real and imaginary part of the above ratio forms €/ and ¢,

respectively, as shown in equation (3.1.13) and (3.1.14).

& — real [(%ﬁ] (3.1.13)
¢ = imag [%] (3.1.14)

Consequently, the numerical computation of the effective complex permittivity
done by using MATLAB is presented in Appendix D.
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3.2 Mechanical Modeling

The mechanical simulations of the composites are widely utilized in both the
literature and the industry. Therefore, the effective mechanical properties of the
composites can be extracted in multi-level homogenization techniques as similar to
the two-level homogenization procedure that we have conducted in section 3.1.3 to
extract the effective dielectric properties. The two-level homogenization technique
in mechanical simulations can be described as Yarn and Laminate homogenization
separately. However, in this study, we will only introduce the Yarn homogeniza-
tion technique. The mechanical response of laminates is orthotopic, therefore, to
extract the effective mechanical properties, particularly the determination of elastic
orthotropic behaviors of the fiber weave and resin compositions examined in lit-
erature by using experimental and numerical methods [43]. Subsequently, due to
the simplicity of the unit cell geometry determination, the well-known Mori-Tanaka
technique was introduced into the simulation environment. Mori-Tanaka technique
utilizes the unit cell as a single fiber and host matrix composition to model the yarn
behavior of the composite structure. Thus, yarn behavior is primarily composed of
two phases, host matrix, and fiber, and is based on the development of the finite

element model of composite’s representative volume element (RVE).

Consequently, in the literature most of the published mechanical measurements
were examining the epoxy type resins. Therefore, in yarn homogenization modelling
the host matrix assumed as Epoxy based host matrix instead of PPO based host

matrix.

3.2.1 Yarn Homogenization

The yarn homogenization is the first level homogenization, to determine the
effective mechanical properties of the proposed composite structure. In order to
determine the yarn response of the structure we have utilized the homogenization
method proposed by the Stevens et al. [44]. Thus, the effective mechanical properties
of the material extracted from a single unit cell of the yarn. Hereby, it is possible
to determine the transverse isotropic behavior of fibers in a host matrix can be

determined by the equation (3.2.1) .

e=S:0 (3.2.1)
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where, S denotes elastic ’compliance’ tensor and called as compliance matrix and
it is the inverse of the D-matrix or called as the elasticity matrix. Therefore, the

orthotropic behaviour of the model can be described by the Hooke’s law as presented

below .

( 3

€11 5o %0 0 0| fon
£22 - U U U B e
en | _ =% —H om0 0 0] Jou (3.2.2)
2e19 0 0 0 & 0 0| |ow
2e13 0 0 0 0 & 0] |os
(2¢05) | O 0 0 0 0 & oo

Subsequently, the modelled structure simulated under the solid mechanics
module in COMSOL Multiphysics software, by introducing the cell periodicity bound-
ary conditions to express the periodic nature of the composite structure. Thus, to
extract the mechanical response of the modelled unit cell ”load groups” defined in all
the directions provided by the equation (3.2.2). The simulation geometry presented
as in 3.14 by introducing the 1080 type E-Glass and Epikote-828 host matrix.

Therefore, the comparison of the proposed model done with the effective mix-
ture rules. The mixture rule commonly known method to predict the effective
material properties of composite structures. The calculation of the Mixture rule de-
pends on the mechanical material properties of each components and their volume

fractions. Thus, the longitudinal Young’s modulus of the unit cell can be calculated

y“I/',

Figure 3.14: Developed model to extract the effective mechanical proper-
ties of the unit cell
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Table 3.2: Comparison of cell periodicity yarn homogenization with mix-
ture rules results

Material Property Yarn Homogenization | Mixture Rule
Longitudinal Young’s Modulus (E;/E,,) 18.8 17.7
Transverse Young’s Modulus (E2/E,,) 7.5 2.5
Volume fraction ratio 0.7 0.7

when the applied force direction same as the direction of fibers (£;) presented in
equation (3.2.3).

where, F,, and E; denote Young’s modulus of host matrix and fiber in longitudinal.

Vi and V,, denote volume fractions of the fiber and host matrix. However, the

transverse Young’s modulus of the unit cell can be calculated when the applied

force is perpendicular to the fiber orientation (Es) and presented in equation (3.2.4)
1 V Vin

5= E_fo + B (3.2.4)

Additionally, Poisson’s ratio and Shear modulus can be described with mixture rule,

presented in equations (3.2.5) and (3.2.6) respectively.

Vig = 1/12fo -+ vam (325)

1 Vi Vi
—_— = + —— 3.2.6
G2 Gioy Gp ( )

Consequently, cell periodicity based Yarn homogenization model and effective mix-

ture rule results of compared as in Table 3.2. The presented longitudinal and trans-
verse Young’s modulus are normalized with the Young’s modulus of the host matrix.
The last step of the Yarn homogenization is to calculate the D-matrix which contains
the effective mechanical material properties of the modeled unit cell. The obtained
D matrix values presented below. The Young’s modulus and shear modulus and
Poisson’s ratios obtained from the D matrix will be converted into the compliance
matrix and it will be provided as the input of the second level homogenization also,

called as laminate homogenization.
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[1.78F — 11 1.31E — 10 1.31F — 10 0 0 0
1.31E —10 427E — 11 1.63E — 10 0 0 0
1.31E —10 1.63E —10 4.27E — 11 0 0 0

0 0 0 1.55F — 10 0 0
0 0 0 0 92.29E — 10 0
0 0 0 0 0 2.29F — 10

(3.2.7)
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4 Characterization

The fabricated composites and their building blocks are characterized in terms
of their dielectric properties by using different methods at a diverse range of fre-
quencies. Fabry Perot Open Resonator (FPOR) and Split Post Dielectric Resonator
(SPDR) techniques have been utilized in this study to extract the effective dielec-
tric properties of the fabricated composites. Furthermore, the modelling results of
the composite structures compared with the measurement results obtained by the
FPOR technique in between 20 GHz to 40 GHz. Subsequently, effective dielectric
constant and dissipation factor extracted with a more precise method of SPDR.
Consequently, the final effective dielectric constant and dissipation factor extraction
method proposed and design and simulation procedure comprehensively explained

in Section 4.4.

4.1 Fabry Perot Open Resonator(FPOR) Measurement

The characterization of low loss materials have been made by the FPOR setup
between 20 GHz to 40 GHz. FPOR is an automated resonance measurement de-
vice that creates a viable measurement environment for low-loss dielectric materials.
FPOR setup contains silver platted Gaussian mirrors top and bottom side of the
resonator with a highly precise sliding stage to provide a transition between the
TEM modes in Z-Axis of the open resonator, as the cross-sectional illustration and
realized measurement setup was presented in Figure 4.1 and Figure 4.2 [45]. The
measurement procedure initiated with the measurement of unloaded resonance fre-
quency and unloaded quality factor of the open resonator and continues with the

insertion of the material under test (MUT) into the resonator.

Theoretically, the closest location of the minimum electric field could be de-
termined, so identify the relevant modes the MUT has been shifted to the above
mentioned position from the center of the open resonator where the electric field
is maximum. Hence, the identification of the first mode of interest completed the
MUT shifted back to the open resonator’s center and recorded resonance frequency
and quality factor simultaneously. The extracted results were converted by the com-
parison of a look-up table, which was previously generated by the EM model of the
empty FPOR, to the dielectric constant and dissipation factor [45]. The resonance
frequency and the quality factor of the FPOR were extracted through Keyseight-
PNA Mb5224A till 43.5 GHz.

48



e e

SR

Tt

N
)
1 Kes
\
\

LRI

TRt

s
Lo e e

5
Cross-sectional illustration of the Fabry Perot Open Resonator.

Figure 4.1

The realized measurement setup between 20 GHz to 40 GHz
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Subsequently, the proposed modelling setups were evaluated by the measure-
ment results through the FPOR measurement between 20 GHz to 40 GHz. There-
fore, the comparison of E-Glass(106)+PPO composition’s modelling and measure-

ment results presented in Figure 4.3 and Figure 4.4.

The 106 reinforced composition’s estimated effective dielectric constant is larger
with respect to FPOR measurement results. The distinction between the simulation
and measurement results depends on the thickness variation of the targeted measure-
ment region due to the dependence of the dielectric constant on thickness. Therefore,
as mentioned above, the MUT holder shifts automatically when the transition from
the minimum electric field to the maximum electric field locations occurs. Hence,
the automatic shifting procedure takes into consideration the thickness of the MUT.
On the other hand, the measurement results and modelling results are in coherent

in terms of the dissipation factor.

3.0 .
FEM - Internal Field
29 —4&— FEM-Energy Based
) PPO - E-Glass 106
(Measurement)
2.8
x _Wm
o
2.7
2.6-j0—0—0-0—0—0—0-0—0—0—0—0—0—0—0—¢
2.5 . r r . .
2x1010 2.5x101°0 3x101° 3.5x1010 4x101°

Frequency

Figure 4.3: E-Glass(106) reinforced PPO based composite’s single level
homogenization based modelling compared with the measurement results of
dielectric constant via FPOR between 20 GHz to 40 GHz
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Figure 4.4: E-Glass(106) reinforced PPO based composite’s single level
homogenization based modelling compared with the measurement results of
dissipation factor via FPOR between 20 GHz to 40 GHz

Consequently, both the single and two-level homogenization procedures applied
on the E-Glass(1080)+PPO composition and compared with the FPOR measure-
ment results in between 20 GHz to 40 GHz. The simulation and measurement results
are in good agreement among them. Whereas, extracted effective dissipation factor
from the simulation environment underestimates the dissipation factor. As a result
the extraction of effective dissipation factor by using internal field approach, the
single level homogenization presents more accurate estimation in terms of FPOR

measurement results.
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Figure 4.5: E-Glass(1080) reinforced PPO based composite’s both single
and two level homogenization based modelling compared with the measure-
ment results of dielectric constant via FPOR between 20 GHz to 40 GHz
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Figure 4.6: E-Glass(1080) reinforced PPO based composite’s single and
two level homogenization based modelling compared with the measurement
results of dielectric constant via FPOR between 20 GHz to 40 GHz
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4.1.1 FPOR Measurements of the Functionalized Reinforced Compos-

ites

In this study, except the modelling and the measurement procedures of the
reinforced composites, reinforcement functionalization was also studied. Therefore,
106 and 1080 types of E-Glass fabrics were initially functionalized by three different
silane coupling agents with amine, vinyl and epoxy end groups, in ethanol solutions.
Therefore, the effect of functionalization of reinforcements on the effective dielectric
properties of the composites were examined by using the FPOR measurements.
As a result, obtained effective dielectric properties of the functionalized reinforced

composites comprehensively explained in Appendix E.

23



4.2 Split Post Dielectric Resonator(SPDR) Measurement

Split post dielectric resonator (SPDR) is a type of resonator that operates
in particularly determined frequency, this frequency also called as the nominal fre-
quency. The nominal frequency of the current SPDR that utilized in this study is
around 10.127 GHz. SPDR is one of the most precise dielectric properties measure-
ment method which used for the measurement of laminar dielectric materials and
LTCC substrates. The cross-sectional illustration and real measurement setup of
the SPDR were presented in Figure 4.7 and Figure 4.8. The dielectric properties
of the 106 and 1080 type reinforced composites SPDR measurements presented in
Table 4.1. Consequently, the dielectric properties’s measurement of the composites

fabricated by using the functionalized reinforcements results presented in Appendix
E.

Table 4.1: SPDR measurements of 106 and 1080 type reinforced PPO
based composites at 10 GHz

Host matrix | E-Glass type | Dy Dy

PPO 106 2.83 | 0.0039
PPO 1080 2.99 | 0.0042
Dielectric Dielectric
Supp.cirts

v

Coupling
Loops “®=z.___

“=~~., Metal
_.-" Enclosure

Figure 4.7: Cross-sectional illustration of the Split Post Dielectric Res-
onator.
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Figure 4.8: The realized measurement setup at 10 GHz for SPDR mea-
surements.
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4.3 Design of a Ring Resonator Measurement Setup

The micro-strip ring resonator structures have employed large variety of ap-
plication in RF circuits. Therefore, in this study ring resonator structures can be
utilized for the determination of the dielectric constant and the dissipation factor
of the copper cladded composites [46]. The extraction procedure of the dielectric
properties based on the quality factor and the resonance frequency of the MUT as

similar to the FPOR and SPDR measurement techniques.

A micro-strip ring resonator designed to verify the extracted results from the
SPDR measurement method at 10 GHz. In order to determine the dimensions of
the circumference of the ring the guided wavelength has to be obtained as presented

in equation (4.3.1).
c

Ag= ———
fO |5eff|

where f, denotes resonance frequency, and e.¢s can be empirically calculated by

(4.3.1)

the model provided by Kirschning et al. [47]. Whereas, in this design procedure
the substrate selected arbitrarily and € assumed as a bare PPO’s complex permit-
tivity. Calculation of 50 €2 matched micro-strip lines done by the line calculator in
commercially available ADS software, which are used to couple the ring resonator.

Furthermore the average radius of the, ring calculated via equation (4.3.2) [48].
2T apg = NA, (4.3.2)

where n denotes the order of the harmonics and the r,,, denotes the average radius
of the ring. The width of the ring accepted as same as the 50 €2 matched lines.

Therefore, final layout of the ring resonator presented in Figure 4.9.

Figure 4.9: The layout of the designed micro-strip ring resonator in ADS
on a arbitrarily defined substrate at 10 GHz
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Figure 4.10: Extracted scattering parameters of the ring resonator from
the ADS simulations

The EM simulations conducted by the commercially available ADS software
and extracted S-parameters of the resonator presented in Figure 4.10. Therefore,
the ring resonator is resonating at 10.22 GHz. In order to evaluate the SMA connec-
tors effect on the board designed layout transferred into the COMSOL multi-physics
environment and simulated via Electromagnetic waves module by introducing the
transition boundary condition to express the coupling event. Subsequently, the de-
signed resonator’s electric field norm distribution at 10 GHz presented in Figure 4.11.
Finally, extracted S-Parameters from COMSOL multi-physics simulations presented
in Figure 4.12 and the resonance shifted to 9.8 GHz.

o ; -10 . 0 10
freq(181)=10 GMz Volurfle: Electnic field norm (V/m) Surface: Electric field norm (v/m)

4

y -10 0.2

Ju

Figure 4.11: Designed micro-strip ring resonator simulation setup in COM-
SOL at 10 GHz
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Figure 4.12: Extracted scattering parameters of the ring resonator from
the COMSOL multi-physics simulations

As mentioned above, the calculation of dielectric properties depends on the
resonance frequency and the quality factor. Whereas, measurement of the dielectric
constant of a MUT more simple than the dissipation factor and can be measured
by utilizing the equation (4.3.3) [48].

& = <27rf0> (4.3.3)

Therefore, to measure the dissipation factor, it is required to extract the loaded

quality factor (@) and it can be calculated by the division of the resonance fre-
quency to 3dB bandwidth of the insertion loss. Subsequently, the calculation of
unloaded quality depends on the measurement of the insertion loss (IL) and it can
be calculated as in equation (4.3.4) [48].

QL

Qo = T—q-1i/20 (4.3.4)

Consequently, the quality factor of the dielectric losses dependent on the both un-
loaded quality factor and quality factor of the conductor loss as in presented in
equation (4.3.5). The quality factor of the conductor losses described by the empir-
ical methods proposed by S.B. Cohn et al. [48]. Therefore, 1/Q; will describe the
dissipation factor of the MUT.

Df=—=——— (4.3.5)



5 Conclusion & Future Work

5.1 Summary of Work

Copper cladded laminates have become a prominent material composition in
electrical applications due to their superior electrical and mechanical properties.
Primarily, low-loss laminates are one of the essential building blocks of the 5G ap-
plications due to the requirement of low attenuation in the signal line compared
to the conventional epoxy-silica-based laminates. Predominantly vast majority of
the integrated circuits are packed by silica blended epoxy structures due to the
ease of processability and cost reduction. Therefore, wireless communications and
broadband technologies are the primary motivation for developing advanced lami-
nate systems with the enhanced dielectric properties. In these circumstances, the

attention in the PCB substrates that operate at RF and mm-wave regions increases.

In this thesis, the modelling and the development of high performance, low-
cost PCB substrate that operates in RF and mm-wave applications were performed.
In order to achieve these specifications, we have examined the particular building
blocks of the PCB laminates and determined the targeted chemical structures of the
host matrix and the particular fiber weave structures. Due to the lack of prediction
techniques of the laminates” mechanical and electrical properties, this study utilized
two main approaches to determine the effective mechanical and electrical properties

of a non-homogeneous laminate structure.

The internal field and the energy-based approaches were proposed to extract
the effective electrical properties of a laminate. The obtained local dielectric prop-
erties of the laminate homogenized in the entire laminate system that infinitely
repeats along the X and Y axis by using single and two-level homogenization proce-
dures. The two-level homogenization procedure created an opportunity to simulate
complex, multilayered laminates with a less computational load with respect to

single-level homogenization.

The extracted effective complex permittivity of the laminates comprehensively
were evaluated with the effective medium approximations. Thus, the average error
rate of an effective dielectric constant between the Maxwell-Garnett approxima-
tion and the FEM-based internal field approach was around 1.8% at 40 GHz. On
the other hand, the average error rate of an effective dissipation factor among the
Maxwell-Garnett approximation and the FEM-based internal field approach was
around 18.2% at 40 GHz.
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Subsequently, modelled results were compared with the FPOR and SPDR mea-
surements. 106 and 1080 types of reinforced PPO-based laminates were fabricated,
and these samples have presented a good agreement with the proposed internal field
and energy-based approaches. Thus, the average error rate of an effective dielectric
constant between the FEM-based internal field approach and the measurements at
40 GHz was around 2.5%. On the other hand, the average error rate of an effective
dissipation factor among the FEM-based internal field approach and the measure-
ments at 40 GHz was around 19% at 40 GHz.

Finally, the fabricated samples were measured at the Ka-band and presented
better performance than the common epoxy-silica-based composites in dielectric
constant and dissipation factor. Consequently, at 10 GHz, the fabricated 1080 type
reinforced laminate dielectric constant was 3, and the dissipation factor was 0.0042,
which presents a magnitude of order less dissipation with respect to the FR-4 lam-
inates. Consequently, we have examined surface functionalization of the reinforce-
ments by treating various silane groups, and we obtained improvement on the ef-

fective dissipation factor of the laminate. These results are presented in Appendix
E.

5.2 Future Work

There are two near future objectives of this study, initially, after the copper
cladding procedure developed the ring resonator structure will be fabricated on top

of a newly developed substrate and dielectric properties will be measured.

Secondly, as presented in the Appendix E, the preliminary results of function-
alized reinforced PPO based composites shows that functionalization is promising in
enhancing the current dielectric properties of the fabricated samples. However, due
to the limited knowledge about the functinalized surface on the reinforcements the
modelling of these composites have not been completed. To model these inclusions
into the modeling environment, detailed characterization of the E-Glass is necessary
such as thickness and uniformity of the functionalized layer and the determination
of the complex permittivity. The long-term future work of this study is the further
development of mechanical and thermal models of the laminates. Subsequently, the
merging procedure of the mechanical and electromagnetic simulations will be done
in a single platform to extract the effective dielectric and mechanical properties in

a coupled way.
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APPENDIX

A. Appendix
clear;
cle;
er_inf = 2.501;
er_dc = 2.617;

omg = 500*2%pi;

Tau 0 = 0.5e-12;

act = 9.65e-20;

act2 = 8.65e-20;

act3 = 7.65e-20;

T = (210:1:500);

tau = Taug. * exp(act./((1.38E —23). x T'));

er = 2.501 + ((2.617 — 2.501)./(1 + (omg. * tau).?));

T2 = (210 :1:500);

tau2 = Tau 0. x exp(act2./((1.38E — 23). x T'2));

er2 = 2.501 + ((2.617 — 2.501)./(1 + (omg. * tau2).?));

T3 = (210 : 1:500);

taud = Tau-0. * exp(act3./((1.38E — 23). x T'3));

er3 = 2.501 + ((2.617 — 2.501)./(1 + (omg. * tau3).?));
figure(3);

plot(T, er);

holdon

plot(T, er2);

plot(T, er3);

gridon;

legend("tau_0 = 9.65E — 20’/ tau_0 = 8.65E — 20’ tau_0 = 7.65E — 20’ Location', southeast’)
holdof f

zlabel("Temperature(Kelvin)', FontSize', 14, FontWeight',' ),
ylabel(' Permittivity(Real)', FontSize', 14, FontWeight','V);
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B. Appendix
clear;
cle;
er_inf = 0.011202587051851;
er_dc = 0.00176059026192027;
omg = 500*2*pi;
Tau 0 = 0.5e-12;
act = 9.65e-20;
act2 = 8.65e-20;
act3 = 7.65e-20;
T = (210:1:500);
tau = Tau_0.*exp(act./((1.38E-23).*T));
er = ((omg.*tau).*(er_dc - er_inf))./(14(omg.*tau).?);
T2 =(210:1:500);
tau2 = Tau 0. x exp(act2./((1.38E — 23). x T'2));
er2 = ((omg. * tau2). x (er_dc — er_inf))./(1 + (omg. * tau2).?);
T3 = (210:1:500);
tau3d = Tauy. * exp(act3./((1.38E — 23). * T3));
er3 = ((omg. * tau3). x (er_dc — er_inf))./(1 + (omg. * tau3).?);
figure(4);
plot(T, abs(er));
holdon
plot(T, abs(er2));
plot(T, abs(er3));
gridon;
legend("tau-0 = 9.65E — 20’/ tau_0 = 8.65E — 20’ tau_0 = 7.65E — 20’ Location', northeast’)
holdof f
zlabel('Temperature( Kelvin)' FontSize', 14, FontWeight' '),
ylabel(' Permittivity(Imaginary)', FontSize', 14, FontW eight' ' b');
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C. Appendix

cle;

clear;

last= 15;

epsilon_i =0.0039;

£=0.185:;

A= 2;

epsilon_h=csvread(’A:

umut data

eh 20GHz.csv’,0,0,[0 0 last 0]);

%Maxwell-Garnett

for i=1:last+1

epsilon_eff(i,1) = epsilon_h(i,1) + 3*f*epsilon_h(i,1)*

((epsilon_i-epsilon_h(i,1)) /(epsilon_i+2*epsilon_h(i,1)));

end

% Symmetric Bruggeman Approx.

for i=1:last+1

epsilon_eff SBA(i,1) = (1/4)*(3*f*(epsilon_i-epsilon_h(i,1)) + 2*epsilon_h(i,1)-epsilon._i
+ ...

sqrt((1-3*f2)*epsilon 12 4 2*%(2-+9*f -9*f2)*epsilon_i*epsilon_h(i,1)+((3*f-2)2)* (epsilon_h(i,1))2
);

end

%Looyenga Approx.

for i=1:last+1

epsilon_eff; A(i, 1) = (((epsz'lon:i)Zl/A)—(epsilon,h(i, 1))(1/14))*f—i—(epsilon,h(i, 1)1 /A4,

end
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D. Appendix

cle;

clear;

last= 47;

epsilong = 8.854e — 12;

Weav = csvread('A : datay.nergy.csv’, 0,0, [00last0]);
NormE = csvread('A : datay.nergy.csv’, 0, 1, [01lastl]);
Qe = csvread('A : datay nergy.csv’, 0,2, [02last2]);
freq = csvread(’A : datai.nergy.csv’, 0,4, [04lastd]);

for i=1:last+1

epsilon_double_prime(i,1) =(2*Qe(i,1))/(epsilon_0* 2*pi*freq(i,1)*(NormE(i,1))?);
end

fori=1:last + 1

epsilon_singleyrime(i, 1) = (4 * Weav(i, 1))/ (epsilon_0 x (NormE(i, 1))?);

end

fori=1:last +1

Df mtd_1(i,1) = epsilon_double_prime(i, 1)/epsilon_single_prime(i, 1);

end

Dy =csvread(’A:data_2_internal energy.csv’,0,0,[0 0 last 0]);

Ey =csvread(’A:data_2_internal_energy.csv’,0,1,[0 1 last 1]);

for i=1:last+1

epsilon(i,1) = Dy(i,1)/(Ey(i,1)*epsilon_0);

end

epsilon_single_prime_method2 = real(epsilon);

epsilon_double_prime_method2 = imag(epsilon);

for i=1:last+1

Df_mtd_2(i,1)= abs (epsilon_double_prime_method2(i,1) /epsilon_single_prime_method2(i,1));

end
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E. Appendix

FPOR measurements of the functionalized reinforced composites

As mentioned in characterization part, to decrease effective dissipation factor
of the 106 and 1080 type reinforced composite structures, we have functionalized
the 106 and 1080 type E-Glass. To provide better bonding with the host matrix
(PPO), E-glass surfaces were functionalized with silane coupling agents. Silane
solutions were prepared in ethanol. 0.1%, 1% and 1% solutions of APTES, VTES
and, GPTES, respectively, were prepared by weight.

Solutions were poured into containers and E-glass fabrics were soaked in the
solutions for 48 hours. Then, they were dried at room temperature to evaporate
excess ethanol. Vinyl ends of VTES can be involved in the polymerization of the
resin by reacting with the vinyl end groups of the PPO-based resin during the curing
procedure. The presence of the peroxide initiator in the reaction system will create
viable conditions for polymerization to occur between the vinyl groups attached on
the E-glass surface and the vinyl groups of the PPO-based host matrix. As a result
the bonding between host matrix and E-Glass inclusions can be improved which,
effectively increases the GTRR in unit volume of the composite. Therefore, to ex-
amine the GTRR in a laminate, we have examined the cross sectional image of the
structure via SEM images. Figure 5.2 presented the control group which was manu-
factured with PPO based resin and untreated 1080 type reinforcement. Thus, Figure
5.3 presented the functionalized reinforcement via vinyl groups (VTES). Figures 5.2
and 5.3 were presenting the indications of GTRR has altered by the functional-
ization procedure. Subsequently, in Figure 5.1a 106 type and in Figure 5.1b 1080
type functionalized composites are examined in terms of effective dielectric constant
and dissipation factor. Finally, SPDR measurement versions of the functionalized

reinforced composites results presented in Table 5.1.

Table 5.1: SPDR measurements of 106 and 1080 type functionalized rein-
forced PPO based composites at 10 GHz

H Sample name | Silane Type | Host matrix | E-Glass type‘ Dy ‘ Dy H

PPO-106-C Control PPO 106 2.83 | 0.0039
PPO-1080-C Control PPO 1080 2.99 | 0.0042
PPO-106-A APTES PPO 106 2.46 | 0.0038
PPO-1080-A APTES PPO 1080 2.87 | 0.0047
PPO-106-V VTES PPO 106 2.72 1 0.0036
PPO-1080-V VTES PPO 1080 2.84 1 0.0042
PPO-106-E GPTES PPO 106 2.48 | 0.0037
PPO-1080-E GPTES PPO 1080 2.69 | 0.0043
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Figure 5.1: The effective dielectric properties measurements of the func-
tionalized reinforcements as function of frequency. a.) Experiment set with
functionalized E-Glass(106)+PPO, b.) Experiment set with functionalized
E-Glass(1080)+PPO
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EHT= 5.00 kV Signal A= SE2 Date :5 Jul 2021
WD= 8.0mm Photo No. = 77327 Time :13:.32:01

Figure 5.2: Cross-sectional SEM image of an untreated 1080 type E-Glass
with PPO based composite.

EHT = 5.00 kV Signal A= SE2 Date :5 Jul 2021
WD= 7.8 mm Photo No. = 77321 Time :13:14:23

Figure 5.3: Cross-sectional SEM image of an vinylsilane (VTES) treated
1080 type E-Glass with PPO based composite.
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